CONTRACT NO. 72829

L:\IDOT\030660I\draw\sheets\Structures\McCLOSKEY BR CULV_BORINGS_Ol.dgn

3/16/2012

GPE

Rh [ section | county | JQTALTSHEET
58412 3] - 129 | 459
STA. T0 STA.

FED. ROAD DIST. N0, 5 [ILLINOIS [FED. AID PROJECT

*+ SANGAMON AND CHRISTIAN
Sheet 3 of 4 Sheets

The Unconfined Compressive Strength {UCS) Fallure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer, E-Estimated)
Abbreviations W.0.H - sampler Advanced By Weight of Hammer, W.0.P - Advanced by Weight of Pipe, B.S. - Before Seating
The SPT (N value| Is the sum of the last two blow values In each sampling zone [AASHTO T206) BBS, from 137 |Rev. 8-99]

The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer, E-Estimated)
Abbreviations W.0.H - Sampler Advanced By Weight of Hammer, W.0.P - Advanced by Weight of Pipe, B.S. - Before Seating
The SPT {N value) Is the sum of the last two blow values In each sampling zone {AASHTO T206) BBS, from 137 (Rev. 8-99)

The Unconfined Compressive Strength (UCS) Fallure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer, E-Estimated}
Abbreviations W.0.H - Sampler Advanced By Weight of Hammer, W.0.P - Advanced by Weight of Pipe, B.S. - Before Seating
The SPT (N value) Is the sum of the last two blow values In each sampling zone {AASHTO T206) BBS, from 137 |Rev. 8-99)
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of Transportation SOIL BORING LOG of Transportation SOIL BORING LOG of Transportation SOIL BORING LOG
Sreiion ot ighways Date 3/8/05 Dreton o Highwaye Date 3/8/05 Srviion o1 Highways Date __ 3/4/05
ROUTE _FAP 75 (L 29)  DESCRIPTION 1L 29 Over McClosky Branch LOGGED BY M. Tappan ROUTE _FAP 75{IL 29)  DESCRIPTION 1L 29 Over McClosky Branch LOGGED BY M. Tappan ROUTE _FAP 75 (L 29)  DESCRIPTION 1L 29 Over McClosky Branch LOGGED BY M. Tappan
SECTION 84-12: 11-3 LOCATION ~ __NW 1/4, SEC. 13, TWP. 14 N, RNG. 3 W, 3 PM SECTION B4-12: 113 LOCATION  _NW 1/4, SEC. 13, TWP. 14 N, RNG. 3 W, 3 PM SECTION 84-12: 11-3 LOCATION ~ __NW 1/4, SEC. 13, TWP. 14 N, RNG. 3 W, 3 PN
COUNTY Chrlstlan DRILLING METHOD HSA HAMMER TYPE 140 # Auto COUNTY christlan DRILLING METHOD HSA HAMMER TYPE 140 # Auto COUNTY Chrlstlan DRILLING METHOD HSA HAMMER TYPE 140 # Auto
STRUCT. NO. 01-7052 b B | U M |suface Water Elev. sez4 # (P B | U M STRUCT. NO, 011-7052 D B | U | M| suface Water Elev. 5874 ft STRUCT. NO. 011-7052 D{ B ] U M |suface Water Elev. st # (P B | U M
station 1525-92 El L | €1 0 stream Bed Elev. s874 ft EpLpclo station 1525-92 Ef L | €1 O stream Bed Elev. 587.4 ft station 1525492 El L | €| O stream Bed Elev. 5874 ft Elrycfo
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statlon 1525+20 W] s | Q| T |gprst encounter Mo Encounter ft | H | § | Q| T statlon 1525420 W1 S | Qu| T (GFrstencounter  No Encounter ft station 1525465 Wl s | Q| T (grirst Encounter sma # (H| S | QT
Offset 92,0ft Rt . v Upan Completion Washed ft . Offset 92,0ft Rt . |¥ Upon Completion Washed _ ft Offset 0.0t CL . v Upon Completion Washed ft .
Ground Surface Elev. 503.8 o [(fth| /6" | ttsf) | (%) (fyafter 24 Hrs. 5008 ft | Mft)| /6" | lsf) | (%) Ground Surface Elev. 503.8 ft |ifth| /6" | (tsf) | (%) [lyafter 24 Hrs. 500.8 1t Ground Surface Elev. 583.7 ft|{t)| /6" [ (tsf) | (%) |iyAfter 5 Days Hrs. 5097 ft | (ft)| /6" | (tsf] | (%)
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