The following table is to be completed and inserted into the General Notes of the project plans, as directed by the Bureau of Materials.

G.N. – 406K

There are various pay items in this contract that include the use of Hot-Mix Asphalt.  Unless otherwise listed below the Hot-Mix Asphalt used in the pay items shall be controlled and accepted in accordance with Article 1030.05 “Quality Control/Quality Assurance (QC/QA)” of the Standard Specifications.

	PAY CODE
	 ITEM DESCRIPTION
	CONTROL  AND ACCCEPTANCE  METHOD

	
	
	

	
	
	

	
	
	

	
	
	

	
	
	


PFP – Hot Mix Asphalt Pay for Performance Using Percent within Limits
QCP – Hot Mix Asphalt Quality Control for Performance

QCAA – Hot Mix Asphalt – Assurance and Acceptance 

