G.N.-663A

CALCIUM CHLORIDE SHALL BE APPLIED FULL WIDTH TO THE PROPOSED AGGREGATE ROADWAYS AND/OR DETOURS FOR THE SOLE PURPOSE OF CONTROLLING DUST.  THIS WORK SHALL BE PERFORMED ON ALL FINAL SURFACES AS WELL AS ANY REMAINING AGGREGATE SURFACES THAT WOULD LAY OVER ANY PARTICULAR WEEKEND.

THE FOLLOWING APPLICATION RATE HAS BEEN USED TO CALCULATE THIS ESTIMATED QUANTITY: 5 LBS./SQ.YD.

ANY ADDITIONAL QUANTITY FOR MAINTENANCE WILL BE PAID FOR IN ACCORDANCE WITH ARTICLE 109.04 WHEN SPECIFIED BY THE ENGINEER.

