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This special provision was developed by the Bureau of Materials and Physical Research to require the use of wetted burlap or wetted cotton mat curing for abutments and piers.  This information was previously in the BDE Special Provision “Portland Cement Concrete”.
This special provision should be inserted into contracts involving cast-in-place, precast and precast prestressed concrete abutments and/or piers.

The districts should include the BDE Check Sheet marked with the applicable special provisions for the January 17, 2014 and subsequent lettings.  The Project Development and Implementation Section will include a copy in the contract.

This special provision will be available on the transfer directory 
September 27, 2013.
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portland cement concrete – curing of abutments and piers (bde)
Effective:  January 1, 2014
Revise Note 7/ of the Index Table of Curing and Protection of Concrete Construction of Article 1020.13 of the Standard Specifications to read:

“
7/
Asphalt emulsion for waterproofing may be used in lieu of other curing methods when specified and permitted according to Article 503.18.  The top surfaces of abutments and piers shall be cured according to Article 1020.13(a)(3) or (5).”
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