G.N.-205

BENCHING PROCEDURES SHALL BE USED IN AREAS WHERE EXISTING
EMBANKMENTS ARE WIDENED FOR THE PROPOSED PAVEMENT. STEPS
SHALL BE CUT INTO THE EXISTING EMBANKMENT SLOPES AND SHALL
HAVE THE FOLLOWING DIMENSIONS:

1:4,1:3,1:2, & VAR. VERTICAL: 1

HORIZONTAL: 4

G.N.-250C

SEEDING, CLASS 7 IS INCLUDED IN THIS CONTRACT TO SEED NEW
AREAS DISTURBED BY CONSTRUCTION ALONG WITH AREAS OF
CLASS 2 PERMANENT SEEDING . ALL OF THE CLASS 7 SEEDING
SHALL BE PLACED ALONG WITH THE CLASS 2 SEEDING TO

HELP PROMOTE ACCELERATED VEGETATION GROWTH.

G.N.-302

WHERE SMALL QUANTITIES OF LIME MODIFICATION ARE SHOWN IN THE
PLANS, SUBBASE GRANULAR MATERIAL, TYPE A MAY BE SUBSTITUTED
AND CONSTRUCTED ACCORDING TO THE APPLICABLE PORTIONS OF
SECTION 311. THE DEPTH OF THE SUBBASE GRANULAR MATERIAL
SHALL BE THE SAME AS THE PROPOSED DEPTH OF THE LIME
MODIFICATION. THIS WORK SHALL BE PAID FOR AT THE CONTRACT
UNIT PRICE PER SQUARE YARD FOR PROCESSING LIME MODIFIED
SOILS OF THE DEPTH SPECIFIED. NO ADDITIONAL COMPENSATION
WILL BE ALLOWED.

G.N.-406

THE QUANTITIES INCLUDED IN THE PLANS FOR HOT-MIX ASPHALT
RESURFACING ARE INTENDED TO GIVE THE COVERAGE SHOWN ON THE
TYPICAL CROSS SECTIONS.IT IS NOT INTENDED TO INCREASE THE
THICKNESS OF THE HOT-MIX ASPHALT MIXTURE IN ORDER TO USE ALL
OF THE QUANTITIES INCLUDED IN THE CONTRACT.

G.N.-406.05b

ALL LEVELING BINDER OR BINDER SHALL BE GIVEN A FOG COAT OF
PRIME BEFORE THE SURFACE COURSE IS PLACED WHEN DIRECTED BY
THE ENGINEER.

THE FOG COAT WILL BE PAID FOR AT THE CONTRACT UNIT PRICE PER
GALLON FOR BITUMINOUS MATERIAL (PRIME COAT) AND NO
ADDITIONAL COMPENSATION WILL BE ALLOWED.

GN 406H Mixture Requirements
Location Us 150 Us 150 UsS 150
Mixture Use Binder Surface, Incid, Top Bottom 6"
2" HMA Shoulder HMA Shoulder
AC/PG PG 64-22 PG 64-22 PG 58-22
RAP % (Max) See Special Prov. See Special Prov. See Special Prov.
Design Air Voids 4.0% @ Ndes=50 4.0% @ Ndes=50 2.0% @ Ndes=30
Mix Comp(Gradation) IL.19.0 IL9.5 Other
Friction Aggregate N.A. Mix C N.A.
G.N.-506

ALL FINAL SURFACES OF THE BEAMS SHALL BE PAINTED WITH LIGHT
GREY (MUNSELL COLOR STANDARD - 10Y 7/1) EXCEPT THE EXTERIOR
SURFACES OF THE EXTERIOR BEAMS WHICH SHALL BE PAINTED WITH
INTERSTATE GREEN (MUNSELL COLOR STANDARD 7.5G 4/8).

G.N.-542

BEFORE ORDERING PIPE CULVERTS, THE CONTRACTOR SHALL CONSULT
THE ENGINEER FOR THE EXACT LENGTHS.

G.N.-631

IF THE CONTRACTOR ELECTS TO USE THE ALTERNATE MOUNTING
METHOD OF THRU DRILLING THE MOUNTING HOLES FOR THE TRAFFIC
BARRIER TERMINALS, TYPE 8, THE HOLES SHALL BE DRILLED USING

A COREDRILL. AHAMMER DRILL WILL NOT BE ALLOWED.
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