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llinois Department NOTICE TO BIDDERS
of Transportation

1. TIME AND PLACE OF OPENING BIDS. Electronic bids are to be submitted to the electronic bidding system
(iCX-Integrated Contractors Exchange). All bids must be submitted to the iCX system prior to 12:00 p.m.
January 19, 2024 at which time the bids will be publicly opened from the iCX SecureVault.

2. DESCRIPTION OF WORK. The proposed improvement is identified and advertised for bids in the
Invitation for Bids as:

Contract No. 66K67

GRUNDY County

Section (32-2)RS,BRR
Project NHPP-5WZI(166)
Route FAI 55

District 3 Construction Funds

This project includes milling and resurfacing (design overlay), structure repairs, pavement marking
and minor drainage improvements of I1-55 from 1.2 miles northeast of IL 47 near Dwight to the Gardner
interchange.

3. INSTRUCTIONS TO BIDDERS. (a) This Notice, the invitation for bids, proposal and letter of award shall,
together with all other documents in accordance with Article 101.09 of the Standard Specifications for Road
and Bridge Construction, become part of the contract. Bidders are cautioned to read and examine carefully
all documents, to make all required inspections, and to inquire or seek explanation of the same prior to
submission of a bid.

(b) State law, and, if the work is to be paid wholly or in part with Federal-aid funds, Federal law requires the
bidder to make various certifications as a part of the proposal and contract. By execution and submission
of the proposal, the bidder makes the certification contained therein. A false or fraudulent certification
shall, in addition to all other remedies provided by law, be a breach of contract and may result in
termination of the contract.

4. AWARD CRITERIA AND REJECTION OF BIDS. This contract will be awarded to the lowest responsive
and responsible bidder considering conformity with the terms and conditions established by the Department
in the rules, Invitation for Bids and contract documents. The issuance of plans and proposal forms for bidding
based upon a prequalification rating shall not be the sole determinant of responsibility. The Department
reserves the right to determine responsibility at the time of award, to reject any or all proposals, to re-advertise
the proposed improvement, and to waive technicalities.

By Order of the
lllinois Department of Transportation

Omer Osman,
Secretary
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FAI Route 55 (I-55)
Project NHPP-5WZI(166)
Section (32-2)RS,BRR
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Contract No. 66K67

This index contains a listing of SUPPLEMENTAL SPECIFICATIONS and frequently used RECURRING SPECIAL
PROVISIONS.

ERRATA

Standard Specifications for Road and Bridge Construction

SUPPLEMENTAL SPECIFICATIONS

Std. Spec. Sec.

202
204
207
211
407
420
502
509
540
542
586
630
644
665
782
801
821
1003
1004
1010
1020
1030
1061
1067
1097

Earth and Rock Excavation

Borrow and Furnished Excavation

Porous Granular Embankment
Topsoil and Compost

Hot-Mix Asphalt Pavement (Full-Depth)
Portland Cement Concrete Pavement

Excavation for Structures
Metal Railings

Box Culverts

Pipe Culverts

Granular Backfill for Structures
Steel Plate Beam Guardrail

High Tension Cable Median Barrier

Woven Wire Fence
Reflectors

Electrical Requirements
Roadway Luminaires
Fine Aggregates
Coarse Aggregates
Finely Divided Minerals

Portland Cement Concrete .....

Hot-Mix Asphalt

Waterproofing Membrane System

Luminaire .........
Reflectors

(Adopted 1-1-22) (Revised 1-1-24)
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RECURRING SPECIAL PROVISIONS

The following RECURRING SPECIAL PROVISIONS indicated by an “X” are applicable to this contract and are included

by reference:
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13 X Pavement and Shoulder RESUMACING .....c.cooiiiiiiiiiiii e e e e e 92
14 Patching with Hot-Mix Asphalt Overlay Removal ............ccccoieiiiiiiiiiie e 93
15 [00] )Y L= 7] g Tor (=) (Y OSSR 95
16 RESEIVEA ...ttt e e e e oottt e e e e e e sttt eeaaeeea s nebeeeaaaeeaannrbeeeaaaeeaannneeneas 97
17 = oYt [ = Lo & PSSR 98
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19 Nighttime Inspection of Roadway Lighting ..........ccooiiiiiiiiiii e 102
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21 Calcium Chloride Accelerator for Portland Cement Concrete ..........ccccoveeeiiiiiiiiiee e 104
22 Quality Control of Concrete Mixtures at the Plant ............ccccooiiiiiiii e 105
23 X  Quality Control/Quality Assurance of Concrete MiXtures ........ccooceeiiiiiiiiiiee e 113
24 ST Y=Y Y=o USSR 129
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26 Temporary Raised Pavement Markers ...t 131
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STATE OF ILLINOIS

SPECIAL PROVISIONS

The following Special Provisions supplement the "Standard Specifications for Road and Bridge
Construction," adopted January 1, 2022, the latest edition of the "Manual on Uniform Traffic
Control Devices for Streets and Highways," and the "Manual of Test Procedures for Materials" in
effect on the date of invitation for bids, and the Supplemental Specifications and Recurring Special
Provisions indicated on the Check Sheet included herein which apply to and govern the
construction of FAI Route 55 (1-55), Project NHPP-5WZI(166), Section (32-2)RS,BRR, Grundy
County, Contract No. 66K67 and in case of conflict with any part or parts of said Specifications,
the said Special Provisions shall take precedence and shall govern.

LOCATION OF PROJECT

Location of repair will be on Interstate 55 from 1.2 miles north of IL 47 Interchange to Gardner
Road in Gardner.

DESCRIPTION OF PROJECT

The work will consist of pavement rehabilitation resurfacing with overhead structure repairs at
032-0078. Additional work includes drainage structure repairs/replacements including culvert end
sections, inlets, and catch basins with slope and ditch grading, and repairs/upgrades to impact
attenuators as needed.
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CROSSING STRUCTURES WITH MATERIAL TRANSFER DEVICE
(Effective May 23, 2001; Revised March 30, 2023)

The Bureau of Bridges and Structures has analyzed the existing structures within the specified
construction zone. Based on this analysis, an emptied Material Transfer Device with the identified
maximum gross weight restrictions shown for each structure, will be allowed to cross the following
structures:

032-2004 (40 tons)
032-2516 (40 tons)
032-2517 (40 tons)
032-2518 (40 tons)
032-2519 (40 tons)
032-2520 (40 tons)

If the same Material Transfer Device is used throughout the entire project, it shall be limited to an
empty gross weight based on the smallest weight identified in the list above.

The Material Transfer Device crossing shall be as described in the special provision "Material
Transfer Device (BDE)."

PAVEMENT PATCHING
(Effective April 11, 2016; Revised April 27, 2018)

Description. This work shall consist of the removal of the existing pavement, the necessary
excavation and the replacement with the class and type of patch specified at designated
locations.

This work shall be according to Section 442 of the Standard Specifications for Class A and Class
B patching and as modified herein.

Materials. Materials shall be according to Article 442.02 of the Standard Specifications and as
modified below.

Revise the first paragraph of Article 1020.05(d)(2)b(2) to read:

(2) Class C Fly Ash. For cement aggregate mixture Il, Class PV, RR, BS, PC, PS, DS, SC,
and Sl concrete, Class C fly ash shall be a minimum of 25.0 percent by weight (mass) of
the cement and finely divided minerals summed together. For PP-1 and PP-2 concrete,
Class C fly ash shall be a minimum of 15.0 percent by weight (mass) of the cement and
finely divided minerals summed together.
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Revise the first paragraph of Article 1020.05(d)(2)b(3) to read:

(3) When GGBF slag is used in Class PV, RR, BS, PC, PS, DS, SC, and SI concrete, ground
granulated blast-furnace slag shall be a minimum of 25.0 percent by weight (mass) of the
cement and finely divided minerals summed together. For PP-1 and PP-2 concrete,
Ground Granulated Blast-Furnace Slag shall be a minimum of 15.0 percent by weight
(mass) of the cement and finely divided minerals summed together.

CONSTRUCTION REQUIREMENTS
Pavement Removal. Pavement removal shall be according to Article 442.05 of the Standard

Specifications and as modified herein.
Revise Article 442.05(a) to read:

(a) Class A Patches. Two transverse full depth saw cuts shall be made perpendicular to the
centerline at each end of the patch, except that the saw cuts may be skewed slightly if
necessary to maintain a minimum distance of 18 inches from the end of the patch to the
nearest transverse crack in the pavement to remain in place. When approved by the
Engineer, this minimum distance may be reduced to 6 inches in areas of close crack
spacing where the pavement otherwise appears to be sound. The longitudinal edges of
the patch shall be formed by full-depth saw cuts. Saw cut extensions into pavement which
is to remain in place will not be permitted. All saw cuts shall be made with an approved
concrete saw. After the transverse saw cuts have been made, intermediate cuts as shown
on plan details may be made to make pressure relief cuts or to reduce the pavement length
to a size that accommodates removal and hauling operations. The saw cutting operations
shall be controlled to limit subbase penetration to a maximum of 1/2 inch.

The shoulder between the full depth saw cut and the pavement edge shall be removed using
a handheld hammer and hand tools prior to pavement removal. If available, the Contractor
may use an approved wheel saw to make the shoulder cut and removal.

When the patch is adjacent to a portland cement concrete shoulder, a saw cut shall be made at
the shoulder-pavement joint sufficiently deep to sever the tie bars. A second full depth saw cut
shall be made in the pavement a minimum of 4 inches from the edge of the shoulder. The
pavement between the full-depth saw cut and the shoulder edge shall be removed using a
hand held hammer and hand tools prior to removal of the remaining pavement.

The pavement between the saw cuts shall be removed by lifting. Sufficient care shall be taken
to minimize subbase disturbance and prevent spalling of the pavement that is to remain in place.
Any subbase or stabilized subbase material disturbed during pavement removal operations or
determined unsuitable by the Engineer shall be removed and replaced with patch material.

If the Engineer determines that the concrete has deteriorated to the extent that it is not practical
to lift, the pavement may be broken into small pieces and removed. The breaking equipment
shall not transfer impact energy greater than 3,000 foot/pound per blow to the pavement surface.
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Should the Contractor's operations cause a spall having a width or depth greater than 1 inch in
the pavement to remain in place or cause excessive shattering or underbreaking of the existing
slab to remain in place, a new saw cut shall be made extending the patch to remove the spall or
underbreaking. After pavement removal, the pavement structure will be inspected by the
Engineer to determine if it is sufficiently sound. If determined unsound, the Contractor shall
extend the patch as directed by the Engineer.

Revise Article 442.06(a)(1) to read:

(a) Reinforcement, Dowel Bars, and Joints. Reinforcement, dowel bars, and joints shall be
according to the following.

(1) Class A Patching. The reinforcement shall be constructed according to Articles
508.03 through 508.09. Patches more than 20 feet in length, including half-lane
patches, shall be tied to the adjacent pavement, portland cement concrete shoulders,
and curb and gutter with No. 6 transverse epoxy coated tie bars, 24 inch long,
embedded 8 inch at 36 inch centers according to Article 420.05(b).

Patch reinforcement (longitudinal) shall be tied to No. 6 epoxy coated tie bars, 32 inch
long drilled and grouted 8 inch into existing pavement at a spacing that matches that
of the existing pavement reinforcement.

The Contractor shall tie the steel together, using at least two secure ties for each lap
splice according to Article 508.08(a)(1).

Reinforcement steel shall be placed and supported on chairs according to Article
508.06, and the placement tolerance for individual reinforcement bars shall be +1 inch
horizontally and vertically.

When the existing reinforcement is welded wire reinforcement, the longitudinal
reinforcement bars shall be the same size and spacing as the existing longitudinal
reinforcement.

Revise the sixth paragraph of Article 442.06(a)(2) of the Standard Specifications to read:
“Patches more than 20 feet in length shall be tied to the adjacent lane of pavement,
portland cement concrete shoulders, and curb and gutter with No. 6 tie bars, 24 inch
long, embedded 8 inch at 36 inch centers according to Article 420.05(b).”

Add the following sentence to the first paragraph of Article 442.06(d):

The patch material shall match the elevation of the existing concrete pavement or hot-
mix asphalt surface.
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DRAINAGE MITIGATION ON MILLING AND RESURFACING PROJECTS
(Effective January 1, 2022)

Milling operations on this project have the potential to cause water encroachment on the travel
lanes during and after a rainfall event. The Contractor shall schedule the milling and resurfacing
operations to minimize the potential for the encroachment. The Contractor shall be responsible
for mitigating any encroachments as directed by the Engineer. Mitigation may include, but not be
limited to, constructing lateral ditches through shoulders, and modifying then repairing curb inlets
to provide drainage.

The work associated with drainage mitigation will be included in the cost of the Hot-Mix Asphalt
Surface Removal pay item.
DRAINAGE STRUCTURE REPAIR

Description. This work shall consist of repairing existing storm sewer connections to existing
inlets or drainage structures at location shown in the plans.

Materials. Materials shall be according to the following sections of the Standard Specifications
for Road and Bridge Construction:

Item Article/Section
(a) Controlled Low-strength Material (CLSM)............c.ccoiiiiiiiii 1019.02
(B)  NONShINK GroUt.... ... 1024.02

CONSTRUCTION REQUIREMENTS

General. The Contractor shall remove existing aggregate/soils to expose the connection of the
existing storm sewer to the existing drainage structure. The aggregate/soil material shall be
removed and stockpiled for subsequent replacement.

The methods of repairs shall be as follows:

(a) If the Engineer determines that the existing grout sealing the storm sewer
connection is deteriorated or found to have failed:

(1) The storm sewer pipe shall be cleared of all debris, foreign materials,
aggregates, and soils around the existing opening of the structure. The
storm sewer pipe shall be cleaned with water to provide a positive bonding
surface for new grout.

(2) The Contractor shall fill the existing void between the storm sewer pipe and
the drainage structure with nonshrink grout approved by the Engineer.
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(b) If the Engineer discovers that the existing storm sewer pipe has dislocated from
the existing drainage structure:

(1) The storm sewer pipe shall be cleared of all debris, foreign materials,
aggregates, and soils around the existing opening of the structure. The
storm sewer pipe shall be cleaned with water to provide a positive bonding
surface for new grout.

(2) The Contractor shall furnish a flexible plastic pipe larger in diameter than
the outer diameter of the existing storm sewer pipe and of such length as
to slide over the existing storm sewer pipe and extend into the existing
drainage structure. This flexible pipe shall be approved by the Engineer
prior to installation. The diameter of the hole in the drainage structure shall
be increased as needed to accommodate the new pipe. The end of the
existing storm sewer pipe and drainage structure shall be cleared of all
materials to a sufficient distance from the end of the pipe to slide the flexible
pipe over the end and extend into the existing drainage structure a
minimum of 6.

(3) The Contractor shall fill the void between the storm sewer pipe and the
drainage structure with nonshrink grout approved by the Engineer.

The entire flexible pipe shall be covered with grout to a min. of 6” from the
wall of the drainage structure on both the inside and outside of the
structure. The grout shall also seal the void around the connection to the
satisfaction of the Engineer.

(c) Excavated materials shall be replaced and compacted to the satisfaction of the
Engineer. Any remaining voids shall be filled with controlled low-strength material,
according to Section 593 of the Standard Specifications for Road and Bridge
Construction. If the Engineer determines that the excavated materials are
unsuitable for reuse, the excavated materials shall be disposed of at the direction
of the Engineer and replaced with approved material. Furnishing and incorporating
new embankment material will be paid for according to Article 109.04 of the
Standard Specifications.

Basis of Payment. This work will be paid for the at contract unit price per each for DRAINAGE
STRUCTURE REPAIR which price shall include all labor, materials, and equipment to complete
the work as described herein.
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REMOVE AND RELAY END SECTIONS

Description. This work shall consist of removing and relaying existing precast reinforced concrete
flared end sections at locations shown in the plans.

Materials. Materials shall be according to the following.

Item Article/Section
(a) Precast Reinforced Concrete End Block.............cooooiiiiiiii . 1042.03(c)(d)(e)
(b) Mastic Joint Sealer for Pipe. ..o 1055
(c) External Sealing Band............o.ouiuiiiiii 1057
(d) FiNE AQQregate. .. ..o 1003.04

Equipment. Equipment shall be at the approval of the Engineer.
CONSTRUCTION REQUIREMENTS

General. This work shall be according to applicable portions of Section 542.07(b)(1) of the
Standard Specifications and as modified herein.

Excavation. Locations where end section removal and relaying are designated in the plans, the
locations shall be excavated to expose the existing concrete end sections and the excavated
material shall be stockpiled to be reincorporated into the new construction. If the Engineer
determines that the excavated materials are unsuitable for reuse, the excavated materials shall
be disposed of at the direction of the Engineer and replaced with approved material. Furnishing
and incorporating new embankment material will be paid for according to Article 109.04 of the
Standard Specifications.

Removal. Removal shall consist of the following procedures.

a) Remove existing precast reinforced concrete flared end section(s) and store in a location
designated by the Engineer so damage does not occur to the end section.

1) If the Engineer determines that the existing precast reinforced concrete flared end
section is unsuitable for reuse, the precast reinforced concrete flared end section shall
be replaced at the direction of the Engineer. Cost for furnishing a new precast
reinforced concrete flared end section shall be paid for according to Article 109.04 of
the Standard Specifications.

b) Remove the existing end block (precast toe wall). There will be no salvage to the existing
end block.
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Relaying End Section. Relaying existing precast reinforced concrete flared end section(s)
shall be as follows.

a) Install the new end block (precast toe wall) on a prepared subbase to match the existing
flowline elevation of the existing precast reinforced concrete flared end section.

1) When necessary, the existing location(s) for the end block installation shall be
excavated a minimum of 4” below the existing flowline elevation of the existing precast
reinforced concrete flared end section. Excavated materials shall be reused and
incorporated into the new construction.

2) Prepared subbase shall be a minimum of 4” and compacted to the satisfaction of the
Engineer.

3) The new end block (precast toe wall) shall be according to the requirements of
Standard 542301. The end block when installed and shall be leveled and plumbed.
The Engineer shall approve of the end block installation prior to relaying the existing
precast reinforced concrete flared end section.

b) Relay existing precast reinforced concrete flared end section according to applicable
portions of Section 542 of the Standard Specifications to match existing flowline
elevation(s).

Method of Measurement. This work will be measured for payment as follows.

a) Contract Quantities. The requirements for the use of contract quantities shall conform to
Article 202.07(a).

b) Measured Quantities. This work will be measured for payment per each end section
removed and relayed.

Necessary excavations and Subbase material when required shall not be paid for
separately but shall be included in the cost of the related work.

Basis of Payment. This work will be paid for at the contract unit price per each for REMOVE AND
RELAY END SECTIONS which price shall be payment in full to complete this work.

BRIDGE DECK LATEX OR MICROSILICA CONCRETE OVERLAY, CUT OFF DATE
(Effective January 12, 2010)

Placement of concrete for latex or microsilica overlays shall be between April 15 and October 15
unless approved, in writing, by the Engineer.
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TEMPORARY BRIDGE TRAFFIC SIGNALS (STANDARD 701316 OR 701321)

(Effective July 1, 1999; Revised January 1, 2022)

Description. This work shall be done according to Sections 701 and 862 of the Standard
Specifications, Standard 701316 or 701321, and modified as described herein.

Microwave detectors shall be installed instead of the induction loop detectors shown on Standard
701316 or Standard 701321.

Materials. The controller shall provide actuated operation for the number of phases required with
full menu driven format for ease of data entry. The controller shall show all the timers operating
simultaneously.

A standard uninterruptable power supply (UPS) shall be required for the traffic signal cabinet with
controller.

All signal heads shall be LED'’s.

The microwave detector shall be a motion and presence sensor that provides vehicle detection
that is not affected by temperature, humidity, color, or background variations and shall meet the
approval of the Engineer. It shall be capable of tracking multiple moving and stationary vehicles.
It shall have an adjustable hold time on stationary objects from 0 to 15 minutes. The microwave
detector shall be designed to detect moving vehicles at a maximum range of 300 ft. The
microwave detector shall have an ability to accurately discriminate between vehicles arriving and
departing. The Contractor shall supply the type of lead-in cable recommended by the
manufacturer for his microwave detector.

Construction Requirements. The Contractor shall mount a metal arm to each near right signal
post (an arm for a light fixture would be acceptable). The arm shall be reasonably stationary to
prevent false calls on the microwave sensor. The final mounting height of the microwave detector
shall be 17.5 ft plus or minus 0.5 ft. The microwave detector shall be horizontally positioned
somewhere between the center of the driving lane and 2 ft from the edge of the driving lane. The
microwave detector shall be aimed to a 6 ft height at the stop bar at the center of the driving lane.

The microwave detector voltage shall be the highest allowed by the manufacturer.

At the time of inspection and programming of the controller, one of the Contractor's employees or
representatives at the inspection shall be capable of doing all cabinet wiring or controller
programming necessary to accomplish the type of operation desired or to modify the cabinet for
any unusual conditions.

The UPS shall be installed adjacent to the controller cabinet and mounted according to Article
701.18(b)(2)d.

No vehicle, trailer, or other large object may be parked between the microwave detector
and 500 ft in the direction of approaching traffic.
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Where there is an intersecting street or driveway within the limits of the stage construction stop
bars, the following specifications shall also apply:

Material. Each signal for an intersecting street or driveway shall consist of one red ball section,
one yellow ball section, one green left arrow section, and one green right arrow section with
backplate.

Construction Requirements. Signal heads shall be located as shown on the plans.

Detection for the side road and driveway shall consist of a microwave detector. The microwave
detector shall be mounted 14 to 18 ft high on the near right post for the side road and driveway.

Each approach of a side road and driveway shall be a separate phase.
When the green proceeds from one side of the bridge to the other, the controller shall time a
programmable long all red period. Approaches on the same side of the bridge shall be able to

cycle between each other without incurring the long all red time but a shorter programmable time.

The Contractor shall supply and install two (one near right; one far left) NO TURN ON RED signs
for each sideroad and driveway approach.

The Contractor shall supply and install two (one near right; one far left) STOP HERE ON RED
signs for each sideroad and driveway approach to be placed adjacent to the stop bar.

The Contractor shall be required to remove and store or securely cover any conflicting existing
signs.

The Contractor shall supply and erect a SIGNAL AHEAD sign for each side road.

The Contractor shall be required to restore all original traffic control when the temporary bridge
signals are removed.

Basis of Payment. This work, including the UPS, will be included in the contract unit price each
for TEMPORARY BRIDGE TRAFFIC SIGNALS.

VEHICLE PARKING
(Revised January 1, 2007)
Parking of personal vehicles within the interstate right of way will be strictly prohibited. Parking

of construction equipment within the right of way will be permitted only at locations approved by
the Engineer and never within median area or overnight on any roadway area.
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KEEPING ROADS OPEN TO TRAFFIC
(Effective December 1, 1999; Revised December 14, 2009)

All lanes shall be open to traffic during the legal holiday periods according to Article 107.09 of the
Standard Specifications, during weekends defined as 3:00 p.m. Friday to 12:00 midnight Sunday,
and at the end of each workday, with the following two exceptions:
Lane closures for structure work on 1-55 for Structure 032-0078 will be allowed overnight
and on all calendar days when barrier wall is in place.

Lane closures for pavement patching will be allowed overnight except on weekends and
legal holiday periods as defined above.

In order to minimize the length of lane closures during work operations, the following are required:

Lane closures shall be limited to one half mile ahead of the work operation. Priming
is also limited to one half mile in advance of the paving machine.

During HMA paving when the HMA lift has hardened to the satisfaction of the
Engineer, the Contractor shall advance the lane closure taper and signing in one-
mile increments.

This work will not be paid for separately but shall be included in the cost of the applicable traffic
control items.

UNEVEN LANES
(Effective July 24, 2000, Revised December 14, 2009)

Two “UNEVEN LANES” signs (W8-11(FO)) shall be installed at intervals not greater than 2 miles
and on all entrance ramps when work creates a difference in elevation between lanes that will be
open to traffic. These signs shall be removed or covered when the lanes are returned to the same
elevation. These signs will not be paid for separately but shall be included in the cost of the
applicable traffic control items.

PLASTIC DRUMS
(Effective August 15, 2005; Revised April 27, 2018)

Plastic drums according to Standard 701901 shall be used in lieu of cones, Type | and Type |l
barricades, and vertical barricades throughout lane closures.
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TEMPORARY INFORMATION SIGNING
(Effective September 24, 2013; Revised July 31, 2020)

Description. This work shall consist of the furnishing, installation, maintenance, and removal of
temporary information signs.

Materials. Materials shall be according to the applicable portions of Section 701 of the Standard
Specifications and as shown on the plans.

Construction Requirements. The temporary information signs shall be in place at least one week
prior to the beginning of construction activities that impact traffic flow and shall remain in place
until the completion of the project. If all lanes are open for an extended period of time during the
project, the Contractor shall cover the signs until lane closures resume. If the project is shut down
for the winter, the signs shall read “Road Work Resumes Spring XXXX.”

Signs shall be installed according to the requirements of Section 701.

Method of Measurement. This work will be measured for payment in square feet in place. The
auxiliary sign panel will not be measured for payment.

Basis of Payment. This work will be paid for at the contract unit price per square foot for
TEMPORARY INFORMATION SIGNING.

CHANGEABLE MESSAGE SIGN
(Effective December 1, 1999; Revised August 7, 2008)

In addition to any changeable message signs shown in the traffic control standards, the Contractor
shall furnish __2  Changeable Message Signs for this project. The signs shall be operational
two weeks prior to any lane closure and shall be located as directed by the Engineer. Any
relocation of the signs directed by the Engineer during construction will not be paid for separately
but shall be included in the cost of the Changeable Message Sign.
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LINEAR DELINEATOR PANELS, 4 INCH
(Effective January 1, 2022)

Description. This work shall consist of furnishing and installing linear delineators on steel plate
beam guardrail at locations shown on plan details.

CONSTRUCTION REQUIREMENTS

General. Linear delineator panels shall be attached to steel plate beam guardrail as shown on
plan details and as directed by the Engineer. These panels shall be either white or yellow,
matching the color of the adjacent pavement marking edge line. They should be spaced at a
minimum of 80 ft centers horizontally, with a minimum of two linear delineator per guardrail run.
Linear delineators shall not be place on guardrail terminal sections. Linear delineator spacing
through horizontal curves where the normal speed limit is reduced, the spacing of the linear
delineators shall be reduced to 40 ft centers. Existing steel plate beam guardrail that contains
existing linear delineator panels shall have any damaged or missing panels removed and replaced
as directed by the Engineer.

When securing the linear delineator panels to steel plate beam guardrail, the Contractor may use
a linear delineation system panel and bracket mounting method approved by the Engineer. Linear
delineation system panel and bracket including installation methods shall be according to the
manufacture’s recommendations.

The Contractor shall be responsible for testing the durability and strength of the method used to
ensure permanent adhesion of the linear delineator panel to the bridge rail. Drilling into metal
bridge rail or other metal surfaces to secure the linear delineator panels will not be permitted.

When removing and replacing missing or damaged linear delineator panels, the existing linear
delineator panels and any adhesive or bracket when used to secure the existing linear delineator
panels shall be removed to the satisfaction of the Engineer. All cost and labor associated with
the removal and cleanup of the existing linear delineator panels shall not be paid for separately
but shall be included in the cost of this work.

Each panel shall not be less than 34 in. in length and 4.0 in. in width. The panels shall be
constructed of cube-corner retroreflective material in standard highway colors permanently
bonded to an aluminum substrate. The lateral edges of each panel shall be hemmed. The panel
assembly shall have a repeating raised lateral ridge every 2.25 in. Each ridge shall be 0.34 in.
high with a 45° profile and a 0.28 in. radius top.

Daytime color requirements shall be determined from measurement of the retroreflective sheeting
applied to aluminum test panels. Daytime color shall be measured instrumentally using a
spectrophotometer employing annular 45/0 (or equivalent 0/45) illuminating and viewing
geometry. Measurements shall be made in accordance with ASTM E1164 for ordinary colors or
ASTM E2153 for fluorescent colors. Chromaticity coordinates shall be calculated for CIE
llluminant D65 and the CIE 1931 (20) Standard Colorimetric Observer in accordance with ASTM
E308 for ordinary colors or ASTM E2152 for fluorescent colors.
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Chromaticity Limits for White

X y X y X y X y LimitY (%)
Min Max

White | 0.303 | 0.287 | 0.368 | 0.353 | 0.340 | 0.380 | 0.274 | 0.316 40 -

Chromaticity Limits for Fluorescent

Yellow
Total
Luminance
X Y X Y X y X y Factor YT (%)
Min
Fluor.
Yellow | 0.521 | 0.424 | 0.557 | 0.442 | 0.479 | 0.520 | 0.454 | 0.491 40

Inspection of Linear Delineator Panels. The linear delineator panels installed under this contract
will be inspected following installation. In addition, they will be inspected following a winter
performance period that extends 180 days from December 30th.

Within 15 calendar days after the end of the winter performance period, a final performance
inspection will be made. If this inspection discloses any work which is not visibly intact and
serviceable, the Contractor shall, within 30 calendar days, completely repair or replace such work
to the satisfaction of the Engineer.

Measured in its entirety, the work shall be 97 percent intact.

Upon completion of the final performance inspection, or after satisfactory completion of any
necessary corrections, the Engineer shall notify the Contractor in writing of the date of such final
performance inspection and release him/her from further performance responsibility.

This delay in performance inspection and performance acceptance of the linear delineator panels
shall not delay acceptance of the entire project and final payment due if the contractor requires
and receives from the subcontractor a third party “performance” bond naming the Department as
obligee in the full amount of all linear delineator panels listed in the contract, multiplied by the
contract unit price. The bond shall be executed prior to acceptance and final payment of the non-
linear delineator panel items and shall be in full force and effect until final performance inspection
and performance acceptance of the linear delineator panels. Execution of the third-party bond
shall be the option of the Contractor.

Basis of Payment. This work will be paid for at the contract unit price per each for LINEAR
DELINEATOR PANELS, 4 INCH.
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LINEAR DELINEATOR PANELS, 6 INCH
(Effective April 28, 2017)

Description. Linear delineator panels shall be placed on each parapet wall 6 in. down from the
top. Panels shall also be placed on structures containing bridge rail as directed by the Engineer.
These panels shall be either white or yellow, matching the color of the adjacent pavement marking
edge line. They should be spaced at a minimum of 80 ft centers horizontally, with the first and
last panel located within 20 ft of the parapet wall ends. Structures that contain existing linear
delineator panels shall have any damaged or missing panels removed and replaced as directed
by the Engineer.

When attaching linear delineator panels to concrete, the panels shall be secured using an anchor
bolt method approved by the Engineer that will anchor the entire panel securely, but also facilitate
removal of the panel by maintenance operations if damaged or weathered in the future. The
Contractor shall also sufficiently cover the back side of the linear delineator panel, to the
satisfaction of the Engineer, with an adhesive caulking system to aid in the permanent adhesion
and alignment of the panels prior to drilling through the pre-drilled linear delineation system holes.

When securing the linear delineator panels to metal bridge rail or any other metal surfaces, the
Contractor may use a linear delineation system panel and bracket mounting method approved by
the Engineer. The Contractor may also use an adhesive caulking method to sufficiently cover the
back side of the linear delineator panel to the satisfaction of the Engineer. The Contractor shall
be responsible for testing the durability and strength of the method used to ensure permanent
adhesion of the linear delineator panel to the bridge rail. Drilling into metal bridge rail or other
metal surfaces to secure the linear delineator panels will not be permitted.

When removing and replacing missing or damaged linear delineator panels, the existing linear
delineator panels and any adhesive used to secure the existing linear delineator panels shall be
removed to the satisfaction of the Engineer. All cost and labor associated with the removal and
cleanup of the existing linear delineator panels shall be included in the unit price of the pay item
LINEAR DELINEATOR PANELS, 6 INCH.

Each panel shall not be less than 34 in. in length and 6.0 in. in width. The panels shall be
constructed of cube-corner retroreflective material in standard highway colors permanently
bonded to an aluminum substrate. The lateral edges of each panel shall be hemmed. The panel
assembly shall have a repeating raised lateral ridge every 2.25 in. Each ridge shall be 0.34 in.
high with a 45° profile and a 0.28 in. radius top.

Daytime color requirements shall be determined from measurement of the retroreflective sheeting
applied to aluminum test panels. Daytime color shall be measured instrumentally using a
spectrophotometer employing annular 45/0 (or equivalent 0/45) illuminating and viewing
geometry. Measurements shall be made in accordance with ASTM E1164 for ordinary colors or
ASTM E2153 for fluorescent colors. Chromaticity coordinates shall be calculated for CIE
llluminant D65 and the CIE 1931 (20) Standard Colorimetric Observer in accordance with ASTM
E308 for ordinary colors or ASTM E2152 for fluorescent colors.
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Chromaticity Limits for White

X y X y X y X y Limit Y (%)
Min Max
White | 0.303 | 0.287 | 0.368 | 0.353 | 0.340 | 0.380 | 0.274 | 0.316 40 | -

Chromaticity Limits for Fluorescent

Yellow
Total
Luminance
X Y X Y X y X y Factor YT (%)
Min
Fluor.
Yello 0.521 | 0.424 | 0.557 | 0.442 | 0.479 | 0.52 | 0.454 | 0.491 40
w 0

Inspection of Linear Delineator Panels. The linear delineator panels installed under this contract
will be inspected following installation, but no later than December 30th. In addition, they will be
inspected following a winter performance period that extends 180 days from December 30th.

Within 15 calendar days after the end of the winter performance period, a final performance
inspection will be made. If this inspection discloses any work which is not visibly intact and
serviceable, the Contractor shall, within 30 calendar days, completely repair or replace such work
to the satisfaction of the Engineer.

Measured in its entirety, the work shall be 97 percent intact.

Upon completion of the final performance inspection, or after satisfactory completion of any
necessary corrections, the Engineer shall notify the Contractor in writing of the date of such final
performance inspection and release him/her from further performance responsibility.

This delay in performance inspection and performance acceptance of the linear delineator panels
shall not delay acceptance of the entire project and final payment due if the contractor requires
and receives from the subcontractor a third party “performance” bond naming the Department as
obligee in the full amount of all linear delineator panels listed in the contract, multiplied by the
contract unit price. The bond shall be executed prior to acceptance and final payment of the non-
linear delineator panel items and shall be in full force and effect until final performance inspection
and performance acceptance of the linear delineator panels. Execution of the third-party bond
shall be the option of the Contractor.

Basis of Payment. This work will be paid for at the contract unit price per each for LINEAR
DELINEATOR PANELS, 6 INCH.

16



FAI Route 55 (I-55)
Project NHPP-5WZI(166)
Section (32-2)RS,BRR
Grundy County

Contract No. 66K67

LINEAR DELINEATION PANELS (TEMPORARY BARRIER WALL)
(Effective March 30, 2023)

Description. This work shall consist of placing linear delineation panels on temporary concrete
barrier wall.

Materials._ Each panel shall not be less than 34 inches in length and 6 inches in width. The
panels shall be constructed of cube-corner retroreflective material in standard highway colors
permanently bonded to an aluminum substrate. The lateral edges of each panel shall be
hemmed. The panel assembly shall have a repeating raised lateral ridge every 2.25 inches. Each
ridge shall be 0.34 inches high with a 45° profile and a 0.28-inch radius top.

Daytime color requirements shall be determined from measurement of the retroreflective sheeting
applied to aluminum test panels. Daytime color shall be measured instrumentally using a
spectrophotometer employing annular 45/0 (or equivalent 0/45) illuminating and viewing
geometry. Measurements shall be made in accordance with ASTM E1164 for ordinary colors or
ASTM E2153 for fluorescent colors. Chromaticity coordinates shall be calculated for CIE
llluminant D65 and the CIE 1931 (20) Standard Colorimetric Observer in accordance with ASTM
E308 for ordinary colors or ASTM E2152 for fluorescent colors.

Chromaticity Limits for White

X y X y X y X y Limit Y (%)
Min  Max
White | 0.303 | 0.287 | 0.368 | 0.353 | 0.340 | 0.380 | 0.274 [ 0.316 | 40 | -

Chromaticity Limits for Fluorescent

Orange
Total
Luminance
Factor Y
X y X y X y X y (%)
Min
Fluor. | 0.595 | 0.351 | 0.645 | 0.355 | 0.583 | 0.416 | 0.542 | 0.403 30
Orange

Construction Requirements Two (2) panels shall be placed on each section of temporary
concrete barrier wall 24 inches up from the bottom of the wall to the top of the panel. These
panels shall be alternating white and fluorescent orange and have a spacing of 28 inches apart
and centered horizontally on each section of barrier wall. These panels shall be used in lieu of
the Type C reflectors shown on Standard 704001.

Each panel shall be attached to the temporary concrete barrier wall according to the
manufacturer’s specifications.
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Basis of Payment. The Linear Delineation Panels will not be paid for separately but shall be
considered included in the cost of the Temporary Concrete Barrier.

SMART TRAFFIC MONITORING SYSTEM
(Effective March 30, 2023)

Description: This work shall consist of furnishing, installing, maintaining, relocating, removing,
and programming various components of an automated Smart Traffic Monitoring (STM)
System. This work shall be completed according to Article 701 of the Standard
Specifications, as detailed in the plans, described herein, and as directed by the Engineer.

Schedule: The STM System shall be in operation 24 hours a day and seven days per week when
traffic is reduced to one lane in the direction for longer than one consecutive day. The system or
any components shall be relocated as needed for each new traffic control stage. One adjustment
of component locations in each direction after the initial set-up of the system shall be included in
the cost of the applicable components.

Function: The typical STM System components shall include Smart Traffic Monitoring Devices
(STMD), Real-Time Traffic Control (RTTC) signing, portable changeable message signs
(PCMSs), and control software for various communication functions.

The STM System shall collect real-time vehicle data at various locations prior to and within the
work zone and, depending upon traffic conditions, shall activate various, specific preapproved
messages, developed through coordination with the Engineer, on PCMSs and activate
appropriate RTTC signs.

The STM system shall be capable of providing dynamic lane merging by use of pre-programmed
conditions to allow the system to determine when early merging should be required (generally low
volumes and high speeds), and when late merging should be required (generally high volumes
and low speeds). STM system components shall have the capacity and the accuracy to determine
to implement the specific messages for each type of merging and to prevent frequent and
unnecessary changes in merge type. Dynamic lane merging will require PCM’s, RTTC signing,
or a combination of both throughout the expected queue area, as well as advance warning
locations as described below.

The STM system shall activate RTTC signing flashers in advance of the congested area to warn
traffic whenever the average traffic speed falls below 30 mph. Flashers shall turn off when the
average speed returns to 40 mph or more. These speed thresholds shall be capable of being
changed based on field conditions and sensor locations with approval of the Engineer.
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The STM System shall notify road users of the delay, within 20% accuracy and the distance,
within 0.5-mile accuracy, to stopped or significantly slowed traffic ahead (speeds less than 30
mph) by displaying messages on PCMSs located on mainline. The location of PCMS’s shall be
intended to give traffic enough advance warning to choose alternate routes when appropriate and
will be determined by the Engineer. PCMS’s may be located in advance of entrance ramps within
the project limits to allow users to make the choice to enter the highway based on current traffic
conditions. The actual message text on each PCMS displaying messages will be determined by
the Engineer. STM PCMSs shall display the flashing caution mode when not in use by the system
or shall be treated as non-operating equipment in accordance with Article 701.11.

The STM System shall immediately inform delay time and slow or stopped traffic to the Resident
Engineer and emergency services in addition to the District 3 Operations Center, the District 4
Traffic Operations Center and the lllinois State Police (ISP) Dispatch Center. Notifications shall
identify which RTTC signs and PCMS’s are active and what message is being displayed, if
applicable.

CONSTRUCTION REQUIREMENTS

Smart Traffic Monitoring Devices (STMDs): The Contractor shall provide devices that are MUTCD
compliant, meeting NCHRP 350 or MASH, Category 2, crashworthy standards and shall be
consistent with work zone channelizing devices used throughout the work zone. The STMDs
shall have internal power sources, shall communicate wirelessly in real-time, and shall provide
continuous, uninterrupted, data collection during normal operations or during power or
communication interruptions. The STMDs shall communicate in real-time with multiple other
STMDs, RTTC signs, and PCMSs in the system. Traffic sensors shall not be affected by
environmental conditions. The STMDs shall collect data for each lane separately, in real-time,
provide 95 percent accuracy on all vehicle detection, have Global Positioning System (GPS)
functionality, transfer data to web-based communications for monitoring, and communicate with
the RTTC signs and PCMSs 24 hours a day seven days a week. The web-based interface shall
provide vehicle speed, volume, and queue information at each device location and maintain data
history for a minimum of 12 months beyond contract completion. The system shall provide vehicle
detection in advance of the maximum projected vehicle queue and report real-time data
throughout the duration of the project. The number and proper locations of STMDs needed to
provide dynamic, travel time messages and queue detection from the STM System shall be
recommended by the manufacturer and approved by the Engineer. Data shall include the date,
time, and average vehicle speed through the work zone.

Real-Time Traffic Control Signing (RTTC): RTTC signing shall consist of sets of two warning
signs with a sign legend as shown in the plans. Each sign shall have amber wigwag LED flashing
lights (two flashers per sign for a total of four flashers per unit) attached, with a minimum lens size
of 12 in. The flash pattern and flash sequence shall comply with the Manual on Uniform Traffic
Control Devices (MUTCD), Chapter 4L. The flashers shall be equipped with communications fully
compatible with the STM System and shall wirelessly communicate with the STMDs and control
software.
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Control Software: The user interface shall be accessible via an internet- enabled device. The
software shall provide delay and queue calculations based on vehicle speed and traffic volume.
The agency-only side shall be password protected to prevent public access, provide access to all
system data, including average vehicle speed, volume, queue information, identification of active
devices and PCMS messages being displayed, and allow the Engineer to override preapproved,
preprogrammed PCMS messages and message activation logic. The software shall provide
email and/or text alerts to specified department and emergency services personnel when speeds
or queue lengths are outside department-defined parameters.

The software shall provide an XML (or other department-specified format) data feed to the
department on request and shall hold an archive of data for a period of not less than 12 months
beyond contract completion, and the Contractor shall provide archived data to the department at
completion of the contract. The data shall be available for download from the agency-only side
at all times. Public agencies authorized by the department shall be granted user accounts at no
additional cost.

Portable Changeable Message Signs (PCMS), Special: The PCMSs shall meet the requirements
of Article 701 of the Standard Specifications. The signs shall be equipped with communications
fully compatible with the STM System and shall wirelessly communicate with the STMDs and
control software. The STM system’s PCMSs shall display the flashing caution mode when not in
use by the system or shall be treated as non-operating equipment in accordance with Article
701.11. When specified in the plans, PCMS shall have flashers equivalent to those required for
RTTC signs at no additional cost.

Temporary Rumble Strips (Special): The Temporary rumble strips shall meet the requirements
of the Temporary Rumble Strips (Special) Special Provision and be placed 500 feet in advance
of the first RTTC traffic will encounter.

Protection: All communications in the STM System shall be protected from vandalism and to
prevent unauthorized personnel from accessing non-public data or changing the displays on the
PCMSs.

System Communications: All communication networks used in the STM System shall be provided
by the Contractor. When any part of the STM System has not been functioning for 10 minutes,
the STM System shall notify the Engineer of the malfunction immediately. The STM System shall
also be capable of notifying the Contractor, District 3 Operations, or other contacts if requested
by the Engineer.

Method of Measurement: This work will be measured for payment as follows:

SMART TRAFFIC MONITORING SYSTEM measured on a week basis, which shall consist of
furnishing, installing, maintaining, relocating, removing, and programming various hardware,
software, website, and network components necessary to run an automated Smart Traffic
Monitoring (STM) System.
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Real-Time Traffic Control (RTTC) Signing is shown in the Smart Work Zone plan detail, will be
measured on a week basis per each unit and paid as REAL-TIME TRAFFIC CONTROL SENSOR
UNIT. Each unitincludes two signs, four flashers, remote communication hardware and software,
and controllers capable of activating the flashing beacons.

Smart Traffic Monitoring Device (STMD) will be measured on a week basis per each unit which
shall include any necessary hardware and software to communicate with the Smart Traffic
Monitoring System.

The Temporary rumble strips will be measured for payment as EACH, as set forth in the
TEMPORARY RUMBLE STRIPS (SPECIAL) special provisions.

Basis of Payment: This work will be paid for as follows:

SMART TRAFFIC MONITORING SYSTEM will be paid at the contract unit price per calendar
week, from when they are in place and operational in accordance with the specifications as
determined by the Engineer until they are authorized for pickup/removal by the Engineer.

REAL-TIME TRAFFIC CONTROL SENSOR UNIT will be paid at the contract unit price per week
per each unit from when they are in place and operational in accordance with the specifications
as determined by the Engineer until they are authorized for pickup/removal by the Engineer.

SMART TRAFFIC MONITORING DEVICE will be paid for at the contract unit price per calendar
week for each unit from when they are in place and operational in accordance with the
specifications as determined by the Engineer until they are authorized for pickup/removal by the
Engineer.

Portable changeable message signs (PCMSs) used as part of the Smart Traffic Monitoring
System will be paid for at the contract unit price per calendar week for each sign as
CHANGEABLE MESSAGE SIGN SPECIAL.

One adjustment of component locations in each direction after the initial set-up of the system shall
be included in the cost of the applicable components.

CONTROL OF WORK - SMART WORK ZONE
(Effective March 30, 2023)

The contractor must possess enough equipment to provide the following:

e One Smart Traffic Monitoring (STM) systems and Five (5) Smart Traffic Monitoring devices
(STMDs) per direction, described in the SMART TRAFFIC MONITORING SYSTEM
special provision.

e Two Real-time Traffic Control (RTTC) Signing units per direction. A unit (two signs, four
flashers plus equipment) is described in the SMART TRAFFIC MONITORING SYSTEM
special provision and shown in the applicable plan detail.
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e Seven Portable Changeable Message Signs (PCMS) per direction, described in the
CHANGEABLE MESSAGE SIGN, SPECIAL provision and shown in the applicable plan
detail.

e One additional PCMS per direction as described in the changeable message sign special
provision will be required to be positioned 1 mile prior to Exit 220 northbound and Exit 227
southbound to provide construction zone information and, if necessary, details to utilize
an alternate route.

e Additional control hardware and devices per direction as described in the SMART
TRAFFIC MONITORING SYSTEM special provision.

CHANGEABLE MESSAGE SIGN, SPECIAL
(Effective March 30, 2023)

This work shall consist of providing seven Portable Changeable Message Signs (PCMS) per
direction according to Article 701.15(j). Each PCMS shall be connected and work as a part of the
Smart Traffic Monitoring System. Portable changeable message signs used in conjunction with
the plan detail for TC&P Standard 701400 (Special) with Smart Traffic Control shall meet these
requirements and the requirements set forth in the SMART TRAFFIC MONITORING SYSTEM
special provision.

One additional PCMS per direction as described in the changeable message sign special
provision will be required to be positioned 1 mile prior to Exit 220 northbound and Exit 227
southbound to provide construction zone information and, if necessary, details to utilize an
alternate route.

Method of Measurement.
This work shall be measured on a calendar WEEK per each PCMS sign.

Basis of Payment.

This work will be paid for at the contract unit price per calendar WEEK for each sign as
CHANGEABLE MESSAGE SIGN, SPECIAL.
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TEMPORARY RUMBLE STRIPS (SPECIAL)
(Effective March 30, 2023)

Description. This work shall consist of the furnishing, installation, maintenance, and removal of
temporary rumble strips and advance signage.

Materials. Materials shall be according to the following:

Item Article/Section
(@) Sign Posts, Metal (NOTE 1) ....uuieiiiiiiiii e 1093.01(a)
(D) Sign Posts, WO (NOLE 2) ......uuuiiiiiiiiiii s e e e e e e e e e e e e e e e e aaaaeaeas 1007.05
(c) Preformed Plastic Pavement Markings..........ccoooeuiiiiiiiiiiiiee e 780.07

Note 1. Galvanizing of metal posts will not be required.
Note 2. The nominal size of wood posts shall be 4 in x 4 in.
Equipment. Equipment shall be according to the following:

Item Article/Section
6= ) TR | - 1106.01
CONSTRUCTION REQUIREMENTS
General. The rumble strips shall consist of six layers of Preformed Plastic Pavement Marking,
Type B - Inlaid - Line 6" (White). The temporary rumble strips shall be placed as shown in the
plans or as directed by the Engineer.

Advance signage shall be furnished and installed as shown on the applicable plan details.

Method of Measurement. This work will be measured for payment as each, where each is
defined as a set of three temporary rumble strips across a single lane of pavement.

Basis of Payment. This work will be paid for at the contract unit price per each for TEMPORARY
RUMBLE STRIPS (SPECIAL).

DELINEATOR REMOVAL

Description. This work shall consist of the complete removal of delineators and delineator posts
as shown in the plans and at locations as directed by the Engineer. Removal of delineators shall
not damage adjacent or nearby culvers or drainage structures. Damages shall be repaired by the
Contractor at no cost to the Department.

Basis of Payment. This work will be paid for at the contract unit price per Each for DELINEATOR
REMOVAL.
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EPOXY PAVEMENT MARKING - TWO APPLICATIONS
(Effective March 30, 2023)

Description. This work consists of furnishing and applying epoxy pavement marking according
to Section 780 of the Standard Specifications except that the epoxy shall be applied in two
applications.

Materials. Each application shall meet the requirements of Article 780.12 of the Standard
Specifications.

Construction Requirements

General. The first application shall be allowed to cure for a minimum of 14 days prior to placing
the second application over the first. The Contractor shall not place one thick application in lieu
of two regular applications.

Basis of Payment. Each application will be measured and paid for.

HOT-MIX ASPHALT SURFACE REMOVAL (DECK)

Description: This work shall consist of the removal and satisfactory disposal of the existing bridge
wearing surface at the locations shown on the plans, or as directed by the Engineer, and shall be
done in accordance with the applicable portions of Section 440 of the Standard Specifications.
Basis of Payment: This work will be paid for at the contract unit price per SQUARE YARD for
Hot-Mix Asphalt Surface Removal (Deck).

MILE POST MARKER ASSEMBLY (SPECIAL)

Description. This work shall consist of furnishing and installing a milepost marker on telescoping
steel sign supports at the location specified in the plans and in accordance with Sections 726.

Telescoping steel sign supports shall be in accordance with Section 728.
Mile post marker assemblies shall be installed prior to construction.

Basis of Payment. This work will be paid for at the contract unit price per each for MILE POST
MARKER ASSEMBLY (SPECIAL).

Telescoping steel sign supports will be paid for according to Article 728.06.
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REMOVAL AND DISPOSAL OF REGULATED SUBSTANCES (PROJECT SPECIFIC)

Description. This work shall consist of the removal and disposal of regulated substances
according to Section 669 of the Standard Specifications as revised below.

Contract Specific Work Areas. The excavated soil and groundwater within the work areas listed
below shall be managed as either “uncontaminated soil”, hazardous waste, special waste, or non-
special waste. For stationing, the lateral distance is measured from centerline and the farthest
distance is the offset distance or construction limit, whichever is less.

Soil Disposal Analysis. When the waste material requires sampling for landfill disposal
acceptance, the Contractor shall secure a written list of the specific analytical parameters and
analytical methods required by the landfill. The Contractor shall collect and analyze the required
number of samples for the parameters required by the landfill using the appropriate analytical
procedures. A copy of the required parameters and analytical methods (from landfill email or on
landfill letterhead) shall be provided as Attachment 4A of the BDE 2733 (Regulated Substances
Final Construction Report). The price shall include all sampling materials and effort necessary for
collection and management of the samples, including transportation of samples from the job site
to the laboratory. The Contractor shall be responsible for determining the specific disposal
facilities to be utilized; and collect and analyze any samples required for disposal facility
acceptance using a NELAP certified analytical laboratory registered with the State of lllinois.

The following contract specific work areas shall be monitored by the Environmental Firm for soil
contamination and workers protection.

Site 4060-1 — ROW, I-55 from approximately mile marker 221.1 to 227.2, Gardner, Dwight

and unincorporated Garfield and Goodfarm Townships, Grundy County

e Station 465+20 to Station 466+20 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

e Station 466+00 (LT) (Pipe cleaning including end sections). The Engineer has determined
this material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

e Station 480+00 to Station 481+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

e Station 480+00 (LT) (Pipe cleaning including end sections). The Engineer has determined
this material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

e Station 500476 (median — 032-2004) (Pipe sealing connections). The Engineer has
determined this material meets the criteria of and shall be managed in accordance to Article
669.05(a)(1). Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

e Station 514+50 to Station 517+50 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

e Station 517+54 (LT — 032-2516) (Pipe sealing including end sections). The Engineer has
determined this material meets the criteria of and shall be managed in accordance to Article
669.05(a)(1). Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.
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Station 517+54 (RT — 032-2516) (Riprap replacement). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 534+00 to Station 535+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 535+00 (LT) (Pipe cleaning). The Engineer has determined this material meets the
criteria of and shall be managed in accordance to Article 669.05(a)(1). Contaminants of
concern sampling parameters: VOCs, SVOCs, and Metals.

Station 545+00 to Station 546+50 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 546+00 (LT) (Pipe cleaning including end sections). The Engineer has determined
this material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 555+50 (LT — 032-2517) (Riprap replacement). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 555+50 (RT — 032-2517) (Riprap replacement). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 576+00 to Station 578+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 576+00 (LT & RT) (Pipe cleaning including end sections). The Engineer has
determined this material meets the criteria of and shall be managed in accordance to Article
669.05(a)(1). Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.
Station 599+80 to Station 602+30 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 600+00 (LT & median) (Pipe cleaning including end sections). The Engineer has
determined this material meets the criteria of and shall be managed in accordance to Article
669.05(a)(1). Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.
Station 618+70 to Station 620+70 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 619+00 (LT) (Pipe cleaning). The Engineer has determined this material meets the
criteria of and shall be managed in accordance to Article 669.05(a)(1). Contaminants of
concern sampling parameters: VOCs, SVOCs, and Metals.

Station 626+00 to Station 628+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 633+00 to Station 635+50 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 640+00 (LT) (Pipe cleaning including end sections). The Engineer has determined
this material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.
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Station 640+00 to Station 642+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 655+79 (RT — 032-2519) (Riprap replacement). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 672+00 to Station 674+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 672+40 (RT - inlet) (Pipe cleaning including end sections). The Engineer has
determined this material meets the criteria of and shall be managed in accordance to Article
669.05(a)(1). Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.
Station 687+00 to Station 688+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 687+00 (LT) (Pipe cleaning including end sections). The Engineer has determined
this material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 704+00 to Station 706+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 704+00 (LT) (Pipe cleaning). The Engineer has determined this material meets the
criteria of and shall be managed in accordance to Article 669.05(a)(1). Contaminants of
concern sampling parameters: VOCs, SVOCs, and Metals.

Station 713+62 (RT — 032-2520) (Pipe end sections). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 713+62 (LT — 032-2520) (Riprap replacement). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 724+00 (median) (Pipe end sections). The Engineer has determined this material
meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 742+00 to Station 744+00 (LT) (Ditch cleaning). The Engineer has determined this
material meets the criteria of and shall be managed in accordance to Article 669.05(a)(1).
Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Station 742+47 (LT & median) (Pipe cleaning including end sections). The Engineer has
determined this material meets the criteria of and shall be managed in accordance to Article
669.05(a)(1). Contaminants of concern sampling parameters: VOCs, SVOCs, and Metals.

Work Zones

Three distinct OSHA HAZWOPER work zones (exclusion, decontamination, and support) shall
apply to projects adjacent to or within sites with documented leaking underground storage tank
(LUST) incidents, or sites under management in accordance with the requirements of the Site
Remediation Program (SRP), Resource Conservation and Recovery Act (RCRA), or
Comprehensive Environmental Response, Compensation and Liability Act (CERCLA), or as
deemed necessary. For this project, the work zones apply for the following ISGS PESA Sites:
None.
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Additional information on the contract specific work areas listed above collected during the
regulated substances due-diligence process is available through the District’s Environmental
Studies Unit (DESU).

Any waste generated as a special waste, or a waste not certified as a non-special waste from
this project should be manifested off-site using the IEPA Bureau of Land generator number
associated IDOT right-of-way in the affected county. The IEPA generator number for IDOT
right-of-way in Grundy County is 0638995002.

The pay item in the Special Provision should be included in the contact plans with the following
quantities.

Number Pay Item Quantity

66900200 NON-SPECIAL WASTE 344 cubic yards
DISPOSAL

66901001 REGULATED 1 Lump

SUBSTANCES PRE-
CONSTRUCTION PLAN

66901006 REGULATED 5 Calendar Days
SUBSTANCES
MONITORING

66901003 REGULATED 1 Lump

SUBSTANCES FINAL
CONSTRUCTION REPORT

66900530 SOIL DISPOSAL 2 Each
ANALYSIS

SILICONE BRIDGE JOINT SEALER

Effective: August 1, 1995
Revised: October 15, 2011

Description. This work shall consist of furnishing all labor, equipment, and materials necessary
to install the silicone joint sealer as shown on the plans and as specified herein.

When specified, a polymer concrete nosing compatible with the silicone sealant as required by
the sealant manufacturer shall be installed. The minimum dimensions for a polymer concrete
nosing cross section are 1 1/2 in. (40 mm) deep by 3 1/2in. (90 mm)wide. The polymer concrete
shall be furnished and installed according to the Special Provision for "Polymer Concrete".

28



FAI Route 55 (I-55)
Project NHPP-5WZI(166)
Section (32-2)RS,BRR
Grundy County

Contract No. 66K67

Materials:

(a) Silicone Joint Sealer. The silicone joint sealer shall cure in less than one week and shall
accommodate typical bridge movements and traffic within 8 hours. The sealant shall be
self-leveling, cold applied, and two components. The sealant, upon curing, shall
demonstrate resilience, flexibility and resistance to moisture and puncture. The sealant
shall also demonstrate excellent adhesion to portland cement concrete, polymer concrete
and steel over a range of temperatures from -30 to 130°F (-34 to 54°C) while maintaining
a watertight seal. The sealant shall not contain any solvents or diluents that cause
shrinkage or expansion during curing. In addition, acid cure sealants will not be permitted.
The date of manufacture shall be provided with each lot. Materials twelve months old or
older from the date of manufacture will not be accepted. The manufacturer shall certify
that the sealant meets or exceeds the following test requirements before installation
begins. The Department reserves the right to test representative samples from material
proposed for use.

Physical Properties:

Each component as supplied:

Specific Gravity (ASTM D 1475) 1.2-1.4

Extrusion Rate (ASTM C 1183) 200 - 600 grams per minute

Durometer Hardness, “00” (ASTM C 661) 40-80

(32°F and 77 + 3°F (0° and 25°C + 1°C))

Accelerated Weathering (ASTM C 793) No chalking, cracking or
bond loss after 5,000 hours.

After Mixing:

Tack Free Time (ASTM C 679) 60 minutes max.

Upon Complete Cure: (ASTM D 5329)
Joint Elongation (Tensile Adhesion) 600% min

Joint Modulus 3-15 psi (21-103 kPa)
@ 100% elongation

"Modified; Sample cured 7 days at 77 + 2°F (25+£1°C) 50 + 5% relative humidity.

(b) Backer Rod. The backer rod shall conform to ASTM D 5249, Type 3.
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CONSTRUCTION REQUIREMENTS

General. The Contractor shall furnish the Engineer with the manufacturer's product
information and installation procedures at least two weeks prior to installation.

When placing the silicone against concrete, the concrete surface shall be dry. For newly
placed concrete, the concrete shall be fully cured and allowed to dry out a minimum of seven
additional days prior to placement of the silicone. Cold, wet, inclement weather will require
an extended drying time.

(a) Surface Preparation:

(1) Sandblasting. Both faces of the joint shall be sandblasted. A separate pass for
each face for the full length of the joint and to the design depth of the center of
the backer rod will be required. The nozzle shall be held at an angle of 30-90
degrees to the joint face, at a distance of 1 — 2 in. (25-50 mm).

For portland cement concrete and polymer concrete surfaces, sandblasting will be
considered acceptable when both joint faces have a roughened surface with clean,
exposed aggregate. The surface shall be free of foreign matter or plastic residue.

For steel surfaces, sandblasting will be considered acceptable when the steel
surfaces have been cleaned to an SSPC-SP10 degree of cleanliness.

After sandblasting is completed, the joint shall be cleaned of debris using compressed air with a
minimum pressure of 90 psi (620 kPa). The air compressor shall be equipped with traps to
prevent the inclusion of water and/or oil in the air line.

(2) Priming. Priming shall be according to the manufacturer’s instructions. This operation will
immediately follow sandblasting and cleaning and will only be permitted to proceed when the air
and substrate temperatures are at least 41°F (5°C) and rising. Sandblasting, priming, and
sealing shall be performed on the same day. Surfaces to be primed shall be primed using a
brush applied primer. For steel surfaces, when specified per the manufacturer’s instructions,
the primer shall be allowed to cure before proceeding. The minimum cure time shall be
extended according to the manufacturer’'s recommendations when the substrate temperature is
below 60°F (15°C).

The primer shall be supplied in original containers and shall have a “use-by” date clearly
marked on them. Only primer, freshly poured from the original container into clean pails will
be permitted. The primer shall be used immediately. All primer left in the pail after priming
shall be disposed of and shall not be reused.

(b) Joint Installation:

(1) Backer Rod Placement. The backer rod shall be installed to a uniform depth as
specified on the plans and as recommended by the manufacturer. All splices in the
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backer rod shall be taped to prevent material loss during sealing. The backerrod shall
be installed to within 1/8 in. (3 mm) tolerance prior to sealing.

Sealant Placement. The sealant shall be 1/2in. (13 mm) thick within + 1/8 in. (3 mm)
tolerance as measured in the center of the joint at the thinnest point. The sealant
thickness shall be measured during installation every £2 ft. (+600 mm). Adjustments
to correct sealant thickness to within tolerance shall be made immediately before
the sealant begins to set up. Sealant placement will only be permitted when the air
and substrate temperatures are above 41°F (5°C) and 5°F (2.8°C) above the dew
point. The joint shall be kept clean and dry during sealing. If the joint becomes wet
and/or dirty during sealing, the operation shall stop until the joint has been restored

to aclean and dry state.

Sealing shall be performed using a pneumatic gun approved by the sealant
manufacturer. Prior to sealing, the gun shall be inspected to ensure that it is in
proper working order and that it is being operated at the recommended air pressure.

The gun shall demonstrate proper mixing action before sealant is placed in the joint.
All unmixed sealants found in the joint shall be removed and replaced.

After the Engineer has determined that the pneumatic gun is functioning properly,
the joint shall be sealed to the thickness and depth as shown on the plans. The
sealant shall achieve initial set before opening the joint to traffic.

End of seal treatment at vertical faces of curbs, sidewalks or parapets shall be
as recommended by the manufacturer and as shown on the plans.

Sealant placed incorrectly shall be removed and replaced by the Contractor.

Field Testing. A minimum of one joint per bridge per joint configuration will be tested
by the Engineer by performing a “Pull Test”. The sealant shall cure for a minimum of
24 hours before testing. The locations for the tests will be determined by the Engineer.
The tests will be performed per the manufacturer’s instructions. As part of the test,
the depth and thickness of the sealant will be verified. All joint system installations
failing to meet the specifications shall be removed and replaced, by the Contractor,
to the satisfaction of the Engineer. In addition, the Pull Test is a destructive test; the
Contractor shall repair the joint after completion of the test per the manufacturer’s
instructions.

Method of Measurement. The installed joint sealer will be measured in feet (meters) along the

centerline of the joint.

Basis of Payment. The silicone joint sealer measured as specified will be paid for at the contract

unit price per foot (meter) for SILICONE JOINT SEALER, of the size specified. When a polymer
concrete nosing is specified, it shall not be included in this item but will be paid for according to
the Special Provision for "Polymer Concrete".
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Estimated Date

Two Lincoln Centre, 8% Floor
Oakbrook Terrace, IL 60181

ComEd Ref #

Name & Address of Utility Type Location Relocation Complete
AT&T Telephone AT&T has facilities No conflicts are
1000 Commerce Drive throughout the project anticipated.

Oak Brook, IL 60523 area.

AT&T #

ComEd, An Exelon Company | Electric ComEd has electric No conflicts are

throughout the project
area.

anticipated.

Enterprise Products

6” Ethylene and

The two pipelines cross

No conflicts are

2526 Dierdorff Road
Goshin, IN 46526

6005 East US Rte. 6 8” Propane approximately 0.20 miles anticipated.
Morris, IL 60450 Pipelines northeast from the

intersection of Stonewall

Rd and Interstate 55.
Kinder Morgan Pipelines Kinder Morgan has (2) 30- | No conflicts are
23725 W. County Farm Rd. inch and (1) 36-inch anticipated.
Shorewood, IL. 60431 pipelines that cross just

south of the intersection of

Scully Rd.
Lumen Technology Underground The fiber runs along the No conflicts are

“long haul” east right of way of |-55. anticipated.

Lumen # Fiber
Nicor Gas Gas Nicor appears on a JULIE | No conflicts are
1844 Ferry Road Design ticket. However, anticipated.
Naperville, IL 60563 they do not appear to have

facilities within the
Nicor Ref # SC22216 interstate right-of-way.
Pembina-Cochin LLC Pipeline The Cochin pipeline No conflicts are

crosses 1-55 approx. 0.60
miles northeast of
Goodfarm Rd overhead.

anticipated.

Sprint

Communication

Sprint appears on a JULIE
Design Ticket.

No conflicts are
anticipated.
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The above represents the best information of the Department and is only included for the
convenience of the bidder. The applicable provisions of Section 102 and Articles 105.07, 107.20,
107.37, 107.38, 107.39, 107.40, and 108.02 of the Standard Specifications for Road and Bridge
Construction shall apply.

The estimated utility relocation dates should be part of the progress schedule submitted by the
Contractor.

**  Above utility relocation information reflected as of October 13, 2023.
FURNISHED EXCAVATION
(Effective July 1, 1990; Revised January 1, 2016)

This work shall consist of excavating, hauling, and placing suitable materials obtained from
locations approved by the Engineer from outside the limits of the right of way.

The final surface of all embankment areas shall be seeded. The top 4 in. of the seeded areas
shall be vegetation sustaining soil subject to the approval of the Engineer. The cost of shaping
the slopes and providing vegetation sustaining soil will not be paid for separately but shall be
included in the cost of FURNISHED EXCAVATION.

Method of Measurement. Furnished excavation will be measured per cubic yard and shall be
measured by truck volume methods at the point of unloading. The Engineer and the Contractor
shall agree upon the volume of each truck before hauling begins.

Basis of Payment. This work will be paid for at the contract unit price per cubic yard for
FURNISHED EXCAVATION.

REMOVE IMPACT ATTENUATORS, NO SALVAGE

This work shall consist of the complete removal and disposal of the existing impact attenuator
module array. All work necessary shall be done according to Section 440 of the Standard
Specifications, the details in the plans, this provision, and as directed by the Engineer.

The impact attenuator modular array can be removed so there is no salvage value.

This work will be measured for payment per each.

This work will be paid for at the contract unit price per each for REMOVE IMPACT
ATTENUATORS, NO SALVAGE.
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RIGHT OF ENTRY TO UNION PACIFIC RAILROAD PROPERTY, CONTRACT 66K67
DOT/AAR NO. 290 528 L

It is the Contractor’s responsibility to become familiar with and to follow all requirements described
in Section 107 of the Standard Specifications, titled Legal Regulations and Responsibility to the
Public.

The Contractor shall confer with the Railroad Engineer and shall procure and pay all fees for
required railroad permits and licenses in accordance with Article 107.04 of the Standard
Specifications. These fees will not be reimbursed by the Department and will be included in the
cost of other applicable pay items in the contract. The Union Pacific Railroad contact person is
Mr. Chris Keckeisen, Manager — Engineering Design - Public Projects (402) 544-5131 or
CTKECKEI@UP.COM. The district will acquire a Maintenance Consent Letter (MCL) from the
railroad. The MCL will be provided to the contractor at the preconstruction meeting. The contractor
will be required to submit the MCL and fees to the railroad. As of January 9, 2019, the cost for the
Right of Entry Permit is $1,045.00 but this number is subject to change. Also, there may be a
licensee fee in addition to the Right of Entry fee. The Contractor should confirm the cost with the
Union Pacific Railroad at the time of bid. No compensation will be made for changes to the cost
of application fees between time of bid and time of construction.

The Contractor shall confer with the Railroad Engineer relative to railroad requirements for
clearances, operation, and general safety regulation in accordance with Article 107.12 of the
Standards Specifications. For all railroad-highway work as indicated in the contract proposal, the
Contractor shall obtain Railroad Protective Liability and Property Damage Liability Insurance in
accordance with Article 107.11 of the Standard Specifications and as specified elsewhere in the
Specials. The cost for providing insurance, as noted elsewhere, will be paid for at the contract
unit price per Lump Sum for RAILROAD PROTECTIVE LIABILITY INSURANCE.

The services of railroad flaggers will be required when the Contractor’s operations will encroach
on or over the Railroad’s right-of-way or come within 25’ of the tracks. The Contractor shall pay
for the cost of providing railroad flaggers and be reimbursed for applicable charges in accordance
with Articles 107.12 and 109.05. The railroad flagger contact person is Mr. Greg Patten (573) 330-
6109 or gepatten@up.com. A minimum of 72 hours’ notice is requested.

If for any reason the department approves the contractor’s request to not complete the work on
railroad property as outlined in the plans and the special provisions, the district will authorize and
assess a deduction equal to the sum of the amount of the right of entry fee as specified in this
special provision plus the amount the contractor paid for the RRPLI or the contract cost of the pay
item for RRPLI, whichever is greater, on future payments due to the contractor.
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RAILROAD PROTECTIVE LIABILITY INSURANCE (BDE)
(Effective December 1, 1986; Revised January 1, 2022)

Description. Railroad Protective Liability and Property Damage Liability Insurance shall be carried
according to Article 107.11 of the Standard Specifications. A separate policy is required for each
railroad unless otherwise noted.

Special Union Pacific Railroad requirements as follows:

1. Contractor’'s Commercial General Liability Insurance shall carry the following
endorsements:

A. The employee and workers compensation related exclusions in the above policy
apply only to contractor’s employees.

B. The exclusion for railroads (except where the job site is more than 50’ from any
railroad including but not limited to tracks, bridges, trestles, roadbeds, terminals,
underpasses or crossings) and explosion, collapse, and underground hazard shall
be removed.

C. Waiver of subrogation.

2. Railroad Protective Liability Insurance can be obtained at the following:
www.uprr.com/reus/rrinsure/insurovr.shtml

NUMBER & SPEED OF NUMBER & SPEED OF

NAMED INSURED & ADDRESS PASSENGER TRAINS FREIGHT TRAINS
Union Pacific Railroad Company 6 Amtrak per day 6 intermodals per day
1400 Douglas Street at 110 MPH 60 MPH
Omaha, NE 68179-1870 2 freight per day
at 60 MPH
Class 1 RR (Y orN): Y
DOT/AAR No.: 290 528 L RR Mile Post: 67.72
RR Division: Mid America RR Sub-Division: Joliet
For Freight/Passenger Information Contact: Chris T. Keckeisen Phone: (402) 544-5131
CTKECKEI@UP.COM
For Insurance Information Contact: Donna McLaughlin Phone: (816) 556-4226

donna.mclaughlin@marsh.com

Basis of Payment. Providing Railroad Protective Liability and Property Damage Liability
Insurance will be paid for at the contract unit price per Lump Sum for RAILROAD PROTECTIVE
LIABILITY INSURANCE.
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PAVEMENT MARKING FOR INTERSTATE LANE TAPER

Description. This work shall consist of placing temporary pavement marking tape type IV in the
taper sections of lane closures on the interstate when pavement marking tape is required by the
individual traffic control standards. The work shall be done according to the applicable
requirements of Sections 701 and 1095.06 of the Standard Specifications and this Special
Provision.

Materials. Materials shall be according to Section 1095.06 of the Standard Specifications.

Method of Measurement. The pavement marking tape, type IV will not be measured for
payment.

ALTERNATE ROUTE SIGNING
(Effective August 1, 2008; Revised September 28, 2012)

Description. This work shall consist of the furnishing, installation, maintenance, and removal of
signing for an alternate route for Interstate Route I-55 as shown on the plans.

Materials. Materials shall be according to the applicable portions of Section 701 of the Standard
Specifications and as shown on the plans.

Construction Requirements. The alternate route signing shall be in place prior to beginning
construction on Interstate Route [-55 and shall remain in place until the completion of the project.
If all lanes of the Interstate are to remain open for an extended period of time during the project,
such as a winter shutdown, the Contractor shall cover the signs until lane closures resume.

Method of Measurement. Alternate route signing will be measured for payment on a lump sum
basis.

Basis of Payment. This work will be paid for at the contract lump sum price for ALTERNATE
ROUTE SIGNING.

DECK SLAB REPAIR
Effective: May 15, 1995 Revised: April 13, 2018

This work shall consist of hot-mix asphalt surface removal, when required, the removal and
disposal of all loose and deteriorated concrete from bridge deck and the replacement with new
concrete to the original top of deck. The work shall be done according to the applicable
requirements of Sections 501, 503 and 1020 of the Standard Specifications and this Special
Provision.

Deck slab repairs will be classified as follows:

(a) Partial-Depth. Partial-depth repairs shall consist of removing the loose and unsound deck
concrete, disposing of the concrete removed and replacing with new concrete. The
removal may be performed by chipping with power driven hand tools or by hydro-
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scarification equipment. The depth shall be measured from the top of the concrete deck
surface, at least 3/4 in. (20 mm) but not more than 1/2 the concrete deck thickness.

(b) Full-Depth. Full-depth repairs shall consist of removing concrete full-depth of the deck,
disposing of the concrete removed, and replacing with new concrete to the original
concrete deck surface. The removal may be performed with power driven hand tools,
hydraulic impact equipment, or by hydro-scarification equipment. Full-depth repairs shall
be classified for payment as Full-Depth, Type | and Full-Depth, Type Il according to the
following:

Type | Full-depth patches less than or equal to 5 sq. ft. (0.5 sqm) in area. The minimum
dimensions for a patch shall be 1 ft. x 1 ft. (300 mm x 300 mm).

Type Il  Full-depth patches greater than 5 sq. ft. (0.5 sq. m) in area.
Materials.
Materials shall be according to Article 1020.02.

Portland cement concrete for partial and full-depth repairs shall be according to Section 1020.
Class PP-1, PP-2, PP-3, PP-4, PP-5 or BS concrete shall be used at the Contractor’s option
unless noted otherwise on the contract plans.

Equipment:

The equipment used shall be subject to the approval of the Engineer and shall meet the following
requirements:

(a) Surface Preparation Equipment. Surface preparation and concrete removal equipment
shall be according to the applicable portions of Section 1100 and the following:

(1) Sawing Equipment. Sawing equipment shall be a concrete saw capable of sawing
concrete to the specified depth.

(2) Blast Cleaning Equipment. The blast cleaning may be performed by wet sandblasting,
high-pressure waterblasting, shotblasting or abrasive blasting. Blast cleaning
equipment shall be capable of removing rust and old concrete from exposed
reinforcement bars, and shall have oil traps.

(3) Power-Driven Hand Tools. Power-driven hand tools will be permitted including
jackhammers lighter than the nominal 45 Ib. (20 kg) class. Chipping hammers heavier
than a nominal 15 Ib. (6.8 kg) class shall not be used for removing concrete from below
any reinforcing bar for partial depth repairs, or for removal within 1 ft (300 mm) of
existing beams, girders or other supporting structural members that are to remain in
service or within 1 ft (300 mm) of the boundaries of full-depth repairs. Jackhammers
or chipping hammers shall not be operated at an angle in excess of 45 degrees
measured from the surface of the slab.
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(4) Hydraulic Impact Equipment. Hydraulic impact equipment with a maximum rated
striking energy of 360 ft-Ibs (270 J) may be permitted only in areas of full depth removal
more than 1 ft (300 mm) away from existing beams, girders or other supporting
structural members that are to remain in service or more than 1 ft (300 mm) from the
boundaries of full-depth repairs.

(5) Hydro-Demolition Equipment. The hydro-demolition equipment shall consist of
filtering and pumping units operating with a remote-controlled robotic device. The
equipment shall use water according to Section 1002. The equipment shall be capable
of being controlled to remove only unsound concrete.

(b) Concrete Equipment: Equipment for proportioning and mixing the concrete shall be
according to Article 1020.03.

(c) Finishing Equipment: Finishing equipment shall be according to Article 1103.17.
Adequate hand tools will be permitted for placing and consolidating concrete in the patch
areas and for finishing small patches.

Construction Requirements: Sidewalks, curbs, drains, reinforcement and/or existing transverse
and longitudinal joints which are to remain in place shall be protected from damage during removal
and cleaning operations.

The Contractor shall control the runoff water generated by the various construction activities in
such a manner as to minimize, to the maximum extent practicable, the discharge of untreated
effluent into adjacent waters, and shall properly dispose of the solids generated according to
Article 202.03. The Contractor shall submit a water management plan to the Engineer specifying
the control measures to be used. The control measures shall be in place prior to the start of runoff
water generating activities. Runoff water shall not be allowed to constitute a hazard to adjacent
or underlying roadways, waterways, drainage areas or railroads nor be allowed to erode existing
slopes.

(a) Hot-Mix Asphalt Surface Removal.

The hot-mix asphalt surface course and all waterproofing membrane shall be removed
and disposed of according to applicable portions of Articles 440.04 and 440.06, except
milling equipment will not be allowed if the deck is to receive a waterproofing membrane
system. If the overlay or waterproofing membrane contains asbestos fibers, removal shall
be in accordance with the Special Provision for "Asbestos Waterproofing Membrane or
Asbestos Hot-mix Asphalt Surface Removal". Removal of the hot-mix asphalt surface by
the use of radiant or direct heat will not be permitted.

(b) Surface Preparation:
All loose, disintegrated and unsound concrete shall be removed from portions of the deck

slab shown on the plans or as designated by the Engineer. The Engineer will determine
the limits of removal as the work progresses.
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The Contractor shall take care not to damage reinforcement bars or expansion joints which
are to remain in place. Any damage to reinforcement bars or expansion joints shall be
corrected at the Contractor's expense. All loose reinforcement bars, as determined by the
Engineer, shall be retied at the Contractor's expense.

(1) Partial-Depth. Areas to be repaired will be determined and marked by the Engineer.
A concrete saw shall be used to provide vertical edges approximately 3/4 in. (20 mm)
deep around the perimeter of the area to be patched when a concrete overlay is not
specified. Where high steel is present, the depth may be reduced as directed by the
Engineer. A saw cut will not be required on those boundaries along the face of the
curb, parapet or joint or when sharp vertical edges are provided by hydro-demolition.

The loose and unsound concrete shall be removed by chipping, with power driven
hand tools or by hydro-demolition equipment. All exposed reinforcing bars and newly
exposed concrete shall be thoroughly blast cleaned. Where, in the judgment of the
Engineer, the bond between existing concrete and reinforcement steel within the patch
area has been destroyed, the concrete adjacent to the bar shall be removed to a depth
that will permit new concrete to bond to the entire periphery of the exposed bar. A
minimum of 1 in. (25 mm) clearance will be required. The Engineer may require
enlarging a designated removal area should inspection indicate deterioration beyond
the limits previously designated. In this event, a new saw cut shall be made around
the extended area before additional removal is begun. The removal area shall not be
enlarged solely to correct debonded reinforcement or deficient lap lengths.

(2) Full-Depth. Concrete shall be removed as determined by the Engineer within all areas
designated for full-depth repair and in all designated areas of partial depth repair in
which unsound concrete is found to extend below half the concrete deck thickness.
Full depth removal shall be performed according to Article 501.05 except that hydraulic
impact equipment may be permitted in areas of full depth removal more than 1 ft (300
mm) away from the edges of existing beams, girders or other supporting structural
members or more than 1 ft (300 mm) from the boundaries of full-depth repairs. Saw
cuts shall be made on the top of the deck, except those boundaries along the face of
curbs, parapets and joints or where hydro-demolition provided sharp vertical edges.
The top saw cut may be omitted if the deck is to receive an overlay.

Forms for full-depth repair may be supported by hangers with adjustable bolts or by
blocking from the beams below. When approved by the Engineer, forms for Type 1
patches may be supported by No. 9 wires or other devices attached to the
reinforcement bars.

All form work shall be removed after the curing sequence is complete and prior to
opening to traffic.

(3) Reinforcement Treatment. Care shall be exercised during concrete removal to protect
the reinforcement bars and structural steel from damage. Any damage to the
reinforcement bars or structural steel to remain in place shall be repaired or replaced.
All existing reinforcement bars shall remain in place except as herein provided for
corroded bars. Tying of loose bars will be required. Reinforcing bars which have been
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cut or have lost 25 percent or more of their original cross sectional area shall be
supplemented by new in kind reinforcement bars. New bars shall be lapped a
minimum of 32 bar diameters to existing bars. An approved mechanical bar splice
capable of developing in tension at least 125 percent of the yield strength of the
existing bar shall be used when it is not feasible to provide the minimum bar lap. No
welding of bars will be permitted.

(4) Cleaning. Immediately after completion of the concrete removal and reinforcement
repairs, the repair areas shall be cleaned of dust and debris. Once the initial cleaning
is completed, the repair areas shall be thoroughly blast cleaned to a roughened
appearance free from all foreign matter. Particular attention shall be given to removal
of concrete fines. Any method of cleaning which does not consistently produce
satisfactory results shall be discontinued and replaced by an acceptable method. All
debris, including water, resulting from the blast cleaning shall be confined and shall be
immediately and thoroughly removed from all areas of accumulation. If concrete
placement does not follow immediately after the final cleaning, the area shall be
carefully protected with well-anchored polyethylene sheeting.

Exposed reinforcement bars shall be free of dirt, detrimental scale, paint, oil, or other
foreign substances which may reduce bond with the concrete. A tight non-scaling
coating of rust is not considered objectionable. Loose, scaling rust shall be removed
by rubbing with burlap, wire brushing, blast cleaning or other methods approved by
the Engineer.

(c) Placement & Finishing of Concrete Repair:

(1) Bonding Method. The patch area shall be cleaned to the satisfaction of the Engineer
and shall be thoroughly wetted and maintained in a dampened condition with water for
at least 12 hours before placement of the concrete. Any excess water shall be
removed by compressed air or by vacuuming prior to the beginning of concrete
placement. Water shall not be applied to the patch surface within one hour before or
at any time during placement of the concrete.

(2) Concrete Placement.

The concrete shall be placed and consolidated according to Article 503.07 and as
herein specified. Article 1020.14 shall apply.

When an overlay system is not specified, the patches shall be finished according to
Article 503.16 (a), followed by a light brooming.

(d) Curing and Protection.

Concrete patches shall be cured by the Wetted Burlap or Wetted Cotton Mat Method
according to Article 1020.13 (a)(3) or Article 1020.13 (a)(5). The curing period shall be 3
days for Class PP-1, PP-2, PP-3, PP-4, and PP-5 concrete. The curing period shall be 7
days for Class BS concrete. In addition to Article 1020.13, when the air temperature is
less than 55° F (13° C), the Contractor shall cover the patch according to Article 1020.13
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(d)(1) with minimum R12 insulation. Insulation is optional when the air temperature is 55°
F.-90°F (13° C - 32° C). Insulation shall not be placed when the air temperature is
greater than 90° F (32° C). A 72-hour minimum drying period shall be required before
placing waterproofing or hot-mix asphalt surfacing.

(e) Opening to Traffic.
No traffic will be permitted on a patch until after the specified cure period, and the concrete
has obtained a minimum compressive strength of 4000 psi (27.6 MPa) or flexural strength
of 675 psi (4.65 MPa).
Construction equipment will be permitted on a patch during the cure period if the concrete
has obtained the minimum required strength. In this instance, the strength specimens
shall be cured with the patch.

Method of Measurement.

When specified, hot-mix asphalt surface removal and full or partial depth repairs will be measured
for payment and computed in square yards (square meters).

Basis of Payment.

The hot-mix asphalt surface removal will be paid for at the contract unit price per square yard
(square meter) for HOT-MIX ASPHALT SURFACE REMOVAL (DECK). Areas removed and
replaced up to and including a depth of half the concrete deck thickness will be paid for at the
contract unit price per square yard (square meter) for DECK SLAB REPAIR (PARTIAL). Areas
requiring removal greater than a depth of half the concrete deck thickness shall be removed and
replaced full depth and will be paid for at the contract unit price per square yard (square meter)
for DECK SLAB REPAIR (FULL DEPTH, TYPE I) and/or DECK SLAB REPAIR (FULL DEPTH,
TYPE 1I).

When corroded reinforcement bars are encountered in the performance of this work and
replacement is required, the Contractor will be paid according to Article 109.04.

No payment will be allowed for removal and replacement of reinforcement bars damaged by the
Contractor in the performance of his/her work or for any increases in dimensions needed to
provide splices for these replacement bars.

Removal and disposal of asbestos waterproofing and/or asbestos bituminous concrete will be

paid for as specified in the Special Provision for “Asbestos Waterproofing Membrane or Asbestos
Hot-Mix Asphalt Surface Removal”.
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BRIDGE DECK LATEX CONCRETE OVERLAY
Effective: May 15, 1995 Revised: April 30, 2021

This work shall consist of the preparation of the existing concrete bridge deck and the construction
of a latex overlay to the specified thickness.

Materials. Materials shall meet the following Articles of Section 1000:

(
(
(
(

Note 1:

Note 2:

Note 3:

Ite Section
a) Latex/Portland Cement Concrete (Note 1) (Note 2) 1020
b) Packaged Rapid Hardening Mortar or Concrete 1018
¢) Concrete Curing Materials 1022.02
d) Synthetic Fibers (Note 3)

The latex admixture shall be a uniform, homogeneous, non-toxic, film-forming, polymeric
emulsion in water to which all stabilizers have been added at the point of manufacture.
The latex admixture shall not contain any chlorides and shall contain 46 to 49 percent
solids.

The Contractor shall submit a manufacturer's certification that the latex emulsion meets
the requirements of FHWA Research Report RD-78-35, Chapter VI. The certificate shall
include the date of manufacture of the latex admixture, batch or lot number, quantity
represented, manufacturer's name, and the location of the manufacturing plant. The
latex emulsion shall be sampled and tested in accordance with RD-78-35, Chapter VII,
Certification Program.

The latex admixture shall be packaged and stored in containers and storage facilities
which will protect the material from freezing and from temperatures above 85°F (30°C).
Additionally, the material shall not be stored in direct sunlight and shall be shaded when
stored outside of buildings during moderate temperatures.

Cement shall be Type | portland cement. Fine aggregate shall be natural sand and the
coarse aggregate shall be crushed stone or crushed gravel. The gradation of the coarse
aggregates shall be CA 13, CA 14 or CA 16.

Synthetic fibers, when required, shall be macro-size and shall be Type Il or Il according
to ASTM C 1116.

Macro fibers shall have a length between 0.75 and 1.75 inches (19 and 45 mm) and
aspect ratio (length divided by the equivalent diameter for the fiber) between 70 and
100.

The fibers proposed for use along with the method of incorporating the fibers into the
mix shall be submitted to the Department for approval prior to use.
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When synthetic fibers are required, the dosage rate shall be per the manufacturer’s
recommendation but in no case less than 2 Ib./cu yd (1.2 kg/cu m). Dosage rates greater
than 3.0 Ib/cu yd (1.8 kg/cu m) shall be evaluated by field demonstration for fiber
clumping, ease of placement, and ease of finishing. The field demonstration shall
consist of a minimum 2 cu yd (1.5 cu m) trial batch placed ina 12 ft. x 12 ft. (3.6 m x 3.6
m) slab or other configuration approved by the Engineer. The trial batch will be verified
by the Engineer according to the “Portland Cement Concrete Level Il Technician”
course material. Based on the trial batch, the Department has the option to reduce the
dosage rate of fibers.

Mixture Design. The latex concrete shall contain the following approximate units of measure or
volumes per cubic yard (cubic meter):

Type | Portland Cement 658 Ib. (390 kg)

Latex Admixture 24.5qal (121.3L)

Coarse Aggregate 42 to 50 percent by weight (mass) of total
aggregate

Water (including free moisture on the 157 Ib. (93.1 kg) maximum

fine and coarse aggregates)

No air entraining admixtures shall be added to the mix.

This mix design is based on a specific gravity of 2.65 for both the fine and the coarse
aggregates. The mix will be adjusted by the Engineer to compensate for aggregate
specific gravity and moisture.

The latex concrete shall meet the following requirements:

Slump shall be according to Article 1020.07 and 1020.12: 3 to 7 in. (75 to 175 mm).
Maximum slump may be exceeded if there are no visible signs of segregation.

Air Content shall be according to Article 1020.08 and 1020.12: 7 percent maximum

Water-cement ratio (considering all the
nonsolids in the latex admixture as part

of the total water) 0.30t0 0.40
Compressive Strength (14 days) 4000 psi (27,500 kPa) minimum
Flexural Strength (14 days) 675 psi (4,650 kPa)
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Equipment: The equipment used shall be subject to the approval of the Engineer and shall meet
the following requirements:

(a) Surface Preparation Equipment. Surface preparation equipment shall be according to the
applicable portions of Section 1100 and the following:

(1) Sawing Equipment. Sawing equipment shall be a concrete saw capable of sawing
concrete to the specified depth.

(2) Mechanical Blast Cleaning Equipment. Mechanical blast cleaning may be performed
by high-pressure waterblasting or shotblasting. Mechanical blast cleaning equipment
shall be capable of removing weak concrete at the surface, including the
microfractured concrete surface layer remaining as a result of mechanical
scarification, and shall have oil traps.

Mechanical high-pressure waterblasting equipment shall be mounted on a wheeled
carriage and shall include multiple nozzles mounted on a rotating assembly, and shall
be operated with a 7000 psi (48 MPa) minimum water pressure. The distance between
the nozzles and the deck surface shall be kept constant and the wheels shall maintain
contact with the deck surface during operation.

(3) Hand-Held Blast Cleaning Equipment. Blast cleaning using hand-held equipment may
be performed by high-pressure waterblasting or abrasive blasting. Hand-held blast
cleaning equipment shall have oil traps.

Hand-held high-pressure waterblasting equipment that is used in areas inaccessible
to mechanical blast cleaning equipment shall have a minimum water pressure of 7000
psi (48 MPa).

(4) Mechanical Scarifying Equipment. Scarifying equipment shall meet the requirements
of Article 1101.16 and shall be capable of uniformly scarifying or removing the old
concrete surface and new patches to the depths required in a satisfactory manner.
The minimum width of the equipment permitted is 3 feet. Areas that are inaccessible
to a self-propelled milling machine shall be uniformly scarified by other types of
removal devices to the satisfaction of the Engineer.

(5) Hydro-Scarification Equipment. The hydro-scarification equipment shall consist of
filtering and pumping units operating with a computerized, self-propelled robotic
machine with gauges and settings that can be easily verified. The equipment shall
use water according to Section 1002. The equipment shall be capable of removing in
a single pass, sound concrete to the specified depth, and operating at a 16,000 psi
(110 MPa) minimum water pressure with a 55 gal/min (208 L/min) minimum water flow
rate.
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(6) Vacuum Cleanup Equipment. The equipment shall be equipped with fugitive dust
control devices capable of removing wet debris and water all in the same pass.
Vacuum equipment shall also be capable of washing the deck with pressurized water
prior to the vacuum operation to dislodge all debris and slurry from the deck surface.

(7) Power-Driven Hand Tools. Power-driven hand tools will be permitted including
jackhammers lighter than the nominal 45 Ib. (20 kg) class. Jackhammers or chipping
hammers shall not be operated at an angle in excess of 45 degrees measured from
the surface of the slab.

(b) Pull-off Test Equipment. Equipment used to perform pull-off testing shall be either
approved by the Engineer, or obtained from one of the following approved sources:

James Equipment Germann Instruments, Inc.
007 Bond Tester BOND-TEST Pull-off System
800-426-6500 847-329-9999

SDS Company
DYNA Pull-off Tester
805-238-3229

Pull-off test equipment shall include all miscellaneous equipment and materials to perform
the test and clean the equipment, as indicated in the lllinois Test procedure 304 and 305
“Pull-off Test (Surface or Overlay Method)”. Prior to the start of testing, the Contractor
shall submit to the Engineer a technical data sheet and material safety data sheet for the
epoxy used to perform the testing. For solvents used to clean the equipment, a material
safety data sheet shall be submitted.

(c) Concrete Equipment: A mobile Portland cement concrete plant shall be used for Latex
Concrete and shall be according to Articles 1020.12, 1103.04 and the following:

(1) The device for proportioning water shall be accurate within one percent.

(2) The mixer shall be a self-contained, mobile, continuous mixer used in conjunction with
volumetric proportioning.

(3) The mixer shall be calibrated prior to every placement of material or as directed by the
Engineer.

(d) Finishing Equipment. Finishing equipment shall be according to Article 503.03.

(e) Mechanical Fogging Equipment. Mechanical fogging equipment shall be according to
503.03.
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Construction Requirements: Sidewalks, curbs, drains, reinforcement and/or existing transverse
and longitudinal joints which are to remain in place shall be protected from damage during
scarification and cleaning operations. All damage caused by the Contractor shall be corrected,
at the Contractor’s expense, to the satisfaction of the Engineer.

The Contractor shall control the runoff water generated by the various construction activities in
such a manner as to minimize, to the maximum extent practicable, the discharge of untreated
effluent into adjacent waters, and shall properly dispose of the solids generated according to
Article 202.03. The Contractor shall submit a water management plan to the Engineer specifying
the control measures to be used. The control measures shall be in place prior to the start of runoff
water generating activities. Runoff water shall not be allowed to constitute a hazard to adjacent
or underlying roadways, waterways, drainage areas or railroads nor be allowed to erode existing
slopes.

(a) Deck Preparation:

(1) Bridge Deck Scarification. The scarification work shall consist of removing the
designated concrete deck surface using mechanical and hydro-scarifying equipment
as specified. The areas designated shall be scarified to the depth specified on the
plans. The depth specified shall be measured from the existing concrete deck surface
to the grout line between aggregates remaining after scarification. In areas of the deck
not accessible to the scarifying equipment, power-driven hand tools will be permitted.
Power driven hand tools shall be used for removal around areas to remain in place.

The Contractor shall use mechanical scarification equipment to remove an initial 74"
minimum depth of concrete, creating a uniform roughened concrete deck surface to
facilitate hydro-scarification. At a minimum, the last 1/2 in. (13 mm) of removal shall
be accomplished with hydro-scarification equipment. If the Contractor's use of
mechanical scarifying equipment results in exposing, snagging, or dislodging the top
mat of reinforcing steel, the mechanical scarifying depth shall be reduced as necessary
immediately. If the exposing, snagging, or dislodging the top mat of reinforcing steel
cannot be avoided, the mechanical scarifying shall be stopped immediately and the
remaining removal shall be accomplished using the hydro-scarification equipment. All
damage to the existing reinforcement resulting from the Contractor’s operation shall
be repaired or replaced at the Contractor’'s expense as directed by the Engineer.
Replacement shall include the removal of any additional concrete required to position
or splice the new reinforcing steel. Undercutting of exposed reinforcement bars shall
only be as required to replace or repair damaged reinforcement. Repairs to existing
reinforcement shall be according to the Special Provision for “Deck Slab Repair”.

Just prior to performing hydro-scarification, the deck shall be sounded, with unsound
areas marked on the deck by the Engineer. A ftrial section, in an area of sound
concrete, on the existing deck surface will be designated by the Engineer to calibrate
the equipment settings to remove sound concrete to the required depth, in a single
pass, and provide a highly roughened bondable surface. The trial section shall consist
of approximately 30 sq. ft. (3 sq. m). After calibration in an area of sound concrete,
the equipment shall be moved to a second trial section, as designated by the Engineer,
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in an area containing unsound concrete to verify the calibrated settings are sufficient
to remove the unsound concrete. If the calibrated settings are insufficient to remove
the unsound concrete, the equipment may be moved back to an area of sound
concrete and the calibration settings verified. If the equipment cannot be calibrated to
produce the required results in an area of sound concrete, it shall be removed and
additional hydro-scarification equipment capable of producing the required results
shall be supplied by the Contractor.

After the equipment settings are established, they shall be supplied to the Engineer.
These settings include the following:

a) Water pressure

b) Water flow rate

c) Nozzle type and size

d) Nozzle travel speed

e) Machine staging control (step/advance rate)

Hydro-scarification may begin after the calibration settings have been approved by the
Engineer.

The removal depth shall be verified by the Engineer, as necessary. If sound concrete
is being removed below the desired depth, the equipment shall be recalibrated.

After hydro-scarification the deck shall be thoroughly vacuum cleaned in a timely
manner before the water and debris are allowed to dry and re-solidify to the deck. The
uses of alternative cleaning and debris removal methods to minimize driving heavy
vacuum equipment over exposed deck reinforcement may be used subject to the
approval of the Engineer.

(2) Deck Patching. After bridge deck scarification and cleaning, the Engineer will sound
the scarified deck and survey the existing reinforcement condition. All remaining
unsound concrete and unacceptably corroded reinforcement bars will be marked for
additional removal and/or repairs as applicable. All designated repairs and
reinforcement treatment shall be completed according to the Special Provision for
"Deck Slab Repair” except as noted below:

a) Partial depth removal will not be measured for payment. Any deck survey
information implying partial depth repairs is for information only. Partial depth
removal shall be accomplished concurrent with the hydro-scarification operation.
After the hydro scarification has been performed to the satisfaction of the Engineer,
areas requiring additional partial depth removal of unsound concrete will be paid
for according to Article 109.04.

b) In areas where unsound concrete extends below the specified removal depth and
hydro-scarification completely removes unsound concrete, a full-depth repair is
only required when the bottom mat of reinforcement is exposed.
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c) All full-depth patches shall be struck off to the scarified deck surface and then
roughened with a suitable stiff bristled broom or wire brush to provide a rough
texture designed to promote bonding of the overlay. Hand finishing of the patch
surface shall be kept to a minimum to prevent overworking of the surface.

d) All full-depth repairs shall be completed prior to final surface preparation.

e) Any removal required or made below the specified depth for scarification of the
bridge deck, which does not result in full-depth repair, shall be filled with the overlay
material at the time of the overlay placement.

f) Epoxy coating, on existing reinforcement bars, damaged during hydro-scarification
shall not be repaired.

g) Undercutting of exposed reinforcement bars shall only be as required to replace or
repair damaged or corroded reinforcement.

(3) Final Surface Preparation. Any areas determined by the Engineer to be inaccessible
to scarifying equipment shall be thoroughly blast cleaned with hand-held equipment.

If spoils from the scarification operation are allowed to dry and re-solidify on the deck
surface, the deck surface shall be cleaned with mechanical blast cleaning equipment.

Final surface preparation shall also include the cleaning of all dust, debris, concrete
fines and other foreign substances from the deck surface including vertical faces of
curbs, previously placed adjacent overlays, barrier walls up to a height of 1 in. (25 mm)
above the overlay, depressions, and beneath reinforcement bars. Hand-held high-
pressure waterblasting equipment shall be used for this operation.

The Department may require surface pull-off testing of areas inaccessible to scarifying
equipment. Testing shall be in according to the lllinois Test Procedure 304 “Pull-off
Test (Surface Method)”. The Contractor shall provide the test equipment. The
Engineer shall determine each test location, and each individual test shall have a
minimum strength of 175 psi (1,207 kPa). In the case of a failing test, the Contractor
shall adjust the blast cleaning method and re-clean the area. Testing will be repeated
until satisfactory results are attained.

Exposed reinforcement bars shall be free of dirt, detrimental scale, paint, oil, and other
foreign substances which may reduce bond with the concrete. A tight non-scaling
coating of rust is not considered objectionable. Loose, scaling rust shall be removed
by rubbing with burlap, wire brushing, blast cleaning or other methods approved by
the Engineer. All loose reinforcement bars, as determined by the Engineer, shall be
retied at the Contractor's expense.

All dust, concrete fines, debris, including water, resulting from the surface preparation
shall be confined and shall be immediately and thoroughly removed from all areas of
accumulation. If concrete placement does not follow immediately after the final
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cleaning, the area shall be carefully protected with well-anchored white polyethylene
sheeting.

(b) Pre-placement Procedure. Prior to placing the overlay, the Engineer will inspect the deck
surface. All contaminated areas shall be blast cleaned again at the Contractor's expense.

Before placing the overlay, the finishing machine shall be operated over the full length of
bridge segment to be overlaid to check support rails for deflection and confirm the
minimum overlay thickness. All necessary adjustments shall be made and another check
performed, unless otherwise directed by the Engineer.

(c) Placement Procedure: Concrete placement shall be according to Article 503.07 and the
following:

(1) Bonding Method. The deck shall be cleaned to the satisfaction of the Engineer and
shall be thoroughly wetted and maintained in a dampened condition with water for at
least 12 hours before placement of the overlay. Any excess water shall be removed
by compressed air or by vacuuming prior to the beginning of overlay placement. Water
shall not be applied to the deck surface within one hour before or at any time during
placement of the overlay.

(2) Overlay Placement. Placement of the concrete shall be according to Article 503.16.

Internal vibration will be required along edges, adjacent to bulkheads, and where the
overlay thickness exceeds 3 in. (75 mm). Internal vibration along the longitudinal
edges of a pour will be required with a minimum of 2 hand-held vibrators, one on each
edge of the pour. Hand finishing will be required along the edges of the pour and shall
be done from sidewalks, curbs or work bridges.

A construction dam or bulkhead shall be installed in case of a delay of 30 minutes or
more in the concrete placement operation.

All construction joints shall be formed. When required by the Engineer the previously
placed overlay shall be sawed full-depth to a straight and vertical edge before fresh
concrete is placed. The Engineer will determine the extent of the removal. When
longitudinal joints are not shown on the plans, the locations shall be subject to approval
by the Engineer and shall not be located in the wheel paths.

The Contractor shall stencil the date of construction (month and year) and the letters
LX, for LateX, or LXF, for LateX with Fibers, into the overlay before it takes its final
set. The stencil shall be located in a conspicuous location, as determined by the
Engineer, for each stage of construction. This location shall be outside of the grooving
where possible and within 3 ft. (1 m) of an abutment joint. The characters shall be 3
to 4 in. (75 mm to 100 mm) in height, 1/4 in. (5 mm) in depth and face the centerline
of the roadway.
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(3) Limitations of Operations:

(a) Weather Limitations. Temperature control for concrete placement shall be
according to 1020.14(b). The concrete protection from low air temperatures during
the curing period shall be according to Article 1020.13(d). Concrete shall not be
placed when rain is expected during the working period. If night placement is
required, illumination and placement procedures will be subject to the approval of
the Engineer. No additional compensation will be allowed if night work is required.

(b) Other Limitations. Concrete delivery vehicles driven on the structure shall be
limited to a maximum load of 6 cu. yd. (4.6 cu. m).

Mobile concrete mixers, truck mixers, concrete pumps, or other heavy equipment
will not be permitted on any portion of the deck where the top reinforcing mat has
been exposed. Conveyors, buggy ramps and pump piping shall be installed in a
way that will not displace undercut reinforcement bars. Air compressors may be
operated on the deck only if located directly over a pier and supported off undercut
reinforcement bars. Compressors will not be allowed to travel over undercut
reinforcement bars.

Concrete removal may proceed during final cleaning and concrete placement on
adjacent portions of the deck, provided the removal does not interfere in any way
with the cleaning or placement operations.

Water or contaminants from the hydro-scarification shall not be permitted in areas
where the new overlay has been placed until the overlay has cured a minimum of
24 hours.

No concrete shall be removed within 6 ft. (1.8 m) of a newly-placed overlay until
the concrete has obtained a minimum compressive strength of 3000 psi (20,700
kPa) or flexural strength of 600 psi (4,150 kPa).

(4) Curing.

Curing. The minimum curing time shall be 48 hours of wet cure followed by 48 hours
of dry cure. The wet cure shall be according to Article 1020.13(a)(3) (Wetted Burlap
Method) or Article 1020.13(a)(5) (Wetted Cotton Mat Method). When the cotton mats
have been pre-dampened, excess water shall not be allowed to drip from the cotton
mats onto the overlay during placement of the mats. After the wet cure is completed
all layers of covering materials shall be removed to allow for the dry cure.

If the ambient temperature falls below 45°F (10°C) during either the wet or dry curing
periods, the time below 45°F (10°C) will not be included in the 96 hour curing period.
If there is sufficient rain to wet the surface of the overlay for more than one hour of the
dry cure period, the wet time will not be included in the 48 hour dry cure period.
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(5) Opening to Traffic.

No traffic or construction equipment will be permitted on the overlay until after the
specified cure period and the concrete has obtained a minimum compressive strength
of 4000 psi (27,500 kPa) or flexural strength of 675 psi (4,650 kPa) unless permitted
by the Engineer.

(6) Overlay Testing. The Engineer reserves the right to conduct pull-off tests on the
overlay to determine if any areas are not bonded to the underlying concrete, and at a
time determined by the Engineer. The overlay will be tested according to the lllinois
Test procedure 305 “Pull-off Test (Overlay Method)”, and the Contractor shall provide
the test equipment. Each individual test shall have a minimum strength of 150 psi
(1,034 kPa). Unacceptable test results will require removal and replacement of the
overlay at the Contractor's expense, and the locations will be determined by the
Engineer. When removing portions of an overlay, the saw cut shall be a minimum
depth of 1in. (25 mm).

If the overlay is to remain in place, all core holes due to testing shall be filled with a
rapid set mortar or concrete. Only enough water to permit placement and
consolidation by rodding shall be used, and the material shall be struck-off flush with
the adjacent material.

For a rapid set mortar mixture, one part packaged rapid set cement shall be combined
with two parts fine aggregate, by volume; or a packaged rapid set mortar shall be used.
For a rapid set concrete mixture, a packaged rapid set mortar shall be combined with
coarse aggregate according to the manufacturer’s instructions; or a packaged rapid
set concrete shall be used. Mixing of a rapid set mortar or concrete shall be according
to the manufacturer’s instructions.

Method of Measurement. The area of bridge deck scarification will be measured for payment in
square yards (square meters). No additional payment will be made for multiple passes of the
equipment.

The concrete overlay will be measured for payment in square yards (square meters).

Additional concrete placed with the overlay, required to fill all depressions below the specified
thickness will be measured for payment in cubic yards (cubic meters). The volume will be
determined by subtracting the theoretical volume of the overlay from the ticketed volume of
overlay delivered minus the volume estimated by the Engineer left in the last truck at the end of
the overlay placement. The theoretical cubic yard (cubic meter) quantity for the overlay will be
determined by multiplying the plan surface area of the overlay times the specified thickness of the
overlay.

Basis of Payment. Bridge deck scarification will be paid for at the contract unit price per square
yard (square meter) for BRIDGE DECK SCARIFICATION of the depth specified.
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Latex concrete overlay will be paid for at the contract unit price per square yard (square meter)
for BRIDGE DECK LATEX CONCRETE OVERLAY, of the thickness specified. The additional
volume of overlay required to fill all depressions below the specified thickness and/or for grade
adjustments will be paid for at the Contractor’s actual material cost for the latex concrete per cubic
yard (cubic meter) times an adjustment factor. For volumes 15 percent or less over the theoretical
volume of the overlay the adjustment factor will be 1.15. For volumes greater than 15 percent the
adjustment factor will be 1.25 for that volume over 15 percent of the theoretical volume of the
overlay.

Areas requiring additional partial depth removal of unsound concrete after hydro-scarification will
be paid for according to Article 109.04.

When the Engineer conducts pull-off tests on the existing surface or overlay and they are
acceptable, Contractor expenses incurred due to testing and for filling core holes will be paid
according to Article 109.04. Unacceptable pull-off tests will be at the Contractor’s expense.

STRUCTURAL REPAIR OF CONCRETE
Effective: March 15, 2006 Revised: August 9, 2019

Description. This work shall consist of structurally repairing concrete.
Materials. Materials shall be according to the following.

Item Article/Section
(@) Portland Cement Concrete (NOE 1) ......eeiiiiiiiiiiiieee e 1020
(b) R1, R2, or R3 Concrete (Note 2)
(c) Normal Weight Concrete (Notes 3 and 4)
(d) Shotcrete (High Performance) (Notes 5 and 6)

(€) ReiNfOrCemMENt BArsS ...........eoiiiiiiiiiiiiei et 1006.10
(F) ANCNOI BOIS ..ottt nnnnnne 1006.09
(e )= L= 1002
(N) CUrNG COMPOUNG ...ttt e e e e e e e e e e e eeeeas 1022.01
(1) COtON MALS ..ottt e nnnnane 1022.02
(J) ProtecCtive Coat ......ooiiiiiiiiiiiiiiiiiiii it 1023.01
(K) EPOXY (NOTE 7) eeiiiiieieiieee ettt e s eessssnsnsnnnnnnnnnes 1025
() Mechanical Bar SPHICEIS .......couviiiiiiiiiiiiiiiiiiiiieeeeeee e ennennnnnnes 508.06(c)

Note 1. The concrete shall be Class Sl, except the cement factor shall be a minimum 6.65
cwt/cu yd (395 kg/cu m), the coarse aggregate shall be a CA 16, and the strength
shall be a minimum 4000 psi (27,500 kPa) compressive or 675 psi (4650 kPa)
flexural at 14 days. A high range water-reducing admixture shall be used to obtain
a 5-7 in. (125-175 mm) slump, but a cement factor reduction according to Article
1020.05(b)(8) is prohibited. A self-consolidating concrete mixture is also acceptable
per Article 1020.04, except the mix design requirements of this note regarding the
cement factor, coarse aggregate, strength, and cement factor reduction shall apply.

Note 2. The R1, R2, or R3 concrete shall be from the Department’s qualified product list of
Packaged, Dry, Rapid Hardening, Cementitious Materials for Concrete Repairs. The
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R1, R2, or R3 concrete shall comply with the air content and strength requirements
for Class Sl concrete as indicated in Note 1. Mixing shall be per the manufacturer’s
recommendations, except the water/cement ratio shall not exceed the value
specified for Class Sl concrete as indicated in Note 1. A high range water-reducing
admixture shall be used to obtain a 5-7 in. (125-175 mm) slump, and a retarder may
be required to allow time to perform the required field tests. The admixtures shall be
per the manufacturer’s recommendation, and the Department’s qualified product list
of Concrete Admixtures shall not apply.

The “high slump” packaged concrete mixture shall be from the Department’s
qualified product list of Packaged, Dry, Formed, Concrete Repair Mixtures. The
materials and preparation of aggregate shall be according to ASTM C 387. The
cement factor shall be 6.65 cwt/cu yd (395 kg/cu m) minimum to 7.05 cwt/cu yd (418
kg/cu m) maximum. Cement replacement with fly ash or ground granulated blast-
furnace slag shall be according to Section 1020. The “high slump” packaged
concrete mixture shall have a water soluble chloride ion content of less than 0.40
Ib/cu yd (0.24 kg/cu m). The test shall be performed according to ASTM C 1218,
and the “high slump” packaged concrete mixture shall have an age of 28 to 42 days
at the time of test. The ASTM C 1218 test shall be performed by an independent lab
a minimum of once every two years, and the test results shall be provided to the
Department. The coarse aggregate shall be a maximum size of 1/2 in. (12.5 mm).
The packaged concrete mixture shall comply with the air content and strength
requirements for Class Sl concrete as indicated in Note 1. Mixing shall be per the
manufacturer’s recommendations, except the water/cement ratio shall not exceed
the value specified for Class Sl concrete as indicated in Note 1. A high range water-
reducing admixture shall be used to obtain a 5-7 in. (125-175 mm) slump. The
admixture shall be per the manufacturer’'s recommendation, and the Department’s
qualified product list of Concrete Admixtures shall not apply. A maximum slump of
10 in. (250 mm) may be permitted if no segregation is observed by the Engineer in
a laboratory or field evaluation.

The “self-consolidating concrete” packaged concrete mixture shall be from the
Department’s qualified product list of Packaged, Dry, Formed, Concrete Repair
Mixtures. The materials and preparation of aggregate shall be according to ASTM
C 387. The cement factor shall be 6.65 cwt/cu yd (395 kg/cu m) minimum to 7.05
cwt/cu yd (418 kg/cu m) maximum. Cement replacement with fly ash or ground
granulated blast-furnace slag shall be according to Section 1020. The “self-
consolidating concrete” packaged concrete mixture shall have a water soluble
chloride ion content of less than 0.40 Ib/cu yd (0.24 kg/cu m). The test shall be
performed according to ASTM C 1218, and the “self-consolidating concrete”
packaged concrete mixture shall have an age of 28 to 42 days at the time of test.
The ASTM C 1218 test shall be performed by an independent lab a minimum of once
every two years, and the test results shall be provided to the Department. The
concrete mixture should be uniformly graded, and the coarse aggregate shall be a
maximum size of 1/2 in. (12.5 mm). The fine aggregate proportion shall be a
maximum 50 percent by weight (mass) of the total aggregate used. The packaged
concrete mixture shall comply with the air content and strength requirements for
Class Sl concrete as indicated in Note 1. Mixing shall be per the manufacturer’s
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recommendations, except the water/cement ratio shall not exceed the value
specified for Class Sl concrete as indicated in Note 1. The admixtures used to
produce self-consolidating concrete shall be per the manufacturers
recommendation, and the Department’s qualified product list of Concrete Admixtures
shall not apply. The packaged concrete mixture shall meet the self-consolidating
requirements of Article 1020.04.

Packaged shotcrete that includes aggregate shall be from the Department’s qualified
product list of Packaged High Performance Shotcrete, and independent laboratory
test results showing the product meets Department specifications will be required.
The product shall be a packaged, pre-blended, and dry combination of materials, for
the wet-mix shotcrete method according to ASTM C 1480. A non-chloride
accelerator may be wused according to the shotcrete manufacturer’s
recommendations. The shotcrete shall be Type FA or CA, Grade FR, and Class |.
The fibers shall be Type Il synthetic according to ASTM C 1116.

The packaged shotcrete shall have a water soluble chloride ion content of less than
0.40 Ib/cu yd (0.24 kg/cu m). The test shall be performed according to ASTM C
1218, and the hardened shotcrete shall have an age of 28 to 42 days at the time of
test. The ASTM C 1218 test shall be performed by an independent lab a minimum
of once every two years, and the test results shall be provided to the Department.

Each individual aggregate used in the packaged shotcrete shall have either a
maximum ASTM C 1260 expansion of 0.16 percent or a maximum ASTM C 1293
expansion of 0.040 percent. However, the ASTM C 1260 value may be increased
to 0.27 percent for each individual aggregate if the cement total equivalent alkali
content (Na2O + 0.658K>0) does not exceed 0.60 percent. As an alternative to these
requirements, ASTM C 1567 testing which shows the packaged shotcrete has a
maximum expansion of 0.16 percent may be submitted. The ASTM C 1260, C 1293,
or C 1567 test shall be performed a minimum of once every two years.

The 7 and 28 day compressive strength requirements in ASTM C 1480 shall not
apply. Instead the shotcrete shall obtain a minimum compressive strength of 4000
psi (27,500 kPa) at 14 days.

The packaged shotcrete shall be limited to the following proportions:

The portland cement and finely divided minerals shall be 6.05 cwt/cu yd (360 kg/cu
m) to 8.50 cwt/cu yd (505 kg/cu m) for Type FA and 6.05 cwt/cu yd (360 kg/cu. m)
to 7.50 cwt/cu yd (445 kg/cu m) for Type CA. The portland cement shall not be
below 4.70 cwt/cu yd (279 kg/cu m) for Type FA or CA.

The finely divided mineral(s) shall constitute a maximum of 35 percent of the total
cement plus finely divided mineral(s).

Class F fly ash is optional and the maximum shall be 20 percent by weight (mass)
of cement.
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Class C fly ash is optional and the maximum shall be 25 percent by weight (mass)
of cement.

Ground granulated blast-furnace slag is optional and the maximum shall be 30
percent by weight (mass) of cement.

Microsilica is required and shall be a minimum of 5 percent by weight (mass) of
cement, and a maximum of 10 percent. As an alternative to microsilica, high-
reactivity metakaolin may be used at a minimum of 5 percent by weight (mass) of
cement, and a maximum of 10 percent.

Fly ash shall not be used in combination with ground granulated blast-furnace slag.
Class F fly ash shall not be used in combination with Class C fly ash. Microsilica
shall not be used in combination with high-reactivity metakaolin. A finely divided
mineral shall not be used in combination with a blended hydraulic cement, except
for microsilica or high-reactivity metakaolin.

The water/cement ratio as defined in Article 1020.06 shall be a maximum of 0.42.
The air content as shot shall be 4.0 — 8.0 percent.

Packaged shotcrete that does not include pre-blended aggregate shall be from the
Department’s qualified product list of Packaged High Performance Shotcrete, and
independent laboratory test results showing the product meets Department
specifications will be required. The shotcrete shall be according to Note 5, except
the added aggregate shall be according to Articles 1003.02 and 1004.02 in addition
to each individual aggregate meeting the maximum expansion requirements of Note
5. The aggregate gradation shall be according to the manufacturer. The shotcrete
shall be batched and mixed with added aggregate according to the manufacturer.

In addition ASTM C 881, Type IV, Grade 2 or 3, Class A, B, or C may be used.

Equipment shall be according to Article 503.03 and the following.

Chipping Hammer — The chipping hammer for removing concrete shall be a light-duty pneumatic
or electric tool with a 15 Ib. (7 kg) maximum class or less.

Blast Cleaning Equipment — Blast cleaning equipment for concrete surface preparation shall be
the abrasive type, and the equipment shall have oil traps.

Hydrodemolition Equipment — Hydrodemolition equipment for removing concrete shall be
calibrated, and shall use water according to Section 1002.

High Performance Shotcrete Equipment — The batching, mixing, pumping, hose, nozzle, and
auxiliary equipment shall be for the wet-mix shotcrete method, and shall meet the requirements

of ACI 506R.
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Construction Requirements

General. The repair methods shall be either formed concrete repair or shotcrete. The repair
method shall be selected by the Contractor with the following rules.

(a) Rule 1. For formed concrete repair, a subsequent patch to repair the placement point
after initial concrete placement will not be allowed. As an example, this may occur in a
vertical location located at the top of the repair.

(b) Rule 2. Formed concrete repair shall not be used for overhead applications.

(c) Rule 3. If formed concrete repair is used for locations that have reinforcement with less
than 0.75 in. (19 mm) of concrete cover, the concrete mixture shall contain fly ash or
ground granulated blast-furnace slag at the maximum cement replacement allowed.

(d) Rule 4. Shotcrete shall not be used for any repair greater than 6 in. (150 mm) in depth,
except in horizontal applications, where the shotcrete may be placed from above in one
lift.

(e) Rule 5. Shotcrete shall not be used for column repairs greater than 4 in. (100 mm) in
depth, unless the shotcrete mixture contains 3/8 in. (9.5 mm) aggregate.

Temporary Shoring or Cribbing. When a temporary shoring or cribbing support system is
required, the Contractor shall provide details and computations, prepared and sealed by an lllinois
licensed Structural Engineer, to the Department for review and approval. When ever possible the
support system shall be installed prior to starting the associated concrete removal. If no system
is specified, but during the course of removal the need for temporary shoring or cribbing becomes
apparent or is directed by the Engineer due to a structural concern, the Contractor shall not
proceed with any further removal work until an appropriate and approved support system is
installed.

Concrete Removal. The Contractor shall provide ladders or other appropriate equipment for the
Engineer to mark the removal areas. Repair configurations will be kept simple, and squared
corners will be preferred. The repair perimeter shall be sawed a depth of 1/2 in. (13 mm) or less,
as required to avoid cutting the reinforcement. Any cut reinforcement shall be repaired or replaced
at the expense of the Contractor. If the concrete is broken or removed beyond the limits of the
initial saw cut, the new repair perimeter shall be recut. The areas to be repaired shall have all
loose, unsound concrete removed completely by the use of chipping hammers, hydrodemolition
equipment, or other methods approved by the Engineer. The concrete removal shall extend along
the reinforcement bar until the reinforcement is free of bond inhibiting corrosion. Reinforcement
bar with 50 percent or more exposed shall be undercut to a depth of 3/4 in. (19 mm) or the
diameter of the reinforcement bar, whichever is greater.

If sound concrete is encountered before existing reinforcement bars are exposed, further removal
of concrete shall not be performed unless the minimum repair depth is not met.

The repair depth shall be a minimum of 1 in. (25 mm). The substrate profile shall be + 1/16 in.
(£ 1.5 mm). The perimeter of the repair area shall have a vertical face.
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If a repair is located at the ground line, any excavation required below the ground line to complete
the repair shall be included in this work.

The Contractor shall have a maximum of 14 calendar days to complete each repair location with
concrete or shotcrete, once concrete removal has started for the repair.

The Engineer shall be notified of concrete removal that exceeds 6 in. (150 mm) in depth, one
fourth the cross section of a structural member, more than half the vertical column reinforcement
is exposed in a cross section, more than 6 consecutive reinforcement bars are exposed in any
direction, within 1.5 in. (38 mm) of a bearing area, or other structural concern. Excessive
deterioration or removal may require further evaluation of the structure or installation of temporary
shoring and cribbing support system.

Surface Preparation. Prior to placing the concrete or shotcrete, the Contractor shall prepare the
repair area and exposed reinforcement by blast cleaning. The blast cleaning shall provide a
surface that is free of oil, dirt, and loose material.

If a succeeding layer of shotcrete is to be applied, the initial shotcrete surface and remaining
exposed reinforcement shall be free of curing compound, oil, dirt, loose material, rebound (i.e.
shotcrete material leaner than the original mixture which ricochets off the receiving surface), and
overspray. Preparation may be by lightly brushing or blast cleaning if the previous shotcrete
surface is less than 36 hours old. If more than 36 hours old, the surface shall be prepared by
blast cleaning.

The repair area and perimeter vertical face shall have a rough surface. Care shall be taken to
ensure the sawcut face is roughened by blast cleaning. Just prior to concrete or shotcrete
placement, saturate the repair area with water to a saturated surface-dry condition. Any standing
water shall be removed.

Concrete or shotcrete placement shall be done within 3 calendar days of the surface preparation
or the repair area shall be prepared again.

Reinforcement. Exposed reinforcement bars shall be cleaned of concrete and corrosion by blast
cleaning. After cleaning, all exposed reinforcement shall be carefully evaluated to determine if
replacement or additional reinforcement bars are required.

Reinforcing bars that have been cut or have lost 25 percent or more of their original cross sectional
area shall be supplemented by new in kind reinforcement bars. New bars shall be lapped a
minimum of 32 bar diameters to existing bars. A mechanical bar splicer shall be used when it is
not feasible to provide the minimum bar lap. No welding of bars shall be performed.

Intersecting reinforcement bars shall be tightly secured to each other using 0.006 in. (1.6 mm) or

heavier gauge tie wire, and shall be adequately supported to minimize movement during concrete
placement or application of shotcrete.
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For reinforcement bar locations with less than 0.75 in. (19 mm) of cover, protective coat shall be
applied to the completed repair. The application of the protective coat shall be according to Article
503.19, 2nd paragraph, except blast cleaning shall be performed to remove curing compound.

The Contractor shall anchor the new concrete to the existing concrete with 3/4 in. (19
mm) diameter hook bolts for all repair areas where the depth of concrete removal is
greater than 8 in. (205 mm) and there is no existing reinforcement extending into the
repair area. The hook bolts shall be spaced at 15 in. (380 mm) maximum centers both
vertically and horizontally, and shall be a minimum of 12 in. (305 mm) away from the
perimeter of the repair. The hook bolts shall be installed according to Section 584.

Repair Methods. All repair areas shall be inspected and approved by the Engineer prior to
placement of the concrete or application of the shotcrete.

(a) Formed Concrete Repair. Falsework shall be according to Article 503.05. Forms shall be
according to Article 503.06. Formwork shall provide a smooth and uniform concrete finish,
and shall approximately match the existing concrete structure. Formwork shall be mortar
tight and closely fitted where they adjoin the existing concrete surface to prevent leakage.
Air vents may be provided to reduce voids and improve surface appearance. The
Contractor may use exterior mechanical vibration, as approved by the Engineer, to release
air pockets that may be entrapped.

The concrete for formed concrete repair shall be a Class S| Concrete, or a packaged R1,
R2, or R3 Concrete,, or a packaged Normal Weight Concrete at the Contractor’s option.
The concrete shall be placed and consolidated according to Article 503.07. The concrete
shall not be placed when frost is present on the surface of the repair area, or the surface
temperature of the repair area is less than 40 °F (4 °C). All repaired members shall be
restored as close as practicable to their original dimensions.

Curing shall be done according to Article 1020.13.

If temperatures below 45°F (7°C) are forecast during the curing period, protection methods
shall be used. Protection Method | according to Article 1020.13(d)(1), or Protection
Method Il according to Article 1020.13(d)(2) shall be used during the curing period.

The surfaces of the completed repair shall be finished according to Article 503.15.

(b) Shotcrete. Shotcrete shall be tested by the Engineer for air content according to lllinois
Modified AASHTO T 152. The sample shall be obtained from the discharge end of the
nozzle by shooting a pile large enough to scoop a representative amount for filling the air
meter measuring bowl. Shotcrete shall not be shot directly into the measuring bowl for
testing.

For compressive strength of shotcrete, a 18 x 18 x 3.5 in. (457 x 457 x 89 mm) test panel
shall be shot by the Contractor for testing by the Engineer. A steel form test panel shall
have a minimum thickness of 3/16 in. (6 mm) for the bottom and sides. A wood form test
panel shall have a minimum 3/4 in. (19 mm) thick bottom, and a minimum 1.5 in. (38 mm)
thickness for the sides. The test panel shall be cured according to Article 1020.13 (a) (3)
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or (5) while stored at the jobsite and during delivery to the laboratory. After delivery to the
laboratory for testing, curing and testing shall be according to ASTM C 1140.

The method of alignment control (i.e. ground wires, guide strips, depth gages, depth
probes, and formwork) to ensure the specified shotcrete thickness and reinforcing bar
cover is obtained shall be according to ACI 506R. Ground wires shall be removed after
completion of cutting operations. Guide strips and formwork shall be of dimensions and
a configuration that do not prevent proper application of shotcrete. Metal depth gauges
shall be cut 1/4 in. (6 mm) below the finished surface. All repaired members shall be
restored as close as practicable to their original dimensions.

For air temperature limits when applying shotcrete in cold weather, the first paragraph of
Article 1020.14(b) shall apply. For hot weather, shotcrete shall not be applied when the
air temperature is greater than 90°F (32°C). The applied shotcrete shall have a minimum
temperature of 50°F (10°C) and a maximum temperature of 90°F (32°C). The shotcrete
shall not be applied during periods of rain unless protective covers or enclosures are
installed. The shotcrete shall not be applied when frost is present on the surface of the
repair area, or the surface temperature of the repair area is less than 40°F (4°C). If
necessary, lighting shall be provided to provide a clear view of the shooting area.

The shotcrete shall be applied according to ACI 506R, and shall be done in a manner that
does not result in cold joints, laminations, sandy areas, voids, sags, or separations. In
addition, the shotcrete shall be applied in a manner that results in maximum densification
of the shotcrete. Shotcrete which is identified as being unacceptable while still plastic
shall be removed and re-applied.

The nozzle shall normally be at a distance of 2 to 5 ft. (0.6 to 1.5 m) from the receiving
surface, and shall be oriented at right angles to the receiving surface. Exceptions to this
requirement will be permitted to fill corners, encase large diameter reinforcing bars, or as
approved by the Engineer. For any exception, the nozzle shall never be oriented more
than 45 degrees from the surface. Care shall be taken to keep the front face of the
reinforcement bar clean during shooting operations. Shotcrete shall be built up from
behind the reinforcement bar. Accumulations of rebound and overspray shall be
continuously removed prior to application of new shotcrete. Rebound material shall not
be incorporated in the work.

Whenever possible, shotcrete shall be applied to the full thickness in a single layer. The
maximum thickness shall be according to Rules 4 and 5 under Construction
Requirements, General. When two or more layers are required, the minimum number
shall be used and shall be done in a manner without sagging or separation. A flash coat
(i.e. a thin layer of up to 1/4 in. (6 mm) applied shotcrete) may be used as the final lift for
overhead applications.

Prior to application of a succeeding layer of shotcrete, the initial layer of shotcrete shall be
prepared according to the surface preparation and reinforcement bar cleaning
requirements. Upon completion of the surface preparation and reinforcement bar
treatment, water shall be applied according to the surface preparation requirements unless
the surface is moist. The second layer of shotcrete shall then be applied within 30 minutes.
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Shotcrete shall be cut back to line and grade using trowels, cutting rods, screeds or other
suitable devices. The shotcrete shall be allowed to stiffen sufficiently before cutting.
Cutting shall not cause cracks or delaminations in the shotcrete. For depressions, cut
material may be used for small areas. Rebound material shall not be incorporated in the
work. For the final finish, a wood float shall be used to approximately match the existing
concrete texture. A manufacturer approved finishing aid may be used. Water shall not be
used as a finishing aid. All repaired members shall be restored as close as practicable to
their original dimensions.

Contractor operations for curing shall be continuous with shotcrete placement and
finishing operations. Curing shall be accomplished using wetted cotton mats, membrane
curing, or a combination of both. Cotton mats shall be applied according to Article
1020.13(a)(5) except the exposed layer of shotcrete shall be covered within 10 minutes
after finishing, and wet curing shall begin immediately. Curing compound shall be applied
according to Article 1020.13(a)(4), except the curing compound shall be applied as soon
as the shotcrete has hardened sufficiently to prevent marring the surface, and each of the
two separate applications shall be applied in opposite directions to ensure coverage. The
curing compound shall be according to Article 1022.01. Note 5 of the Index Table in Article
1020.13 shall apply to the membrane curing method.

When a shotcrete layer is to be covered by a succeeding shotcrete layer within 36 hours,
the repair area shall be protected with intermittent hand fogging, or wet curing with either
burlap or cotton mats shall begin within 10 minutes. Intermittent hand fogging may be
used only for the first hour. Thereafter, wet curing with burlap or cotton mats shall be used
until the succeeding shotcrete layer is applied. Intermittent hand fogging may be extended
to the first hour and a half if the succeeding shotcrete layer is applied by the end of this
time.

The curing period shall be for 7 days, except when there is a succeeding layer of shotcrete.
In this instance, the initial shotcrete layer shall be cured until the surface preparation and
reinforcement bar treatment is started.

If temperatures below 45°F (7°C) are forecast during the curing period, protection methods
shall be used. Protection Method | according to Article 1020.13(d)(1), or Protection
Method Il according to Article 1020.13(d)(2) shall be used during the curing period

Inspection of Completed Work. The Contractor shall provide ladders or other appropriate

equipment for the Engineer to inspect the repaired areas. After curing but no sooner than 28 days
after placement of concrete or shooting of shotcrete, the repair shall be examined for conformance
with original dimensions, cracks, voids, and delaminations. Sounding for delaminations will be
done with a hammer or by other methods determined by the Engineer.

The acceptable tolerance for conformance of a repaired area shall be within 1/4 in. (6 mm) of the
original dimensions. A repaired area not in dimensional conformance or with delaminations shall
be removed and replaced.
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A repaired area with cracks or voids shall be considered as nonconforming. Exceeding one or
more of the following crack and void criteria shall be cause for removal and replacement of a
repaired area.

1. The presence of a single surface crack greater than 0.01 in. (0.25 mm) in width and greater
than 12 in. (300 mm) in length.

2. The presence of two or more surface cracks greater than 0.01 in. (0.25 mm) in width that
total greater than 24 in. (600 mm) in length.

3. The presence of map cracking in one or more regions totaling 15 percent or more of the
gross surface area of the repair.

4. The presence of two or more surface voids with least dimension 3/4 in. (19 mm) each.

A repaired area with cracks or voids that do not exceed any of the above criteria may remain in
place, as determined by the Engineer.

If a nonconforming repair is allowed to remain in place, cracks greater than 0.007 in. (0.2 mm) in
width shall be repaired with epoxy according to Section 590. For cracks less than or equal to
0.007 in. (0.2 mm) in width, the epoxy may be applied to the surface of the crack. Voids shall be
repaired according to Article 503.15.

Publications and Personnel Requirements. The Contractor shall provide a current copy of ACI
506R to the Engineer a minimum of one week prior to start of construction.

The shotcrete personnel who perform the work shall have current American Concrete Institute
(ACI) nozzlemen certification for vertical wet and overhead wet applications, except one individual
may be in training. This individual shall be adequately supervised by a certified ACI nozzlemen
as determined by the Engineer. A copy of the nozzlemen certificate(s) shall be given to the
Engineer.

Method of Measurement. This work will be measured for payment in place and the area computed
in square feet (square meters). For a repair at a corner, both sides will be measured.

Basis of Payment. This work will be paid for at the contract unit price per square foot (square
meter) for STRUCTURAL REPAIR OF CONCRETE (DEPTH GREATER THAN 5 IN. (125 MM),
STRUCTURAL REPAIR OF CONCRETE (DEPTH EQUAL TO OR LESS THAN 5 IN. (125 MM).

When not specified to be paid for elsewhere, the work to design, install, and remove the temporary
shoring and cribbing will be paid for according to Article 109.04.

With the exception of reinforcement damaged by the Contractor during removal, the furnishing

and installation of supplemental reinforcement bars, mechanical bar splicers, hook bolts, and
protective coat will be paid according to Article 109.04.
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BAR SPLICERS
Effective: September 2, 2022 Revised: December 9, 2022

Add the following to Article 508.08(b):

When bar splicers are epoxy-coated, all damaged or uncoated areas near the threaded ends shall
be coated with a two-part epoxy according to ASTM D 3963 (D 3963M). All threaded ends of
Stage Il construction threaded splicer bars shall be coated according to ASTM D 3963 or dipped
in an epoxy-mastic primer prior to joining the Stage Il construction threaded splicer bar to the
threaded coupler.

Add the following to Article 1006.10(a)(1)g:

For bar splicers with welded connections between the threaded coupler and threaded rod, the
Stage | construction threaded splicer bar shall be welded to the threaded coupler using an all-
around fillet weld.

BITUMINOUS MATERIALS COST ADJUSTMENTS (BDE)
Effective: November 2, 2006 Revised: August 1, 2017

Description. Bituminous material cost adjustments will be made to provide additional
compensation to the Contractor, or credit to the Department, for fluctuations in the cost of
bituminous materials when optioned by the Contractor. The bidder shall indicate with their bid
whether or not this special provision will be part of the contract.

The adjustments shall apply to permanent and temporary hot-mix asphalt (HMA) mixtures,
bituminous surface treatments (cover and seal coats), and preventative maintenance type surface
treatments that are part of the original proposed construction, or added as extra work and paid
for by agreed unit prices. The adjustments shall not apply to bituminous prime coats, tack coats,
crack filling/sealing, joint filling/sealing, or extra work paid for at a lump sum price or by force
account.
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Method of Adjustment. Bituminous materials cost adjustments will be computed as follows.

CA = (BPIp - BPIL) x (%ACy /100) x Q

Where: CA
BPIp

Cost Adjustment, $.

Bituminous Price Index, as published by the Department for the month the work
is performed, $/ton ($/metric ton).

Bituminous Price Index, as published by the Department for the month prior to
the letting for work paid for at the contract price; or for the month the agreed
unit price letter is submitted by the Contractor for extra work paid for by agreed
unit price, $/ton ($/metric ton).

Percent of virgin Asphalt Cement in the Quantity being adjusted. For HMA
mixtures, the % ACv will be determined from the adjusted job mix formula. For
bituminous materials applied, a performance graded or cutback asphalt will be
considered to be 100% ACyv and undiluted emulsified asphalt will be considered
to be 65% ACv.

Q = Authorized construction Quantity, tons (metric tons) (see below).

BPIL

%ACy

For HMA mixtures measured in square yards: Q, tons = A x D x (Gmp x 46.8) / 2000. For HMA
mixtures measured in square meters: Q, metric tons = Ax D X (Gmp X 1)/ 1000. When computing
adjustments for full-depth HMA pavement, separate calculations will be made for the binder and
surface courses to account for their different Gmp and % ACy.

For bituminous materials measured in gallons:  Q, tons =V x 8.33 Ib/gal x SG / 2000
For bituminous materials measured in liters: Q, metric tons =V x 1.0 kg/L x SG/ 1000

Where: A Area of the HMA mixture, sq yd (sq m).

D = Depth of the HMA mixture, in. (mm).

Gmp = Average bulk specific gravity of the mixture, from the approved mix design.
\ = Volume of the bituminous material, gal (L).

SG = Specific Gravity of bituminous material as shown on the bill of lading.

Basis of Payment. Bituminous materials cost adjustments may be positive or negative but will
only be made when there is a difference between the BPI_. and BPIr in excess of five percent, as
calculated by:

Percent Difference = {(BPI. — BPIp) = BPI.} x 100
Bituminous materials cost adjustments will be calculated for each calendar month in which
applicable bituminous material is placed; and will be paid or deducted when all other contract

requirements for the work placed during the month are satisfied. The adjustments shall not apply
during contract time subject to liquidated damages for completion of the entire contract.
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CEMENT, TYPE IL (BDE)
Effective: August 1, 2023

Add the following to Article 302.02 of the Standard Specifications:
“(k) Type IL Portland-Limestone Cement ... 1001”

Revise Note 2 of Article 352.02 of the Standard Specifications to read:

“Note 2. Either Type | or Type IA portland cement or Type IL portland-limestone cement
shall be used.”

Revise Note 1 of Article 404.02 of the Standard Specifications to read:

“Note 1. The cement shall be Type | portland cement or Type IL portland-limestone
cement.”

Revise Article 1019.02(a) of the Standard Specifications to read:

“(@) Cement, TYPE L OF L oo e 1001~

COMPENSABLE DELAY COSTS (BDE)
Effective: June 2, 2017 Revised: April 1, 2019
Revise Article 107.40(b) of the Standard Specifications to read:

“(b) Compensation. Compensation will not be allowed for delays, inconveniences, or damages
sustained by the Contractor from conflicts with facilities not meeting the above definition;
or if a conflict with a utility in an unanticipated location does not cause a shutdown of the
work or a documentable reduction in the rate of progress exceeding the limits set herein.
The provisions of Article 104.03 notwithstanding, compensation for delays caused by a
utility in an unanticipated location will be paid according to the provisions of this Article
governing minor and major delays or reduced rate of production which are defined as
follows.

(1) Minor Delay. A minor delay occurs when the work in conflict with the utility in an
unanticipated location is completely stopped for more than two hours, but not to
exceed two weeks.

(2) Major Delay. A major delay occurs when the work in conflict with the utility in an
unanticipated location is completely stopped for more than two weeks.
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(3) Reduced Rate of Production Delay. A reduced rate of production delay occurs when
the rate of production on the work in conflict with the utility in an unanticipated location
decreases by more than 25 percent and lasts longer than seven calendar days.”

Revise Article 107.40(c) of the Standard Specifications to read:

“(c) Payment. Payment for Minor, Major, and Reduced Rate of Production Delays will be made
as follows.

(1) Minor Delay. Labor idled which cannot be used on other work will be paid for according
to Article 109.04(b)(1) and (2) for the time between start of the delay and the minimum
remaining hours in the work shift required by the prevailing practice in the area.

Equipment idled which cannot be used on other work, and which is authorized to
standby on the project site by the Engineer, will be paid for according to
Article 109.04(b)(4).

(2) Major Delay. Labor will be the same as for a minor delay.

Equipment will be the same as for a minor delay, except Contractor-owned equipment
will be limited to two weeks plus the cost of move-out to either the Contractor’s yard or
another job and the cost to re-mobilize, whichever is less. Rental equipment may be
paid for longer than two weeks provided the Contractor presents adequate support to
the Department (including lease agreement) to show retaining equipment on the job is
the most economical course to follow and in the public interest.

(3) Reduced Rate of Production Delay. The Contractor will be compensated for the
reduced productivity for labor and equipment time in excess of the 25 percent threshold
for that portion of the delay in excess of seven calendar days. Determination of
compensation will be in accordance with Article 104.02, except labor and material
additives will not be permitted.

Payment for escalated material costs, escalated labor costs, extended project overhead,
and extended traffic control will be determined according to Article 109.13.”

Revise Article 108.04(b) of the Standard Specifications to read:
“(b) No working day will be charged under the following conditions.
(1) When adverse weather prevents work on the controlling item.
(2) When job conditions due to recent weather prevent work on the controlling item.
(3) When conduct or lack of conduct by the Department or its consultants, representatives,
officers, agents, or employees; delay by the Department in making the site available;

or delay in furnishing any items required to be furnished to the Contractor by the
Department prevents work on the controlling item.
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(4) When delays caused by utility or railroad adjustments prevent work on the controlling
item.

(5) When strikes, lock-outs, extraordinary delays in transportation, or inability to procure
critical materials prevent work on the controlling item, as long as these delays are not
due to any fault of the Contractor.

(6) When any condition over which the Contractor has no control prevents work on the
controlling item.”

Revise Article 109.09(f) of the Standard Specifications to read:

“(f) Basis of Payment. After resolution of a claim in favor of the Contractor, any adjustment in
time required for the work will be made according to Section 108. Any adjustment in the
costs to be paid will be made for direct labor, direct materials, direct equipment, direct
jobsite overhead, direct offsite overhead, and other direct costs allowed by the resolution.
Adjustments in costs will not be made for interest charges, loss of anticipated profit,
undocumented loss of efficiency, home office overhead and unabsorbed overhead other
than as allowed by Article 109.13, lost opportunity, preparation of claim expenses and
other consequential indirect costs regardless of method of calculation.

The above Basis of Payment is an essential element of the contract and the claim cost
recovery of the Contractor shall be so limited.”

Add the following to Section 109 of the Standard Specifications.
“109.13 Payment for Contract Delay. Compensation for escalated material costs, escalated

labor costs, extended project overhead, and extended traffic control will be allowed when such
costs result from a delay meeting the criteria in the following table.

Contract Type Cause of Delay Length of Delay

Article 108.04(b)(3) or | No working days have been charged for two

Working Days Article 108.04(b)(4) consecutive weeks.

. . The Contractor has been granted a minimum two
Completion Art!cle 108.08(b)(1) or week extension of contract time, according to
Date Article 108.08(b)(7) Article 108.08

Payment for each of the various costs will be according to the following.

(a) Escalated Material and/or Labor Costs. When the delay causes work, which would have
otherwise been completed, to be done after material and/or labor costs have increased,
such increases will be paid. Payment for escalated material costs will be limited to the
increased costs substantiated by documentation furnished by the Contractor. Payment
for escalated labor costs will be limited to those items in Article 109.04(b)(1) and (2),
except the 35 percent and 10 percent additives will not be permitted.
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(b) Extended Project Overhead. For the duration of the delay, payment for extended project
overhead will be paid as follows.

(1) Direct Jobsite and Offsite Overhead. Payment for documented direct jobsite overhead
and documented direct offsite overhead, including onsite supervisory and
administrative personnel, will be allowed according to the following table.

Original Contract Supervisory and Administrative
Amount Personnel
Up to $5,000,000 One Project Superintendent
One Project Manager,
Over $ 5,000,000 - | One Project Superintendent or
up to $25,000,000 Engineer, and
One Clerk
One Project Manager,
Over $25,000,000 - |One Project Superintendent,
up to $50,000,000 One Engineer, and
One Clerk
One Project Manager,
Over $50.000.000 '(I;wo Project . Superintendents,
ne Engineer, and
One Clerk

(2) Home Office and Unabsorbed Overhead. Payment for home office and unabsorbed
overhead will be calculated as 8 percent of the total delay cost.

(c) Extended Traffic Control. Traffic control required for an extended period of time due to the
delay will be paid for according to Article 109.04.

When an extended traffic control adjustment is paid under this provision, an adjusted unit
price as provided for in Article 701.20(a) for increase or decrease in the value of work by
more than ten percent will not be paid.

Upon payment for a contract delay under this provision, the Contractor shall assign
subrogation rights to the Department for the Department’s efforts of recovery from any other party
for monies paid by the Department as a result of any claim under this provision. The Contractor
shall fully cooperate with the Department in its efforts to recover from another party any money
paid to the Contractor for delay damages under this provision.”
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CONCRETE SEALER (BDE)

Effective: November 1, 2023

Replace Section 1026 of the Standard Specifications with the following:
“SECTION 1026. CONCRETE SEALER

1026.01 General. Sealer types shall be according to the listing in AASHTO M 224. All
concrete sealer types shall meet the sealer requirements of AASHTO M 224 when tested in
accordance with AASHTO T 384. The sealer shall be listed on the Department’s qualified product
list.

The sealer shall have a clear or amber color when dry.

The Department will perform the sealer characterization properties of ATR-FTIR spectra, total
solids, and specific gravity in accordance with AASHTO M 224.”

DISADVANTAGED BUSINESS ENTERPRISE PARTICIPATION (BDE)
Effective: September 1, 2000 Revised: March 2, 2019

FEDERAL OBLIGATION. The Department of Transportation, as a recipient of federal financial
assistance, is required to take all necessary and reasonable steps to ensure nondiscrimination in
the award and administration of contracts. Consequently, the federal regulatory provisions of
49 CFR Part 26 apply to this contract concerning the utilization of disadvantaged business
enterprises. For the purposes of this Special Provision, a disadvantaged business enterprise
(DBE) means a business certified by the Department in accordance with the requirements of
49 CFR Part 26 and listed in the lllinois Unified Certification Program (IL UCP) DBE Directory.

STATE OBLIGATION. This Special Provision will also be used by the Department to satisfy the
requirements of the Business Enterprise for Minorities, Females, and Persons with Disabilities
Act, 30 ILCS 575. When this Special Provision is used to satisfy state law requirements on
100 percent state-funded contracts, the federal government has no involvement in such contracts
(not a federal-aid contract) and no responsibility to oversee the implementation of this Special
Provision by the Department on those contracts. DBE participation on 100 percent state-funded
contracts will not be credited toward fulfilling the Department’s annual overall DBE goal required
by the US Department of Transportation to comply with the federal DBE program requirements.

CONTRACTOR ASSURANCE. The Contractor makes the following assurance and agrees to
include the assurance in each subcontract the Contractor signs with a subcontractor.

The Contractor, subrecipient, or subcontractor shall not discriminate on the basis of race,
color, national origin, or sex in the performance of this contract. The Contractor shall carry
out applicable requirements of 49 CFR Part 26 in the award and administration of contracts
funded in whole or in part with federal or state funds. Failure by the Contractor to carry out
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these requirements is a material breach of this contract, which may result in the termination
of this contract or such other remedy as the recipient deems appropriate, which may include,
but is not limited to:

(a) Withholding progress payments;

(b) Assessing sanctions;

(c) Liquidated damages; and/or

(d) Disqualifying the Contractor from future bidding as non-responsible.

OVERALL GOAL SET FOR THE DEPARTMENT. As a requirement of compliance with 49 CFR
Part 26, the Department has set an overall goal for DBE participation in its federally assisted
contracts. That goal applies to all federal-aid funds the Department will expend in its federally
assisted contracts for the subject reporting fiscal year. The Department is required to make a
good faith effort to achieve the overall goal. The dollar amount paid to all approved DBE
companies performing work called for in this contract is eligible to be credited toward fulfillment
of the Department’s overall goal.

CONTRACT GOAL TO BE ACHIEVED BY THE CONTRACTOR. This contract includes a
specific DBE utilization goal established by the Department. The goal has been included because
the Department has determined the work of this contract has subcontracting opportunities that
may be suitable for performance by DBE companies. The determination is based on an
assessment of the type of work, the location of the work, and the availability of DBE companies
to do a part of the work. The assessment indicates, in the absence of unlawful discrimination and
in an arena of fair and open competition, DBE companies can be expected to perform 8.00% of
the work. This percentage is set as the DBE participation goal for this contract. Consequently,
in addition to the other award criteria established for this contract, the Department will only award
this contract to a bidder who makes a good faith effort to meet this goal of DBE participation in
the performance of the work. A bidder makes a good faith effort for award consideration if either
of the following is done in accordance with the procedures set for in this Special Provision:

(a) The bidder documents enough DBE participation has been obtained to meet the goal or,

(b) The bidder documents a good faith effort has been made to meet the goal, even though
the effort did not succeed in obtaining enough DBE participation to meet the goal.

DBE LOCATOR REFERENCES. Bidders shall consult the IL UCP DBE Directory as a reference
source for DBE-certified companies. In addition, the Department maintains a letting and item
specific DBE locator information system whereby DBE companies can register their interest in
providing quotes on particular bid items advertised for letting. Information concerning DBE
companies willing to quote work for particular contracts may be obtained by contacting the
Department’s Bureau of Small Business Enterprises at telephone number (217) 785-4611, or by
visiting the Department’s website at:
http://www.idot.illinois.gov/doing-business/certifications/disadvantaged-business-enterprise-
certification/il-ucp-directory/index.
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BIDDING PROCEDURES. Compliance with this Special Provision is a material bidding
requirement and failure of the bidder to comply will render the bid not responsive.

The bidder shall submit a DBE Utilization Plan (form SBE 2026), and a DBE Participation
Statement (form SBE 2025) for each DBE company proposed for the performance of work to
achieve the contract goal, with the bid. If the Utilization Plan indicates the contract goal will not
be met, documentation of good faith efforts shall also be submitted. The documentation of good
faith efforts must include copies of each DBE and non-DBE subcontractor quote submitted to the
bidder when a non-DBE subcontractor is selected over a DBE for work on the contract. The
required forms and documentation must be submitted as a single .pdf file using the “Integrated
Contractor Exchange (iCX)” application within the Department’s “EBids System”.

The Department will not accept a Utilization Plan if it does not meet the bidding procedures set
forth herein and the bid will be declared not responsive. In the event the bid is declared not
responsive, the Department may elect to cause the forfeiture of the penal sum of the bidder's
proposal guaranty and may deny authorization to bid the project if re-advertised for bids.

GOOD FAITH EFFORT PROCEDURES. The contract will not be awarded until the Utilization
Plan is approved. All information submitted by the bidder must be complete, accurate and
adequately document enough DBE participation has been obtained or document the good faith
efforts of the bidder, in the event enough DBE participation has not been obtained, before the
Department will commit to the performance of the contract by the bidder. The Utilization Plan will
be approved by the Department if the Utilization Plan documents sufficient commercially useful
DBE work to meet the contract goal or the bidder submits sufficient documentation of a good faith
effort to meet the contract goal pursuant to 49 CFR Part 26, Appendix A. This means the bidder
must show that all necessary and reasonable steps were taken to achieve the contract goal.
Necessary and reasonable steps are those which, by their scope, intensity and appropriateness
to the objective, could reasonably be expected to obtain sufficient DBE participation, even if they
were not successful. The Department will consider the quality, quantity, and intensity of the kinds
of efforts the bidder has made. Mere pro forma efforts, in other words efforts done as a matter of
form, are not good faith efforts; rather, the bidder is expected to have taken genuine efforts that
would be reasonably expected of a bidder actively and aggressively trying to obtain DBE
participation sufficient to meet the contract goal.

(a) The following is a list of types of action that the Department will consider as part of the
evaluation of the bidder’s good faith efforts to obtain participation. These listed factors are
not intended to be a mandatory checklist and are not intended to be exhaustive. Other
factors or efforts brought to the attention of the Department may be relevant in appropriate
cases and will be considered by the Department.

(1) Soliciting through all reasonable and available means (e.g. attendance at pre-bid
meetings, advertising and/or written notices) the interest of all certified DBE
companies that have the capability to perform the work of the contract. The bidder
must solicit this interest within sufficient time to allow the DBE companies to respond
to the solicitation. The bidder must determine with certainty if the DBE companies are
interested by taking appropriate steps to follow up initial solicitations.
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(2) Selecting portions of the work to be performed by DBE companies in order to increase
the likelihood that the DBE goals will be achieved. This includes, where appropriate,
breaking out contract work items into economically feasible units to facilitate DBE
participation, even when the Contractor might otherwise prefer to perform these work
items with its own forces.

(3) Providing interested DBE companies with adequate information about the plans,
specifications, and requirements of the contract in a timely manner to assist them in
responding to a solicitation.

(4) a. Negotiating in good faith with interested DBE companies. It is the bidder's
responsibility to make a portion of the work available to DBE subcontractors and
suppliers and to select those portions of the work or material needs consistent with
the available DBE subcontractors and suppliers, so as to facilitate DBE
parti