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Ji\2009\246 IDOT PTB 153 Item 2I\Cadd\Design\0I6-IION\W.0.15 Oriole SteelPlans\0I6-l0L.dgn

STRUCTURE FOUNDATION
METRIC BORING LOG
A
O'BRIEN & ASSOCIATES, INC.
CONSULTING ENGINEERS Sho I of 2
1235 E. DAVIS ST./ARLINGTON HTS.. IL 60005
(847)398-1441 * FAX{847) 398-2376
ProjectOriole Avenue over John F.Kennedy Expressway OBA JOB NO. 00140
Route FAU 34lover FAIS0 Structure NAQI6-1I0] Rig _CME-75
Sectioni5lh.F-B LocationChicago, lllinois Bored By CcC
County Cook Date Febraury 17, 2000 Checked By DOB
BOR‘NG NO:: DB"| " Surface Water Elev. N/A ®
Station 00+957.5 gg el o Groundwater Elevation 196.75 WD N/ |z & Al oq "
——————————— 1 [} u
Offset 12.0 m Rt. Eémm) Py | %) i;i:pdwmer Ei)euvr?'orj 196.6 AB ; B8lwm | kP |0
Ground Surface ElevatidBs.9
Black TOPSOIL — i
199.6
SAND & GRAVEL-brown-loose 4 CLAY-gray-soft to stiff (A-6) 2
(A-I) FILL 4 2
199.15 3 NP 5 6 1368 | 2l
SANDY LOAM with Gravel-brown- 4| —]
medium dense (A-2) FILL 1987 G NP 2 — [
4 12
LOAM-grayish brown-loose (A-4) -5 3 -9.0 4 968 | 2|
FILL 2 NP | I ]
198 |
2 |
Black TOPSOIL 4 3
4 - 140 3 56B |22
N 12
—] ! 13
-3.0 | - 134 -10.5 9 128B |22
%675 X7 —
v 1894
CLAY-gray-soft to stiff (A-6) | 3
| SANDY CLAY to SANDY CLAY 6
I 96P |22 LOAM-gray-stiff to very stiff — 8 1368 |14
(A-6)
L 14
1 14
-4.5 | 80B |27 -12.0 6 200B | Hl
] 876 |
| 4
2 CLAY-gray-medium stiff to 4
| 64B [26]| stiff (A-6) 4 568 |23
1 ] 3
1! 5
-6.0 2 56B |25 -13.5 6 80B |12
T 12
R 5
2 48B |25 5] . 1136B |19
] 185.35
| 7
S CLAY-gray-very stiff (A-6) 18
-7.5 3 88B |28 -15.0 14 208B |20

N-Standard Penetration Test (ASTM D-1586) Type Fqil
R-Recovery in millimeters

O'BRIEN & ASSOCIATES, INC.

lure

B-Bulge Failure

$-Shear Failure
E-Estimated Value P-Penetrometer

Qu-Unconfined Compressive Strength (kPalnit wt. (kN/m3) noted in

NP-Non-Plastic

W-Water Content, percent dry weight

italics above wZ

Notes: Dimensions are in SI unifs.
Elevation 199.930 SI = About 655.93 English

STRUCTURE FOUNDATION
METRIC BORING LOG
"
O'BRIEN & ASSOCIATES, INC. -
CONSULTING ENGINEERS Sh_2 o
1235 €. DAVIS ST./ARLINGTON HTS., IL 60005
(847)398-1441 * FAX(847) 398-2376
ProjectOriole Avenue over John F.Kennedy Expresswa OBA JOB NO. 00140
Route FAU 34lover FAI90 Structure NoAOI6-II0I Rig CME-T5
Sectionlbb.0F-B LocationChicago, llinois Bored By CcC
County Cook Date February 17, 2000 Checked By D0B
BOR|NC NOn DB" » Surface Water Elev. N/A @
Station 00.957.5 = Al o W Groundwater Elevation 196.75 WD \/ g*g el oo
TR AT BT |23 u i g
Offset 12.0 m RY. |@8)am | wPa) |00 E;ﬁ::‘dwcmr E(l)euvrosﬂop 1966 AB % © Bl | kPO | ()
; CLAY-gray-very stiff (A-6) ]
CLAY-gray-very stiff (A-6) 768
] CLAY-gray-hard (A-6) ]
3 9
_16 BEE
-16.5 9 250B | 2 759 -24.0 |23 536B | 12
— END OF BORING at -24.0 m —
I Hollow Stem Augers —
CME Automatic Hammer
1825
— , —
|13 .
SILT-gray-medium dense (A-4) -18.0 14 NP |15 -25.5
/81.0
‘CL.AY-ngy-very stiff (A-&) (35
-19.5 | 8| [224B |6 -27.0 |
. » ]
_15 _
-21.0 |10 2408 |20 -28.5
i . —
—— 8 JES—
-22.5 | |l 240B | 18 -30.0

N-Standard Penetfration Test {ASTM D-586)
R-Recovery in milimeters

O'BRIEN & ASSOCIATES, INC.

Type Failure
B-Buige Fallure S-Shear Failure
E-Estimated Value P-Penetrometer

Qu-Unconfined Compressive Strength (kPalnit wt. (kN/m3) noted in

W-Water Content, percent dry weight

NP-Non-Plastic

italics above wX
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STATE OF ILLINOIS
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STRUCTURE NO. 016-1101

SHEET NO. 32 OF 36 SHEETS

Foad. SECTION COuNTY | JOTAL | SHEET
90 1515.1-B CoOK of | 15
STA. _TO STA. CONTRACT NO. 60MT79

FED. ROAD DIST. NO. JILLINOIS[FED. AID PROJECT




