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of Transportation SOIL BORING LOG of Transportation SOIL BORING LOG
B o amena transporistion Date __3/1510 e sraneportason Date __7/8/08
ROUTE L87/70 DESCRIPTION Overhead Sign Triss locations, LOGGED BY _E. Sandschafer ROUTE 1-57/70 DESCRIPTION Qverhead Slan Truss locations. . LOGGED BY _E. Sandschafer
SECTION Various LOGATION _N.1/2, SEC. 17, TWP. 8 N. RNG. 6 E, 3 PM SECTION Various LOCATION _N 1/2, SEC. 17, TWP. BN, RNG.6 E, 3 PM
COUNTY Effinghar DRILLING METHOD _ Hollow stetn auger & split spoon_ HAMMER TYPE Auto 1408 COUNTY Effingham DRILLING METHOD __Hollow stem auger & split spoon = HAMMER TYPE Auto 140#
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Station _ 2249425 HI 8 1 Qu| T | FirstEncounter 5882 # |H| S jQu | T 2249+2§ HI S {Qui T Il Fiest Encounter 5851 #t
Offset 852,008 Rt X Upon Completion 5887 # 5 Offset 5.00ft Rt Upon Completion 586.0  #t
Ground Surface Elev, 60270 ft |(f)) (16"} (tsf)| (%) || Amer_24 wrs. 8973 #t |{f)] (/6")| {tsh)| (%) Ground Surface Elev,_600.99__ft | ()] (6"} | (tsf)| (%) || After 24 _Hrs. 5950 ft
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The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, 5-Shear, P-Penatromater) The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)
The SPT (N value) is the sum of the last two blow values in each.sampling zone (AASHTO T206) o The SPT (N value) is the sum of the last two blow values in edch sampling zone (AASHTO T206)
B88S, from 137 (Rev. 8-99) BBS, from 137 (Rev. 8-99)
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