ILLINOIS DEPARTMENT OF TRANSPORTATION Bridge Foundation
District Nine Materials ‘Boring Log
FA Rte 686 (IL 4] Over Beaucoup Creek Sheet 1 of 2 ) Sheet 2 of 2
Route L Rte 686 (IL 5 Gumber; 039-0042 Date: 10/3/2008 Route: s+ Rte 686 (IL 4) Date: 107372008
| Section 1158, 115B-BR . ’ Bored By: Rich Moberly Sectien: 1158, 115B-BR
gf County: Jackson Location: 0.5 mi West of IL Rte 13/127 Checked By: Rob Grasff County; Jackson
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@ Hard, damp, brown and grey, 1 ) Medium fo stiff, very moist, 3 Very stiff, damp to moist, brown, 10 Medium, moist, grey, fine Sand 1“4
=t Silty Clay A-6 brown, Siity Clay Loam A-6 Clay A7-6 with Clay fayers
5 . _— 80% Sand 1
s 3 3 16% Sitt
S [ These break fines are corect. - ] 6 458 14 3 14B 18 —] 4% Clay —]
& The rig is elevated; 1st sample is 8 1 4 [
by 1.5t03.0 o - —_
{ - 379.5 3545 T : 304.5 Washed 1'
+ Very stiff, moist, grey and brown, 1 ery stiff, moist, brown, Clay to 1 Z Very dense, moist, grey, fine 14
g Silty Clay to Clay A7-6 500 4 248 22 ||silty Clay AT-6 300 4 218 47 5500 7 288 22 ||Sand —.800 30 23
= 5 5 - 9 80%. Sand 35
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9 377.0 — 1 4% Clay
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=) Medium, very moist, grey, Clay A 2 a— D
e A7-6 | 2 osB # 5 238 16 — ]
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§ 374.5 — 1 i i 324.5 ’
= Very stiff, moist, grey, Clay 1 ] Stiff, moist, grey, Clay A7-6 2 ]
7 AT-6 g0 3 zae . 80 5 2 17 - 80G 5 &8 19 85.0
4 8 § —]
s 347.0 ] ]
& 1 Very stiff, damp o moist, brown, ) 2
KX 74 218 29 [IClay A7-6 6 278 16 — —
S _—
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- 360.5 - - 3 blow-in 3195 204.5 Washed 1'
Stiff, moist, grey mottled brown, 1 1 Loose, wet, grey, fine Silly Sand WH Mediurn, very moist, grey and 4
Clay A7-6 - 1600 3 1.7 35 200 B 318 6 850 WH black, fine Sand with Coal 200 ¢
4 : 8 S 4 pieces 14
® 3175
3_; N—— [R— Very dense, moist, grey, Silty . o
] 1 fitan Sand with some Gravel
4 248 26 I 72% Sand — ]
— 5 . 11% Silt 1 2905
] 12% Clay o i Hard, damp, grey, weathered ]
S — 5% Gravel Washed 2' Clay Shale 289.5
3640 7 3 9 Hard, dry, grey, Clay Shale 289, 100/3"
Soft, very moist, brown mottled 200 4 0.38 26 450 8 . 31B 16 ~.700] 33 22 o 95.0) ’
grey, Siit Loam A-4 4 11 . 36 Bottom of hole 94.3 feet
’ — — Free water observed at 20.0 ft _—
1 : T JU— RS
3 0.38 28 ] Elevation referenced io BM @ o
1 a B NE wingwall = 384.3 feet
] - 359.5 - 3008 i Washed 3 To convert "N" values to "N&0" 1
{Medium to stiff, very moist, 1 2 Medium, moist, grey, fine Sand [ values muliiply by 1.25 ]
brown, Sity Clay Loam A-6 2500 2 108 24 500 8 338 a7 with Clay layers 750, 14 100.0
N-Std Pentr Test:.2" OD Sampler, , N-Std Dentr Test: 2" OD Sampler, , :
140# Hammer, 30" Fall (Iype Fail. B-Bulge S-Shear E-Estimated P-Penstrometer) 140# Hammer, 30" Fall (Type Fail. B-Bulge S-Shear E-Estimated P-Penetrometer)
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