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File Name S:\SOILS\GINT FILES\MORGAN\069-0521 PR MOUND ROAD OVER IL 104.GPJ Dafa Template D6TEMPLT.GDT Dale Prinfed 8/16/06

Lafitude 39 Deg 43.611 N Longilude 90 Deg 16.413 W Dalum NAD83 Job Number DI6-554-03

Minois Department . Poge 1 of 3
of Transportation SOIL BORING LOG
Dele__5/25/05
ROUTE FAU B173 _ DESCRIPTION Mound Road over IL 104 LOGGED BY . Tappan
SECTION (69-HB)BR LOCATION SW /4, SEC. 24, TWP. 15 N, RNG. 10 W, 3 PM
COUNTY Morgan DRILLING METHOD HSA HAMMER TYPE 140 # Auto
069-0031 Ex
STRUCT. NO. 069-0521 Pr B | B | U | M lSurfoce Water Elev. N/A Dl B UM
Station 100+00 El L | C | O | Stream Bed Elev. N/A el Ly cgo
Pl o | s |1 Pl o | s |1
BORING NO. 2 W. Pier T S || Groundwater Elev.: T W s
Station 99+80 H| S Qu | T |iyFirst Encounter No Encounter ft L Qu | T
Offset 24.0ft Rt § [¥ Upon Completion Dry ft .
Ground Surface Elev. 649.0 | () /67 (isf)| (%) |l Atter Hrs. Plugqed ft (f)] /67 (sf)| (%)
Crushed Stone (Fill) CLAY LOAM (Till) (confinued)
647.50 3
CLAY LOAM (Til) Grey Moist CLAY LOAM (Till) 6| 7.0] 10
24 | s-10
R 17
Greyish Brown Moist CLAY LOAM 6 4.1 16 || w/ Sandy Clay Loam Seams 21 80| M
(TiIr) 17 3 Broken Sample 7| €
— |
8 | 50| 15 ]
12| 8
13 2
Grey Moist CLAY LOAM (Till) 7 | 5.7 12 || Grey Moist CLAY LOAM (Till) T4 | 45| 11
p 11| B 16| B
— |
8 | 60| 12 ]
10
-1 3 o1
7| 62| 12 5 [ 45| 15
Rl 9| B
—, _
8 | 64 1 ]
13 8
12 1 o2
Grey Moist CLAY LOAM (Till) 7 | 3.3 13 || Grey Moist CLAY LOAM (Till) 7| 45| 14
b 12 | s b0 B

The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S—Shear, P-Penetrometer, E-Estimated)

Abbreviations W.0.H - Sompler Advanced By Weight of Hommer, W.0.P - Advanced by Weight of Pipe, B.S. - Before Seating
The SPT (N value) is the sum of the last two blow values in each sampling zone (AASHTO T206) BBS, from 137 (Rev. 8-99)
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Latitude 39 Deg 43.611 N Longitude 90 Deg 16.413 W Datum NADB3 Job Number D36-554-03

ToTaL SHEET
ROUTE No see COWNTY SHEETS o

SHEET NO. 24

Sl o* MORGAN 63 52 OF 27 SHEETS
* (69-HB)BR CONTRACT NO. 72837
lllinois Department . Poge 2 of 3
of Transportation SOIL BORING LOG
1007 st &Y Date __ 5/26/05
ROUTE FAU 8173 DESCRIPTION Mound Road over IL 104 LOGGED BY M. Tappan
SECTION (69-HB)BR LOCATION SW 1/4, SEC. 24, TWP. 15 N, RNG. 10 W, 3 PM
COUNTY Morgan DRILLING METHOD HSA HAMMER TYPE 140 # Auto
069-0031 Ex
STRUCT. NO. 069-0521 Pr D| B | U | M |Suface Water Elev. N/A Dl B | U | M
Station 100+00 El L | C | O | stream Bed Elev. N/A ft L L B
Pl o | s |1 Pl o | s |1
BORING NO. 2 W. Pier W S || Groundwater Elev.: Tw S
Station 99+80 Rl S| Q| T IgFirst Encounter No Encounter ft Hp S| Q| T
Offset 24.0ft Rt o [¥ Upon Completion Dry ft .
Ground Surface Elev. 649.0 | (M) /6" (sD)| (%) |lwatter Hrs. Plugged ft ()] /67 (1sf)| (%)
CLAY LOAM (Till) (confinued) i CLAY LOAM (Til) (confinued) B
-, _|
Grey Moist CLAY LOAM (Till) § | 43| 14
b 9| 8 ol
- 2 - 2
Olive Grey Moist CLAY LOAM 8 | 38| 16 || Grey Moist CLAY LOAM (Till) T 41| 0
(Tilr) b9 | 8 b8 | 8
-, _]
Grey Moist CLAY LOAM (Till) 5[ 47| 16
-sp 7 8 -7
11 11
T [ 2.6 16 || Grey Moist CLAY LOAM (Till) 5| 28] 19
-6h O -8p 7

The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer, E-Estimated)

Abbreviations W.0.H - Sampler Advanced By Weight of Hammer, W.0.P — Advanced by Weight of Pipe, B.S. — Before Seating

The SPT (N value) is the sum of the last fwo blow values in each sampling zone (AASHTO T206) BBS, from 137 (Rev. 8-99)
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