ILLINOLS DEPARTMENT OF TRANSPORTATION
District Nine Materials

TR 319 (Etherton road ) Over Stream

Bridge Foundation

Boring Log
Sheet 1 of 2

Route: TR 319
Section
County; Jackson

A AL LS

Number: 038-0044

Data: 8/23/39

Location: At Etherton

Bored By: B.Keller

Checked By: J. Zdankiewicz

b B Surf Wat Elev: _ 317.0 b B
Baring No 1-§ E L Ground Watsr Elevation I L
Station 9+59 P o when Drilling __373.1 P o
Offset 6' RT of CL T w Qu At Cempletion 376.1 T w Qu
Ground Suzface 396, 1Ft | H tst | W% | ae: Hxs: H Wl | W%
Multi A-1 & Crushed Aggregate ] Soft, very moist, grey, Siity Clay i1 0.38 29
A6
294.6
369.1
Mediurn, moist, brown, Siit Loam 2 Loose to very loose, very moist, 1
to Loam A-4 —t 2 0.6P 18 ||grey. Fine to Coarse Sand with - 1
2 Organics and Siity Clay layers 3
366.6
5.0 2 Medium, very moist, grey, Silty 3001 WH
— I 2 ors 8 ||Clay A6 R 38
3 1
— 384.1 —
1 Very soft, very moist, grey, Silty W
2 083 17 |jClay A-6 WH 0.2B 38
2 Y
3616
100 1 Medium, moist, grey, Siity Clay 350 WH
— |72 Toss 22 ||to Sty Clay Loam A6 _ | 1t o088 29
2 1
384.1 - 301 ]
Soft, very moist, brown, Silt —_— Mediunt, very moist, grey, Clay 1
Loam to Loam A4 2 0.38 27 [|A7-8 1 078 29
1 WH
3816 356.6
Medium, moist to very moist, 15.0 1 Medium, very moist, grey, Silty 40.0 1
grey, Loam to Silt Loam A-4 I 3 078 27 |Clay to Silty Clay Loam A-6 ] 1 0.68 29
3 WH
378 — 1
Very soft, very moist, grey, Silt bW —
Loam to Loam A4 . TwWH o028 27 _
p— WH ——
h— 3516
376.1 20.00 WH Medium, very moist, grey, Clay 45.0{ WH
Medium, moist, grey motied — 11 os8 23 ||A7-6 1 we o8B 33
brown, Silty Clay A6 2 WH
3741 - -
Medium to soft, very moist, grey, 1 p—
Silty Clay to Clay A-6 1 058 31
2 e
ane 3465 i
2501 WH 50.9 1
N-Std Pentr Test: 2" OD Sampler,
140# Hammar, 30" Pall (Type Fail. B-Bulge h
Sheet 2 of 2
Route: TR 319 Data: 8/23/99
Section:
County: Jackson
Boring No: 1-§ g E : ﬁ
Station: 3+59 M ° P °
otfset: 6' RT of CL T w Qu T W Qu
Ground Surface: 396, 1Ft] H st W% H taf W%
Mediurn, very moist, grey, Clay to _] 2 0.88 20 1 2.78 16
Silty Clay A-6 2 15
=t -
3416 3166
Very stiff, moist, grey, Clay A7-6 55.01 2 Very dense, dry, grey, 80.0} 100/0.5"
I ) 278 23 || Sandstone 3158
7
_ Hard, dry, grey, Clay Shale I
3366 -
Very stiff, moist, brown, Clay 600] 3 85.0i 100/4”
A7-8 179 aas 23 ]
12
6506 3061 __ 00| 100/4"
| 12 asB 18 ]
18
— Bottom of hole = 89.6 feet —
326.6 ]
Very stiff, moist to damp, grey to 70.0] 8 Free water observed at 23.0 feet 95.0]
olive, Clay A7-6 with — 13 3.38 14 ]
Broken Sandstone Gravel 18 to BM at
] NE wingwall of existing structure; 1
Elevation = 396.6 feet
1 To convert "N" values to "N80" —_
1 values muitiply by 1.25 e
7500 4 190}

N-5td Pentr Test: 2" OD Sampler,

140# Hammer, 30" Fall (Type Fail. B-Bulge

’ D 8
Boring No; 2-S : E ) - L
Station: 10+44 P ° P o
Offset: 18' Lt CL T w Qu T w Qu
Ground Surface: 393.6¥7e] H tsf | W% H ot | W%
dchAniaodmibeiienr 2
Very stiff, moist to damp, grey — 7 3.38 22 —

Clay A7-6 9 I
§50]_ 3 Botiom of hole = 71.0 feet §00]
| 7 278 21 . .
13 Froe Water cbserved at 17.0 feet _____|
__.“ fevation referenced to BM ___:
- on NE wingwall; Elevatidn ]
= 396.6 foet
] To convert™N" valuss to "NSO* - :
3341 . values muttiply by 1.25 ]
600] S . —250
Very stiff, damp, grey, Clay 12 308 14 ' — .
A7-6 with 18 !
Gravel —J . —
et ot .
Joow— }
6501 3 80.0)
| 24 25 15 1
18 N U
3248 | J—
Hard, damp, grey, pa—
Clay Shale 3236 700l 10 95.0]
Very Dense, dry, grey, Sandstone —] 100/1" ]
(Refusal) 3228
759 1600}

ILLINOIS DEPARTMENT OF TRANSPORTATION

TR 318 (Evherton Road } Over Stream

. Bridge Foundation

District Nine Materials Bering Log
Sheat 1 of 2
Numbar: 039~0044 Date: 8/24/99

Route: TR 319
Section
County:_Jackson

4 At Etherton

Bozed By: B.Kellar

Checked By: J. Zdankiewicz

D B Surf Wat Elev: . 377.4 D B
Boring No 2-S — L Ground Water Elevation & L
Station 10+44 Pl o when Drilling ___376.6 | o
Offser 181 1t CL 4 T w Qu At Completion __ 371.6 T w Qu
Ground Surface 393.6Ft| H Bt | W% llae: fire: H tof | we
Medium to soft, very moist, grey, e WH 03B 39
Clay A7-8 WH
Stiff, moist to damp, brown, Siit —
Loam A-4 3668
2 Soft, very moist, grey, Clay to e WH,
2 1.28 12 [{Slity Clay A7-6 ] WH 048 34
2 T l.wH
399.1 364.1
Medium to soft, moist to very 5.9 1 Medium, very moist, grey, Sitty 3000 WH
moist, brown, Silt Loam to Loam —_ 2 0.98 20 [{Clay A6 P 1 0.78 35
A4 2 1
— ;s |
1 Soft to medium, very moist, grey, 1
1 0.58 25 ||Sitty Clay A6 WH 048 30
1 ] own
384.1
Medium to soft, very moist, gray, 10.0] 1 3501 WH
Siit A4 ] 1 os8 2% | WH 058 %
2 WH
p— —
3816
Soft, very moist, gray, Silt Loam —t 1 — 1
A4 WH 03B 34 2 078 8
1 3
354.1
150} WH Medium, molst, grey Clay to Clay 40,0] WH
] 1 0.48 30 |iLoam A-6 with broken —] 2 0.58 17
WH Gravel 3
aee | 1
Medium, very molst, grey, Sand 2 ]
and Gravel 8 p———
11 p—
374.1 349.1
200 3 Stiff, moist, grey, Sandy Clay 48.0} 1
(No Sampie) 3 Loam 1o Clay Losm A-4 ] 3 128 18
1 4
Soft, very moist, gray, Silt Loam
to Silty Clay Loam A4 _ W 1
1 048 30 U
2691 3449
25.0] 1 50,01 3
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