CONTRACT NO. 84413

3 lllinois Department

Page 1 of 2
/ of Transportation SOIL BORING LOG
it Bapar oot Terapartatian Date __4/24/00_
ROUTE FA 5 (US 20 BR) DESCRIPTION P-92-046-59 US 20 pver Yellow Creek LOGGED BY C. Jenkins
SECTION 188R-2 LOCATION _ Gliver Cresk Twp. SE, SEC. 4, TWP, 26N, RNG. 86
COUNTY Staphenson DRILLING METHOD Holiow Stem Auger. HAMMER TYPE _Mobile Safe-T-Driver
STRUCT.NO, DB LU M lsuace Water Eiov, a51 # (S| B U MW
Stati 56+ 25 El L 1 C| Ol sieamBedElev. ft ElLIG O
Pl O 8 ! Pl O 5 i
BORING NO. B8-2 T\ W 5 |l Groundwater Elev.: T W s
56 + 67 Hi & 1@ | T I rist Encounter ft H| 8§ jQuj T
Offset 23.00ft Rt CL N Upon Completion ____ Wash  ft
Ground Surface Elav, 99.1 § (] (8") 1 (tsh) | (%) || Aftor Hrs., #t () | (/6%) | (tsf) | (%)
Air 14 ] STIFF gray SILTY LOAM 9
] 13 |18]9
| 8 P
b 1
] 1=
] 17 (18] 24
- 75.10 71 B
5 25}
Wash 3]
- STIFF gray SILTY LOAM 18 {12] 31
] 7260 11| S
I Wash ]
I VERY STIFF gray SILTY LOAM -
- with 8 SAND lans el R
] 70.10 5P
0] 0]
Wash [3]
- VERY STIFF gray SILT 11 | 25
_ 67.60 nis
1 Wash ]
- STIFF gray SILTY LOAM 1212 >
85.10 14| 8
Wiatsr 16 17,5 810
a5 2]
Wash 9
- VERY STIFF gray SILTY CLAY 111 {23 28
N a2s0 114 8
8160 | ]
river bottom SILT & SAND to 200 Wash ]
VERY SOFT black SH_TY LOAM — 0.0 | 52 || STIFF gray 8ILTY LOAM 43117 2
—_ P goto__| 13| B
79.10 .j |

Tha Unconflned Compressive Strength (UCS) Failure Mode Is indicated by (8-Bulge, 3-Shear,

Thie SPT (N valua) Is the sum of the last two biow values in aach sampiing zone (AASHYO T206)

P-Penatrotater)

BBS, from 137 (Rev, 8-99)

\ lllincis Department Page 2 of 2
) of Traneportation.  SOIL BORING LOG = °
ni':':'&':u"'ﬂ'."' el Tansparatan Date _4/24/00

ROUTE ___FAB(VSZ0BR) _ DESCRIPTION __P-52:048-09 UUS 20 over VellowCresk  LOGGEDBY . Jenking

SECTION 10882 LOCATION _Silver Creal Two, 86, OHC. A TWE.ZANANG,8E
COUNTY __Staphenaon . DRILLING METHOD ___HolowSlemAuger . HAMMER TYPE _oblle Safe-T:Qriver

BYRUST, NO, BB U/ M| gutasewaterEiev. saf % (DI B [U | m
Statlon EF I 5 :5 g ? Stream Bed Elev, ___  _ _# g }5 g o
I
BORINGONO, .. B2 [T W 8 | raundwator Elevs T W 8
gt#mn &6 v 67 Hi 8 | Qu| T |[ FiretEncounter # (M| 8 Qu| T
23,008 1B Cl, Upon Completion 7T
Ground Burfucs lev, 90— |10 (0 | 00 | 0% | Afer - e R ooy | ) | o
ame 6 ahove o 1 VEHV ISENsE Tan “I‘!. EKNE 18
_T1 11 | 17| 20 || tcontinued) ~| 26
138 aren _| 38
57.10 —
Wash 12
DIENaE gray fina SAND -5 DENSE tan fine SAND - 153
~ 18 ags0 1 20
480 Bnd of Benng ]
STIFF gray SILTY CLAY TiLL E —
EaBIRRrART =
8280 128 -
Wash ik ~
VERY 8TIFF gray SILTY GLAY 117 27| 17 ]
TILL s .
4980 .
MEDILIM tan fivs well-cemenied Hy —
BAND -0 )
are0 | 18 ]
VERY DENSE tan fine 17 ™
well-comentsd SAND -7 B
10| 3¢ 1
MEDIUM tan fine SAND =Y, 'jq
1 11 ]
aee | 16 ___'
VERY DENSE tan fine SAND —] 13 -
g ]
38 -

The Unvonfined Compressive Strength (UCS) Fallure Mode (a Ingloated by (5-Bulge, B-8hoar, P-p
The BT (N Valtie) e (18 S 0f the aat 1o LIOW velen i eac sampilng. o (AABHTO T208) enetromater)

BES, from 137 (Rov. 8:99)

DESIGNED L.C.M.

20

EXAMINED
CHECKED  S.D.K.

PASSED
DRAWN T.L.N. S
CHECKED  S.D.K.

ENGINEER OF BRIDGE DESIGN

ENGINEER OF BRIDGES AND STRUCTURES

LEGEND

N Standard Penetration Test-Blows per foot to drive 2"

0.D. Split Spoon Sampler 12" with 140# hammer faling 30"
Qu  Unconfined Compressive Strength - 1/sF.
Wx  Water Content - precentage of dry weight - X,

Type Failure

B Bulge Failure
S Shear Failure
£ Estimated Value
P Penetrometer

ROUTE NO. secTIon

SHEET NO. 2/

¥orat aEET
COUNTY SHEETS .

S.B.L

FA S 98-2-D,

STEPHENSON 57 37

23 SHEETS

FED, ROAD DIST. NO. 7

numors | FED. Al0 PROJECT-

Notes: For location of borings, see General Plan & Elevation

sheet No. 1

Offsets are given from € F.A. Roufe 301 U.S. 20.

SOIL BORING

U.S. 20 B.R. OVER YELLOW CREEK
F.A. RT. 5 SEC. 19B-2-D

STEPHENSON COUNTY
STATION 56+25.00

STRUCTURE NUMBER 089-0008




