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ROUTE DESCRIPTION
SECT @ STRUCT.NO. . DRLLEDBY BP .
COUNTY _McHenry = LOCATION _USidoverMokelerCreek S . ,TWP. __ RNG.
BoringNo. _____B18 | D B Surface Water Elev. D B
Station ____0+676816 | E | L Groundwater Elev.: E| L
Offset 58m Lt P o when drilling P o
T W {Qu | W at Completion T W | Qu | w
Surface Elev. 29283 (m) Hi 8 !kPa | % | after _.___ . H{ S8 |kPa | %
FILL, 5" asphait —
87" concrete
over gravel, -] 5
sand, clay, _ |1 & 192 18 17
topsoil & 7 P
cinders, brown & | 284.4
black, medium
dense to loose 4 SILT, brown, 5
] 6 240 22 loose to medium & 19
a5 .1 P dense 00 | 2
|8 —
110 19z 21 1
12 P |
4 10 d B
117 192 19 1 s 16
30 14 P -10.8 7
] 2819 |
It 25 1
3 SANDY LOAM,
brown, medium ]
- dense -
I 27 1 14
2883 45 120 1
SANDI, some i N
gravel, brown, ]
dense, damp to ] ?g 4 ]
saturated at 26' 1 24 —
e 17 | 22
i 18 6 17 8
60 | 19 135 1 13
20 _
| 25 5 —
128 _l
417 ]
_ 1 28 6 15 16
15 43 1501 _
8PT. (Nj = Sum of last two blow values in sample. (Qu) B=Bulge S=Shear P=Penetration Test
Stations, Depths, Offset, and Elevations are in Meters
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STRUCTURE NO.
ROUTE ____

SECTION
COUNTY _McHenry

Qu
kPa
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3]

Elevation 2778 _____ (m)

2772

SILTY CLAY LOAM,
brown to gray,

hard 11
1851 20
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Lidal
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25
SPT. (W) = Sum of last two blow values in sample. (Qu) B=Buige S=Shear P=Penetration Test
Stations, Depths, Offset, and Elevations are in Meters
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U.S. 14 RETAINING WALLS
AT MOKELER CREEK
SECTION 29R-T
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