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GENERAL NOTES

1. REINFORCEMENT, EXPANSION MATERIAL, SAW CUTTING AND
SEAUNG OF JOINTS IS INCIDENTAL TO P.C.C. PAVEMENT AND

BITUMINOUS PAVEMENT.

2. PAVEMENT THICKNESS "T* TO BE 6 INCHES, EXCEPT WHERE

NOTED OTHERWISE.

3. CURING AND FINAL FINISH SHALL BE COMPLETED IN ACCORDANCE

WTH THE SPECIFICATIONS.

NEW PCC PAVEMENT

SEE SEALANT
DETAL C
. *

NEW PCC PAVEMENT

3 _TAPER

BASE COURSE
3" TAPER

TYPE B - THIC

|
KENED EDGE

EXPANSION JOINT

DEFORMED #5 REINFORCING BARS,

NEW PCC PAVEMENT

EPOXY COATED, 30" LONG, SPACED
30" ON-CENTER SEE SEALANT o
DETAL A =~
NEW PCC PAVEMENT

L/2 \ CRUSHED AGGREGATE

=~ BASE COURSE

TYPE G - HINGED

CONTRACTION JOINT

1/2
SILICONE SEALANT 1/2" MIN. DEPTH
(SEE SPECIAL PROVISIONS)

- 1/4" MAX. BELOW
+1/8 PAVEMENT

5/8 MIN. —1 1/4° MIN.
“.r e

T/3 INIMAL SAWCUT —!

\'smzn JOINT FACE
5/8" ROD BACK—UP MATERIAL

(CLOSED CELL RESILIENT FOAM
OR SPONGE RUBBER)

DETAIL A - SEALANT

\CRUSHED AGGREGATE

]
NEW PCC PAVEMENTj\ ]

AT MID DEPTH { 3'-8" DIA.)

DEFORMED #5 REINFORCING BARS,
SEE SEALANT EPOXY COATED, 30" LONG, SPACED
DETAL B 30" ON—CENTER

o~

= /—~NEW PCC PAVEMENT
L2 CRUSHED AGGREGATE

~— BASE COURSE

TYPE E - HNGED-KEYED
CONSTRUCTION JOINT

[

- . 1/4" MAX, BELOW
SILICONE SEALANT 1/2" VT x1/8 PAVEMENT
MiN. DEPTH (SEE SPECIAL

PROVISIONS)

5/8" MIN. —1 1/4" MIN.

5/8" ROD BACK-UP NATERIAL / \\_
(CLOSED CELL RESILENT FOAM SAWED JOINT FACE
OR SPONGE RUBBER)

DETAIL B - SEALANT

INNER #6 EPOXY--COATED DEFORMED REINFORCING BAR HOOP
AT MID DEPTH ( 2'~8" DIA)

QUTER #6 EPOXY—COATED DEFORMED REINFORCING BAR HOOP

FRAMING NOTES

1. HOOP REINFORCEMENT REQUIRED AND SHALL BE ONE PIECE
CONSTRUCTION HAVING A MINIMUM LAP LENGTH OF 2'-0%,

PAVEMENT THICKNESS "T* TO BE 8 INSIDE
4’ SQUARE BLOCKOUT AREA

SLAB JOINT, TYP,
(SEE JOINTING PLAN)

THICKENED EDGE WITH EXPANSION JOINT (TYPE B, SEE DETAIL), ALL
FOUR SIDES. BOTH SIDES OF EXPANSION JOINT 70 BE THICKENED.

JOINTING AND REINFORCING AT STRUCTURES

SEE SEALANT
DETAL A

CURB TQ BE CAST INTEGRAL -
WITH NEW P.C.C. PAVEMENT 3

CRUSHED AGGREGATE
ASE COURSE

1/4" MAX. BELOW PAVEMENT

668.85 B.0.C

ANy

PAINT FACE/TOP OF CURB
EPOXY YELLOW

—

1" R
% HEIGHT VARIES FROM

2.88" 70 6", SEE
STAKING PLAN

CURBED PAVEMENT EDGE

3/8" & 1/8"

SEALANT ASTM D3405

[NEW PCC PAVEMENT

CRUSHED AGGREGATE
BASE COURSE

TYPE H - SAWED
CONTRACTION JOINT

1/4” RADIUS OR CHAMFER LIRS

t/4 MAX. BELOW
SILICONE SEALANT VEMENT
14 1/8" DEPTH (SEE SPECIAL - /8
Pszovmows) 1+ 178
]

PREFORMED JOINT/ xmm) BREAKER ¥

FILLER, ASTM 1751

* POLYETHYLENE OR POLYESTER TAPE (3 MIL. MIN.) OR MARKING
TAPE, RUBBER TAPE, 1/8” WIDER THAN WIDTH OF JOINT.

DETAIL C - SEALANT

1/4" MAX. BELOW PAVEMENT
SEALANT ASTM D3405

—1-1/2" + 1/8"

NEW BITUMINOUS | EXISTING BITUMINOUS
PAVEMENT | PAVEMENT

BITUMINOUS/BITUMINOUS SEAL

3/8" + 1/8"

2" £1/8

NEW P.C.C. PAVEMENT PROPOSED BITUMINOUS
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