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MIDLAND STANDARD ENGINEERING & TESTING, INC.

MIDLAND STANDARD ENGINEERING & TESTING, INC.
STRUCTURAL BORING LOG
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MIDLAND STANDARD ENGINEERING & TESTING, INC.
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STRUCTURAL BORING LOG
SHEET 1 OF 1
PROJECT _ Stearns Road Bridge Corridor - Stage 5 DATE 6/11/08
ROUTE __FAP 361 BORED BY SPE
SECTION _ 06-00214-25-BR BRIDGE CHECKED BY
COUNTY Kane WATER SURFACE EL. -
BORING SB-9 GROUND WATER AT
STATION 507+00 Qu { W | COMPLETION none Qu | w
OFFSET 91' R of CL Depth{N/6"| tsf % | AFTER - HOURS - Depth{N/6"| tsf %
GROUND SURFACE EL. 724.0 M (Ft) CONTINUED M (Ft)
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N-Standard Penetration Test- Qu- Unconfined Compressive Type failure: B- Bulge Failure

Blows per foot to drive 2 inch
Q.D. Split Spoon Sampler 12 inches

with 140 lbs. hammer falling 30 inches

Strength (tsf)

W- Water Content-percentage
of oven dry weight (%)

ST- Shelby tube sample

3/30/2009

450 E Devon Ave, Suite 300

itasca, lllinois 60143

Tel: 630.773.3900 Fax: 630.773.3975

CIVILTECH smuoitachinecon

S~ Shear Failure
E- Estimated Value
P-Penetrometer

SHEET 1 OF 1
PROJECT _ Stearns Road Bridge Corridor - Stage § DATE 6/11/08
ROUTE _FAP 361 BORED BY SPE
SECTION __06-00214-25-BR BRIDGE CHECKED BY
COUNTY Kane WATER SURFACE EL. 713.6
BORING SB-10 GROUND WATER AT
STATION 508+00 Qu | W | COMPLETION 3.4' Qu | W
OFFSET 116'Rof CL. Depth{N/6"| tsf | % |AFTER__ - HOURS - DepthiN/6"| tsf | %
GROUND SURFACE EL. 717.0 M (Ft) M (Ft)
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N-Standard Penetration Test- Qu- Unconfined Compressive Type failure: B- Bulge Failure

Blows per foot to drive 2 inch
0.D. Split Spoon Sampler 12 inches

with 140 lbs. hammer falling 30 inches

Strength (tsf)

W- Water Content-percentage
of oven dry weight (%)

ST- Shelby tube sample

S- Shear Failure
E- Estimated Value
P-Penetrometer

SHEET 1 OF 1
PROJECT _ Stearns Road Bridge Corridor - Stage 5 DATE 6/11/08
ROUTE _FAP 361 BORED BY SPE
SECTION _ 06-00214-25-BR BRIDGE CHECKED BY
COUNTY Kane WATER SURFACE EL. -
BORING SB-11 GROUND WATER AT
STATION 508+60 Qu W | COMPLETION none Qu | W
OFFSET 91'Rof CL Depth|N/6"| tsf % |AFTER - HOURS - Depth{N/6"| tsf %
GROUND SURFACE EL. 725.0 M (FY) M (Ft)
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N-Standard Penetration Test- Qu- Uncenfined Compressive Type failure: B- Bulge Failure
Biows per foot to drive 2 inch Strength (isf) S- Shear Failure
0.D. Split Speon Sampler 12 inches W- Water Content-percentage E- Estimated Value
with 140 ibs. hammer falling 30 inches of oven dry weight (%) P-Penetrometer
ST- Shelby tube sample
e IS | ILLINOIS DEPARTMENT OF TRANSPORTATION

SCALE: None

DATE: March 30,

SOIL BORING LOGS III

STEARNS ROAD (FAP 361 RETAINING WALL

STA. 499+20 TO STA. 508+60
SECTION 06-00214-25-BR

STRUCTURE NUMBER 045-7000

DRAWN BY: (. Cooney

2009

CHECKED BY: 6. Haflestad

KANE COUNTY




