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TEMPORARY PAVEMENT DETAILS:

DETAIL A: FULL DEPTH TEMPORARY HMA PAVEMENT

HOT-MIX ASPHALT SURFACE CQOURSE, MIX "D", N70
HOT-MIX ASPHALT BINDER COURSE, IL-19.0, NTO

2" PAID FOR AS

» " TEMPORARY PAVEMENT
B [ PAID FOR AS

4 SUB GRAN MAT B 4

SUBBASE GRANULAR MATERIAL, TYPE B 4"

TEMPORARY HMA PAVEMENT FOR
TEMPORARY RAMP NW, TEMPORARY RAMP
SW, AND TAYLOR ENTRANCE RAMP

DETAIL B: TEMPORARY PCC PAVEMENT

/—TEMPORARY PCC PAVEMENT

PAID FOR AS
 TEMPORARY PAVEMENT
. [ PAID FOR AS
4 SUB GRAN MAT B 4

SUBBASE GRANULAR MATERIAL, TYPE B 4"

TEMPORARY PCC PAVEMENT FOR
TEMPORARY RAMP NW, TEMPORARY RAMP
SW, AND TAYLOR ENTRANCE RAMP

TEMPORARY PAVEMENT GENERAL NOTES:

1. THE CONTRACTOR SHALL HAVE THE OPTION OF USING HMA OR PCC SECTION FOR TEMPORARY PAVEMENT.

2. TEMPORARY HMA TEMPORARY PAVEMENT SHALL CONSIST OF TWO ITEMS: HMA BINDER COURSE AND
HMA SURFACE COURSE.

3. PORTLAND CEMENT CONCRETE TEMPORARY PAVEMENT SHALL CONSIST OF CLASS PV CONCRETE MEETING
THE REQUIREMENTS OF ARTICLE 1020 OF THE STANDARD SPECIFICATIONS. TEMPORARY PCC PAVEMENT
DOES NOT REQUIRE DOWEL BARS.

4. QUALITY MANAGEMENT PROGRAM (QMP) IDENTIFIES THE PARTICULAR QUALITY CONTROL SPECIFICATION
THAT APPLIES TO THE HMA MIXTURE.

HOT MIX ASPHALT MIXTURE REQUIREMENTS

MIXTURE TYPE AIR VOIDS (%) @NDES OMP
TEMPORARY PAVEMENT ( IF HMA OPTION IS SELECTED BY CONTRACTOR)
TEMPORARY RAMP NW AND TEMPORARY RAMP SW
HOT-MIX ASPHALT SURFACE COURSE, MIX “D”, N70, (IL-9.5 MM): 2" 47 @ 70 GYR QC/ QA
HOT-MIX ASPHALT BINDER COURSE, IL-19.0, N70: 8” (IN 3 LIFTS) 47 @ 70 GYR QC/ QA
WB 1-290
POLYMERIZED HOT-MIX ASPHALT SURFACE COURSE, MIX "F”, N90O, (IL-9.5 MM): 1 3/4" 47 @ 90 GYR QC/ QA
HOT-MIX ASPHALT BINDER COURSE, TL-19.0, N70: 2 1/4" 47 @ 70 GYR QC/QA
RAMP NW, TAYLOR ENTRANCE RAMP, WB 1-290, AND RAMP SW ( INTERIM)
STABILIZED SUBBASE - HOT-MIX ASPHALT, 4 ( HMA BINDER IL-19 MM) 37 @ 50 GYR QCP

QMP DESTGNATION: QUALITY CONTROL/QUALITY ASSURANCE (QC/QA); QUALITY CONTROL FOR PERFORMANCE (QCP)

1. THE UNIT WEIGHT USED TO CALCULATE ALL HMA SURFACE MIXTURE QUANTITIES IS 112 LBS/SQ YD/IN.

2. THE AC TYPE FOR POLYMERIZED HMA MIXTURES SHALL BE ""SBS/SBR PG 76-22'" AND FOR
NON-POLYMERIZED HMA THE "AC TYPE” SHALL BE "PG 64-22" UNLESS MODIFIED BY DISTRICT ONE
SPECIAL PROVISIONS. FOR USE OF RECYCLED MATERIALS SEE DISTRICT ONE SPECIAL PROVISIONS.
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