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SOIL BORING LOG

P2:064-86 Ratainingwall, IL 2 north of Mud

Date . _4/21/08

STATE OF ILLINOIS

DEPARTMENT OF TRANSPORTATION

Station 73305
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The Uncanfined Compressive Strength {UCS) Failu

The SPT (N value) is the sum of the lasttwo blow values in each sampling zone (AASHTO T206)

re: Mode is indicated by {B-Bulge, 5-8hear; P-Penetromieter
BB, from 137 (Reéw. 8.89)
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Date __4/21/08
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it

SECTION Y RS3 LOCATION Rackvale Twp. - 28 NW, SEC., TWP.2 L 10E R
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The Uneonfined Compressive Strength (UCS) Failure Mode s indicated by. (B-Bulge, S<Shear, P-Penetrometer)
The SPT (N value) Is the'sum. of the kast two blow values in each sampling zene {AASHTO T206)

BBS, from 137 (Rev. 8-98)
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