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DATE
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GSI JOB No.

DESCRIPTION_New Overpass

LOGGED BY _Patrick

2314

LOCATION _TWP 44 N, R BE on the south boundary of Sec 28

DRILLING METHOD 3.25"Hollow Stem Augers

HAMMER TYPE CME-75 Auto Hammer

ROUTE NO. sECTION.

TOTAL
COUNTY SHEETS

sHEey
No.

346 *

LAKE 463

294

FED. ROAD DIST. NO.

wLwors

FEO. ATD PROJECT-

* 125X-HB-(1&2) R-1

CONTRACT

* 60826

SHEET NO. -~

17 - SHEETS

13

STRUCT. NO. _SN_@49-W@34 Surface Water Elev.n/a STRUCT. NO. _SN_@49-W@34 Surface Water Elev, n/a
Station E E g g’ Stream Bed Elev. n/a E E g g] Station g E g I\S Stream Bed Elev. _n/a g E g E
BORING NO. MW 2 ? \/Cj 5 é Groundwater Elevatior: ? ?J S é BORING NO. M_ 2 ? 5 S 513 Groundwater Elevation: ? 3 S é
Station _218+54.8 Ramp B Baseline Hls | Qu (T First Encounter 668.2 ! HlisitQulT Station _213+54.8 Ramp B Baseline Hls!lQu|T First Encounter 668.0 ! Hls|aulT
Offset _0.25"Left Upon Completion _n/a iz ' Offset _0.25 Left, Upon Completion _n/a __XZ
Ground Surface Elev. 698.5 (FO e (ts)| GO After Hrs. V (F4) j(78"|(tsf)| (X) Ground Surface Elev. 698.5 Fo|en|ttsh| (X)) | After Hrs. V (FO) |78 (tsf)| (%)
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? 13 3 19 CME-75 Automatic Hammer
U 14 N o
2 1898 |16 6 1278 |15
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17 _ 14 _| 8 |
CLAY-brown & gray-hord (A-6) 1819 |44B |15 30| 5 |258 | 18 50| 8 [348 |16 -70
3 18
18 — —_— B
12 |58 |16
685.5 —— ] ]
2 111 2 4 119
15 _ 14 _ e ]
-15]1 7 3388 | 19 -351 4 [1OP {20 -B5 | 5 |62B |16 -75
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The Unconfimed Compressive Strength (UCS) Failure Mode 1s indicated by (B-Bulge, S-Shear, P-Penetrometer) ST-Shelby Tube Sample The Unconfined Compressive Strength (UCS) Failure Mode 1s indicated by (B-Bulge, S-Shear, P-Penetrometer) ST-Shelby Tube Sample
The SPT (N value)is the sum of the last two blow values 1n each sampling zone (AASHTO T2BB6) The Umit Dry Weight (pef)is noted 1n italics The SPT (N value)is the sum of the last two blow values 1n each sampling zons (AASHTO T286) The Unit Dry Weight (pof)1s noted in italics
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FAP 346 (U.S. ROUTE 41 - SKOKIE
HIGHWAY) OVER ILLINOIS ROUTE 132

SECTION 125X-HB-(1&2)R-1

LAKE COUNTY

S.N. 849-W@34




