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Supplemental Phase 2 Geotechnical Investigation For The Proposed 75th Street and
Project:  wa hington Street Intersection. Improvement A Job Nou: 07546
Location: _Washington Street & 75th Street, Naperville, [1linois Date: 18/29/2007
County:  Cook Bored By: RH
Chent:  T.Y.Lin International Checked By: DOB
BORING No.: RW-07-095 g E lé M Surface Water Elev.: n/a E E g M
Station: 14950 (75th Street) ? 3 S 10 Groundwater Elevation: n/a WD v _Pr 3 S [I]
0ffset: 84.5 Left H Qu | S | Groundwater Elevation: n/a AB 7 | H Gu | S
Ground Surface Elevation: 665.8 | Y /& | wsh |t After Hours: Vv | T /8 | wsh |
4.8" TOPSOIL-black 665.5 AS - 23 1End of Boring @ -23.5° i
P— Hollow Stem Augers to -10.8° —
6 Rotary Drilling to Completion
CLAY-brown-very staff (A-6) Fill g CME-futomatic Hammer
6 135P [ 15
662.3 ]
4
B e
-5 113 NP_ | 14 =32
SAND, GRAVEL & FRACTURED ROCK- ] —
br_owrrmedlum dense to very dense —"—*50/6" -
(A-1)
NP 8
Possible cobbles or boulders from — |
-6.0" to -12.5. 34
__par2
-10 NP k] -35
Ba/3"
653.3 NP 19
Drllllers Observation: Fractured 523 ———:
Silurian System, Ntagaran Series Dolomsbel
RUN 1 (-13.5" to -23.5") — —
-15 -40
Porous & weathered with rust staining |
& some chert nodules to -22.2, ]
becoming fine grained & light gray with
horizontal bedding. Numerous horizontal ™|
fractures throughout. No vugs or verfical I
fractures encountered. ]
Recovery=100.0% — RUN 1 —
R.Q.0.=55.5% ]
-20 | -45 |
642.3 ]
-25 | -50 |
The Unconfined Compressive Strength (UCS) Failure Mode s indicated by (B-Bulge, S-Shear, P-Penetrometer! ST-Shelby Tube Sample  VS=Vane Shear Test
The SPT (N value)s the sum of the last two blow values 1n each sampling zone (AASHTC T2@6) The Umit Dry Weight (pcf)is noted in 1talics above moist (%)
NR-No Recovery
TYLININTERNATIONAL
DESIGNED  ~—
cHECKED - SP
DRAWN - I8
CHECKED - SP

ROUTE _xx DESCRIPTION _75th Street and Washington Street Intersection Improvement
SECTION _xx LOCATION _Napervilig, lllinois
COUNTY _DuPage DRILLING METHOD _3.25" Hollow Stem Auger HAMMER TYPE _CME Automatic
STRUCT. NO. _xx o ls y Surface Water Elev.n/a ol
Station xx E L g 0 Stream Bed Elev. _n/g E L g g‘
BORING NO. RW~1 ? VC\)I S g Groundwater Elevation: ? ﬁ s é
Station _451+30 Washington Street HlstaulT First Encounter _Dry ! Hls Qu T
Offset_T4’ Left Upon Completion  n/g
Ground Surface Elev. 6630 Fhren st D | After xx Hrs. _xx ft v (Fhigzen (tsh) (%)
SILTY SAND, GRAVEL & STONE- . .continued 6420 RUNZ?
black-medium dense (Fill) — ‘
5
5 End of Boring e -21.0’
B— Hollow Stem Augers to -ILO’ e
6 | NP |14 I NX Bit Rock Coring to Completion
30
-5 46 | NP 3 05
FRACTURED STONE & GRAVEL- — —
brown-very dense (A-I-q) — ]
32
34
40 | NP 5
39
132 |
-0l 43 1 NP [ 10 -30
Run 1(-IL0" to -16.0") B
Silurian System, NIAGARAN Serles, Racine
Formation Dolomite —
Wellweathered with dark rust staining &| ROCK R
numerous horizontal fractures 1 CORE .
throughout. Very porous with some large
chert replacement nodules. RU[\”
RECOVERY = 100 % 5 _3g]
RAD = 64. %
Run 2 (-le.0" to ~21.0"
Silurlan System, NIAGARAN Series, Racine
Formation Dolomite o]
Weathered with rust staining & chert _ | ROCK
nodules to -16,5 becoming light gray &
fine grained with horlzontalbedding. CORE
Horizontal fractures e -16.5%, -16.9, - ha
S1.5', ~I8.1", ~18.4', ~18.8", -19.2" & — | RUNZ
-20.). _— ]
RECOVERY = 90 % RQD = BO % -20 -40

The Unconfined Compressive Strength {UCS) Foilure Mode Is Indicated by (B-Bulge, S-Shear, P~-Penetrometer) ST-~Shelby Tube Sample

VS=Vane Shear Test

» 00-00114-00-PV CONTRACT NO. 63024

The SPT (N value) s the sum of the last two blow values in each sampling zone (AASHTO T206) The Unlit Dry Weight (pcf)Is noted In Itallcs above molst (%)

NR-No Recovery
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