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ROUTE L 162 . DESCRIPTION

SOIL BORING LOG

iL_152_over Panther Creek

Page

Date __ 102805

R

of 3

LOGGED B8Y __ Brvan Keller

SECTION 104BC-DR LOCATION _16 mi, E.IL 13, SEC. 16, TWP, 65, RNG, 2W, 3 PM
COUNTY Perry. DRILLING METHOD HAMMER TYPE
STRUCT. NO. 073-0024 D B | U M lisuface Water Elev. o #t |P[BJU M
Station 875+ E{ L} C | Ol sweam Bed Hev. ft EfL]CHoO
Plols |1 plol]s |t
BORING NO. 15 Tiw S |l Groundwater Elev.: T w s
Station 874+77 HY S 1 Qu| T First Encounter K7 AR Hi 8§ {Qu} T
Offset 31 1, Upon Completion ft
Ground Surface Elev. 3891t | (0] 87 | (s | (%) || After 120  Hrs. 36 _ft | ()} (67| fsh | %)
Vary stif, moist, brown, Silty Ciay Siiff, molst, brown motdled grey, 316 26
loam A-6 - Clay A7-6 (continued) “13l|s
B B
2 |36 20 REAES
9 ls 41 B
384.6
Vary stiff, moist, brown mottied e 78] 2
grey, Siity Clay Loam A-6 8 | 21| 1B 415 |50
1els 3]s
321 | 3621
Stiff, very moist, brown mottled 4 Medium, very moist, grey, Clay 1 |
grey, Silty Clay A7-6 § |72 | 26 || A7-6 710633
5 | B 2 | B
3796 ]
Very stiff, maist, brown mottled 0 2 30| 1
grey, Clay to Silty Clay A7-6 5 | 21| 23 2 |08 33
18 1ls Tl 2|8
3774 | 367.1
Very stiff, moist, grey mottled 2 Stiff, very moistio wet, grey, Sifty WH
brown, Clay A7-6 5 | 27| 25 || Clay to Clay A7-6 with Sand (NETEET]
— & |8 Layers — 2|8
364.6
B 2 WModiurn, wet, grey, Silty Clay 38 1
B B | 24| 25 ||Loam A-6 with Sand Layers 2 091 26
16| s 1ale
3721} 3521
Stiff, moist, brown mottled grey, 3 Loose to medium, wet, grey, fine 1
Clay A7-6 % |14 | 25 || Sitty Sand 3 27
— 415 90% Sand - 4
8% Silt
p— 4% Clay —
349.6
20 2 -ag 3

The Unconfined Compressive Strength {UCS) Fallure Mode Is Indicated by {B-Buige, S-Shear, P-Penetrometer}

The SPT (N value} is the sum of the last two blow values in each sampling zone (AASHTO T208)
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ROUTE 1L 152 DESCRIPTION IL 152_over Panther Creek LOGGED BY _Brvan Keller
SECTION 104BC-DR LOCATION _16 mi.E. IL 13, SEC. 16, TWP. 65, ANG. 2V, 3 PM
COUNTY Porry DRILLING METHOD HAMMER TYPE
STRUCT. NO. 073-0024 Di B | U [ M suface Water Elev. g0t (P BLU M
Station __ _85+0__ |Ej L | C 1 O fl swream Bed Elev. ® {(E}L1CHO
plofs| plols|t
BORING NO. s TIwW S [l Groundwater Elev.: TIW s
Station 874477 HI $ | Qu| T Il First Encounter Hi s |aufT
Offset ___ 3100ftlt Upon Completion ft
Ground Surface Elev. 3891 ft |f)| ¢8| (s | (%) | After 120  Hrs. 3826 _ft (f| (67 | (s | (%)
Miediim, wef, grey, medium o 7 33 || Very s, molst, grey, Sity Clay T 25| 2
coarse Tn A7-8 with Sand Layers (continued) 1 3 B
96% Sand
3% Silt -
2% Clay (continued) —] —
s 3246
Miedium, wet, grey, Coarse Sand a5 5 Siif, very moist, grey, Siity Clay &5 2
92% San 9 18 || AT-6 5 121 21
7% Sit - _
% Gy 5 4| B
] -
339, 319.6
Soft fo_medium, very moist, grey, 50 5 Very stif, moist, grey, Sity Clay 70 2
Siity Clay Loam A6 5165 | 21 | Loam A6 o | 32| 20
151 P Jwis
. a1 |
Hard, dry, grey, Sandstane _
Wedium, very moist, grey, Ciay aal 1 751067
AT-6 3 [08] 24 ]
3| B
3206 _| |
g0 WH 309.1_—80[1002”]

The Unconfined Compressive Strength {UCS) Failure Mode is indicated by (B-Buige, S-Shear, P-Penetrometer)
The SPT (N value] is the sum of the last two biow values in each sampling zone (AASHTO T206)
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Division of Highways
ittty e N Date 102805
ROUTE ____IL 162 DESCRIPTION IL. 152 over Panther Creek LOGGED BY _Bryan Keller
SECTION 104BC-DR LOCATION _16 mi. E. IL 13, SEC, 16, TWP. 65, RNG. 2W, 3 PM
COUNTY ____ Pery ___ DRILLING METHOD HAMMER TYPE
STRUCT.NO. ____073-0024 DI B | U | M lsuface Water Elev. _____3810 #
Station 875+13.10 E (L) 453 ? Stream Bed Elev. it
BORING NO. S T W S |l Groundwater Elev.:
Station 874+77 Hi{ S | Qui T | FirstEncounter 3BLA_#t
Offset 0 i . Upon Completion ______ ft
Ground Surface Elev. 3891 ft | (M| 8" | (50 | (%) | After 120 Hrs. 3826 _fi
Botiom of hole = 80.0 ft |
Free water observed at 320 ft. —
Elevation referenced to Bk. E. .
Abut. Sta. 874 +32 at Cr. Elev. |
3997 ft.
To convert "N” values to "N60" -
values, multiply by 1.25 ot
85|

bbb bl b b b by e Pyt

=100,

The Unconfined Compressive Strength (UCS) Fallure Mods is indicated by {B-Bulge, S-Shear, P-Penetrometer)
The SPT (N value) is the sum of the lasttwo blow values in each sempling zone (AASHTO T206)

SOIL BORING LOGS

STRUCTURE NO. 073-0037

F.AP. TOTAL | SHEET
SECTION COUNTY
SHEET NoO. 23 | RIE. SHEETS| NO.
865 16B-2 PERRY 4 | 48

25 SHEETS

CONTRACT NO. 78064

FED. ROAD DIST. NO.

[ILLINOIS|FED. AID PROJECT

0730037-78054 dgn 0873072009 356708 PM




