2D

EMBANKMENT

(Effective July 1, 1990; Revised January 1, 2007)
This work shall be performed in accordance with Section 205 of the Standard Specifications except that the embankment material shall not be placed and compacted at moisture contents in excess of 110 percent of optimum moisture unless authorized, in writing, by the Engineer.

Topsoil material shall not be placed in the embankment within 12 in. (300 mm) of high type base and surface courses.

DESIGNER NOTE:

to be included on all projects involving earthwork compaction when measurement will be other than truck count.

