4I
PATCHING JOINTED CONCRETE PAVEMENT

(Effective July 25, 1991; Revised January 1, 2006)
Add the following paragraph to Article 442.05(b) of the Standard Specifications:

As an alternate, the Contractor may use an approved wheel saw to make transverse saw cuts.
