R lization Pavement an rf nvestigati
FAT 57 Contract 78380
Nor thbound
Station |Location Thickness, Tn. Subbase condition Subgrade BV Soll Information
PS |PL |DL |DS | AC Overlay PCC Subbase | Sound |S| Deter| Deter | 0-6" |6-12|12-18"18-24"24-30"| Classification Sand Silt Clay LL PI 7 HO
18+00 4 1/4 10 1/2 4 AGG 8.5 16.0 | 27.0 | 23.0 SAL A-4(0) 54 30 16 23 4.7 12
" ” 1 8 AGG 30.0 | 30.0 | 30.0
8+00 4 1/14 10 374 4 AGG 7.0 12.0 ] 21.0 | 20.0
" " 8 8 AGG 16.0 | 14.0 | 12.0 | 12.0
1569+00 6 1/2 8 4 AGG 8.5 4.0 8.5 10.0
New 3rd Lane Built - Skipped
1559+00 6 10 4 AGG 12.0 7.0 8.5 10.0 SIC-SICL AT-6(21) 12 59 29 41.5 23.4 21
" " 10 6 AGG 8.5 | 8.5 | 7.0 | 7.0
1551+00 51/2 10 1/2 4 AGG 4.0 5.5 | 7.0 | 5.5
New 3rd Lane Built - Skipped
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