HOT-MIX ASPHALT – REQUIRED FIELD TESTS 
Effective 01/01/11
Revise the first paragraph of Article 1030.05(d)(3) to read as follows:

Required Field Tests. The Contractor shall control the compaction process by testing the mix density at random locations determined by the Engineer in accordance with the QC/QA document, “Determination of Random Density Test Site Locations”, and recording the results on forms approved by the Engineer.  The density locations will be disclosed and marked by the Engineer after all compaction efforts have been completed.  Locations shall be laid out using a tape measure or an approved measuring wheel.  The Contractor shall follow the density testing procedures detailed in the QC/QA document, “Illinois-Modified ASTM D 2950, Standard Test Method for Determination of Density of Bituminous Concrete In-Place by Nuclear Method”.
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