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POROUS GRANULAR BACKFILL shall be in accordance with the applicable portions of Section 209 of the Standard Specifications, and as shown in the plans.

Quality.  The coarse aggregate shall be Class D Quality or better.

Gradation.  The coarse aggregate gradation shall be CA-6 or CA-10.

Method of Measurement. 

a) Contract Quantities.  The requirements for the use of the Contract Quantities shall conform to Article 202.07(a) of the Standard Specifications.

b) Measured Quantities.  POROUS GRANULAR BACKFILL will be measured for payment and the volume computed in cubic yards (cubic meters).  The pay limits will be as shown in the plans.  If the Contractor chooses to excavate beyond the limits shown, the additional quantities of POROUS GRANULAR BACKFILL will be at his/her own expense.
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